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Committees responsible for this 
British Standard
The preparation of this British Standard was entrusted to Technical 
Committee B/502, Aggregates, upon which the following bodies were 
represented:

Association of Consulting Engineers

Association of Lightweight Aggregate Manufacturers

British Aggregate Construction Materials Industries

British Cement Association

British Geological Survey

British Iron and Steel Producers’ Association

British Precast Concrete Federation Ltd.

British Ready Mixed Concrete Association

County Surveyors’ Society

Department of the Environment

Department of the Environment (Building Research Establishment)

Department of Transport (Highways Agency)

Electricity Association

Institute of Concrete Technology

Institution of Civil Engineers

Institution of Structural Engineers

Sand and Gravel Association Limited

Society of Chemical Industry

The following bodies were also represented in the drafting of the standard, 
through subcommittees and panels:

British Civil Engineering Test Equipment Manufacturers’ Association

United Kingdom Accreditation Service
Amendments issued since publication

Amd. No. Date Comments

14866 26 February 2004 Changes to EN foreword and see national 
foreword
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Full document details: BS EN 933
National foreword

This British Standard has been prepared by Technical Committee B/502 and is 
the English language version of EN 933-3:1997, Tests for geometrical properties 
of aggregates — Part 3: Determination of particle shape — Flakiness index, 
including amendment 1:2003, published by the European Committee for 
Standardization (CEN).

The start and finish of text introduced or altered by amendment is indicated in 
the text by tags !". Tags indicating changes to CEN text carry the number of 
the CEN amendment. For example, text altered by CEN amendment A1 is 
indicated by !".

It is one of a series of European Standards giving test methods for aggregates. 
These standards are being developed by Technical Committee CEN/TC 154 to 
provide a means of verifying requirements which will be specified in European 
product standards for aggregates for various uses.

It is intended that this standard will be included in a “package” of European 
Standards to be declared by CEN/TC 154. When all the associated European test 
methods for aggregates are available, this part of BS EN 933 will supersede 
BS 812-105.1.

Cross-references
The British Standards which implement international or European publications 
referred to in this document may be found in the BSI Catalogue under the section 
entitled “International Standards Correspondence Index”, or by using the 
“Search” facility of the BSI Electronic Catalogue or of British Standards Online.

This publication does not purport to include all the necessary provisions of a 
contract. Users are responsible for its correct application.

Compliance with a British Standard does not of itself confer immunity 
from legal obligations.

Summary of pages
© BSI 26 February 2004

This document comprises a front cover, an inside front cover, pages i and ii, 
the EN title page, pages 2 to 8, an inside back cover and a back cover.

The BSI copyright notice displayed in this document indicates when the 
document was last issued.
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English version

Tests for geometrical properties of aggregates — 
Part 3: Determination of particle shape — Flakiness index

(includes amendment A1:2003)
Essais pour déterminer les caractéristiques 
géométriques des granulats —
Partie 3: Détermination de la forme des 
granulats — Coefficient d’aplatissement
(inclut l’amendement A1:2003)

Prüfverfahren für geometrische Eigenschaften 
von Gesteinskörnungen —
Teil 3: Bestimmung der Kornform — 
Plattigkeitskennzahl
(enthält Änderung A1:2003)
This European Standard was approved by CEN on 1996-12-15; amendment A1
was approved by CEN on 1 August 2003. CEN members are bound to comply
with the CEN/CENELEC Internal Regulations which stipulate the conditions
for giving this European Standard the status of a national standard without any
alteration.

Up-to-date lists and bibliographical references concerning such national
standards may be obtained on application to the Central Secretariat or to any
CEN member.

This European Standard exists in three official versions (English, French,
German). A version in any other language made by translation under the
responsibility of a CEN member into its own language and notified to the
Central Secretariat has the same status as the official versions.

CEN members are the national standards bodies of Austria, Belgium, Czech
Republic, Denmark, Finland, France, Germany, Greece, Hungary, Iceland,
Ireland, Italy, Luxembourg, Malta, Netherlands, Norway, Portugal, Slovakia,
Spain, Sweden, Switzerland and United Kingdom.
CEN
European Committee for Standardization

Comité Européen de Normalisation
Europäisches Komitee für Normung

Central Secretariat: rue de Stassart 36, B-1050 Brussels
© 1997 Copyright reserved to CEN members.
Ref. No. EN 933-3:1997 + A1:2003 E
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