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National foreword

This British Standard is the UK implementation of EN 934-3:2009+A1:2012.
It supersedes BS EN 934-3:2009 which is withdrawn.

The start and finish of text introduced or altered by amendment is indicated
in the text by tags. Tags indicating changes to CEN text carry the number of
the CEN amendment. For example, text altered by CEN amendment A1 is
indicated by .

The UK participation in its preparation was entrusted by Technical
Committee B/517, Concrete, to Subcommittee B/517/3, Admixtures.

A list of organizations represented on this subcommittee can be obtained on
request to its secretary.
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Foreword 

This document (EN 934-3:2009+A1:2012) has been prepared by Technical Committee CEN/TC 104 “Concrete and 
related products”, the secretariat of which is held by DIN. 

This European Standard shall be given the status of a national standard, either by publication of an identical 
text or by endorsement, at the latest by January 2013, and conflicting national standards shall be withdrawn at 
the latest by January 2013. 
 
Attention is drawn to the possibility that some of the elements of this document may be the subject of patent 
rights. CEN [and/or CENELEC] shall not be held responsible for identifying any or all such patent rights. 

This document supersedes !EN 934-3:2009". 

This document includes Amendment 1 approved by CEN on 2012-05-25. 

The start and finish of text introduced or altered by amendment is indicated in the text by tags !". 

This European Standard has been prepared under a mandate given to CEN by the European Commission and the 
European Free Trade Association, and supports essential requirements of EU Directive 89/106/EEC. 

For relationship with EU Directive 89/106/EEC, see informative Annex ZA, which is an integral part of this 
document. 

This European Standard is a part of the series EN 934 "Admixtures for concrete, mortar and grout" which 
additionally comprises the following parts 

 Part 1: Common requirements 

 Part 2: Concrete admixtures — Definitions, requirements, conformity, marking and labelling  

 Part 4: Admixtures for grout for prestressing tendons — Definitions, requirements, conformity, marking and 
labelling 

 Part 5: Admixtures for sprayed concrete — Definitions, requirements, conformity, marking and labelling 

 Part 6: Sampling, conformity control, evaluation of conformity 

This European Standard is used with the standards of the EN 480 series which comprise test methods for 
admixtures. 

According to the CEN/CENELEC Internal Regulations, the national standards organisations of the following 
countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, Croatia, Cyprus, Czech 
Republic, Denmark, Estonia, Finland, Former Yugoslav Republic of Macedonia, France, Germany, Greece, 
Hungary, Iceland, Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, 
Romania, Slovakia, Slovenia, Spain, Sweden, Switzerland, Turkey and the United Kingdom. 
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1 Scope 

This European Standard defines and specifies the requirements and conformity criteria for admixtures for use in 
cement based masonry mortar. 

It covers two types of admixtures, long term retarding and air entraining/plasticising which are used in ready-mixed 
and site made masonry mortars. 

Provisions for the use of admixtures for masonry mortar are not part of this European Standard but are covered by 
EN 998-1 and EN 998-2. 

2 Normative references 

The following referenced documents are indispensable for the application of this document. For dated references, 
only the edition cited applies. For undated references, the latest edition of the referenced document (including any 
amendments) applies. 

EN 480-13:2009, Admixtures for concrete, mortar and grout — Test methods — Part 13: Reference masonry 
mortar for testing mortar admixtures 

EN 934-1:2008, Admixtures for concrete, mortar and grout — Part 1: Common requirements 

EN 934-2, Admixtures for concrete, mortar and grout — Part 2: Concrete admixtures — Definitions, requirements, 
conformity, marking and labelling 

EN 934-6:2001, Admixtures for concrete, mortar and grout - Part 6: Sampling, conformity control and evaluation of 
conformity 

EN 934-6:2001/A1:2005, Admixtures for concrete, mortar and grout — Part 6: Sampling, conformity control and 
evaluation of conformity 

EN 1015-4, Methods of test for mortar for masonry — Part 4: Determination of consistence of fresh mortar (by 
plunger penetration) 

EN 1015-7, Methods of test for mortar for masonry — Part 7: Determination of air content of fresh mortar 

EN 1015-9, Methods of test for mortar for masonry — Part 9: Determination of workable life and correction time of 
fresh mortar 

EN 1015-11, Methods of test for mortar for masonry — Part 11: Determination of flexural and compressive strength 
of hardened mortar 

3 Terms and definitions 

For the purposes of this document, the definitions in EN 934-1:2008 and the following apply. 

3.1 
air entraining/plasticizing admixture 
admixture which increases workability, or allows water reduction, by incorporating during mixing a controlled 
quantity of small, uniformly distributed air bubbles which remain after hardening 

3.2 
set retarding admixture for long term retarded masonry mortar 
set retarding admixture as defined in EN 934-2 but specifically intended for use in long term retarded mortar 
incorporating entrained air 
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