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Textile floor
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Tiles —
Determination of
dimensional changes
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varied water and heat
conditions and
distortion out of plane

The European Standard EN 986:1995 has the status of a
British Standard
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Committees responsible for this
British Standard

The preparation of this British Standard was entrusted to Technical
Committee TCI/3, Textile flooring coverings, upon which the following bodies
were represented:

Association of Consulting Scientists

British Carpet Manufacturers’ Association Ltd.
British Polyolefin Textiles Association

British Shops and Stores Association (BSSA)
British Textile Confederation

British Textile Technology Group
Confederation of British Wool textiles Limited
Consumer Policy Committee of BSI

Contract Flooring Association

Fibre Bonded Carpet Manufacturers’ Association
Health Care Supplies South West

Institute of Trading Standards Administration
International Wool Secretariat

Coopted members

This British Standard, having
been prepared under the
direction of the Sector Board for
Materials and Chemicals, was
published under the authority of
the Standards Board and comes

into effect . . . .
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The following BSI references
relate to the work on this
standard:

Committee reference TCI/3
Draft for comment 93/300494 DC

ISBN 0 580 24639 6 _ Documents

Document Sharing Hub

Full document details: BS EN 986:1995


http://www.avadocuments.com/doc/bs-en-986-1995
http://www.avadocuments.com/doc/bs-en-986-1995

BS EN 986:1995

Contents

Committees responsible
National foreword

Page
Inside front cover
i1

Foreword

Scope

Normative references

Principle

Apparatus

Sampling and preparation of specimens
Conditioning

Test procedure

Expression of results

Test report

© 00 3 O Ot i W N

R W W W W W W W N

List of references

Inside back cover

© BSI 11-1999

Full document details: BS EN 986:1995

Documents

Document Sharing H%Ib


http://www.avadocuments.com/doc/bs-en-986-1995
http://www.avadocuments.com/doc/bs-en-986-1995

