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National foreword

This British Standard is the UK implementation of 
EN IEC 60404‑12:2023. It is identical to IEC 60404‑12:2023. It supersedes 
BS 6404‑12:1993, which is withdrawn.

The UK participation in its preparation was entrusted to Technical 
Committee ISE/108, Magnetic Alloys and Steels.

A list of organizations represented on this committee can be obtained on 
request to its committee manager.

Contractual and legal considerations

This publication has been prepared in good faith, however no 
representation, warranty, assurance or undertaking (express or 
implied) is or will be made, and no responsibility or liability is or will be 
accepted by BSI in relation to the adequacy, accuracy, completeness or 
reasonableness of this publication. All and any such responsibility and 
liability is expressly disclaimed to the full extent permitted by the law.

This publication is provided as is, and is to be used at the 
recipient’s own risk.

The recipient is advised to consider seeking professional guidance with 
respect to its use of this publication.

This publication is not intended to constitute a contract. Users are 
responsible for its correct application.

© The British Standards Institution 2023 
Published by BSI Standards Limited 2023

ISBN 978 0 539 06729 3

ICS 17.220.01; 29.030

Compliance with a British Standard cannot confer immunity from 
legal obligations.

This British Standard was published under the authority of the 
Standards Policy and Strategy Committee on 30 April 2023.

Amendments/corrigenda issued since publication

Date Text affected

BRITISH STANDARD
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European foreword 

The text of document 68/698/CDV, future edition 2 of IEC 60404-12, prepared by IEC/TC 68 
"Magnetic alloys and steels" was submitted to the IEC-CENELEC parallel vote and approved by 
CENELEC as EN IEC 60404-12:2023. 

The following dates are fixed: 

• latest date by which the document has to be implemented at national
level by publication of an identical national standard or by endorsement

(dop) 2023-12-17 

• latest date by which the national standards conflicting with the
document have to be withdrawn

(dow) 2026-03-17 

Attention is drawn to the possibility that some of the elements of this document may be the subject of 
patent rights. CENELEC shall not be held responsible for identifying any or all such patent rights.  

Any feedback and questions on this document should be directed to the users’ national committee. A 
complete listing of these bodies can be found on the CENELEC website. 

Endorsement notice 

The text of the International Standard IEC 60404-12:2023 was approved by CENELEC as a European 
Standard without any modification. 

In the official version, for Bibliography, the following note has to be added for the standard indicated: 

IEC 60216-1 NOTE Approved as EN 60216-1 
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Annex ZA 
(normative) 

Normative references to international publications 
with their corresponding European publications 

The following documents are referred to in the text in such a way that some or all of their content 
constitutes requirements of this document. For dated references, only the edition cited applies. For 
undated references, the latest edition of the referenced document (including any amendments) 
applies.  

NOTE 1   Where an International Publication has been modified by common modifications, indicated by (mod), 
the relevant EN/HD applies.  

NOTE 2   Up-to-date information on the latest versions of the European Standards listed in this annex is available 
here: www.cencenelec.eu. 

Publication Year Title EN/HD Year 

IEC 60050-121 - International Electrotechnical Vocabulary -
Part 121: Electromagnetism

- - 

IEC 60050-221 - International Electrotechnical Vocabulary. 
Chapter 221: Magnetic materials and 
components

- - 

IEC 60404-1-1 - Magnetic materials - Part 1-1: 
Classification - Surface insulations of 
electrical steel sheet, strip and laminations

- - 

IEC 60404-11 - Magnetic materials - Part 11: Method of 
test for the determination of surface 
insulation resistance of magnetic sheet 
and strip

- - 

IEC 60404-13 - Magnetic materials - Part 13: Methods of 
measurement of resistivity, density and 
stacking factor of electrical steel strip and 
sheet

EN IEC 60404-13 - 

ISO 1519 - Paints and varnishes - Bend test
(cylindrical mandrel)

EN ISO 1519 -
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