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INTERNATIONAL ELECTROTECHNICAL COMMISSION 

____________ 

 
MAGNETIC MATERIALS –  

 
Part 18: Permanent magnet (magnetically hard) materials –  

Methods of measurement of the magnetic properties in  
an open magnetic circuit using a superconducting magnet 

 
FOREWORD 

1) The International Electrotechnical Commission (IEC) is a worldwide organization for standardization comprising 
all national electrotechnical committees (IEC National Committees). The object of IEC is to promote international 
co-operation on all questions concerning standardization in the electrical and electronic fields. To this end and 
in addition to other activities, IEC publishes International Standards, Technical Specifications, Technical Reports, 
Publicly Available Specifications (PAS) and Guides (hereafter referred to as "IEC Publication(s)"). Their 
preparation is entrusted to technical committees; any IEC National Committee interested in the subject dealt with 
may participate in this preparatory work. International, governmental and non-governmental organizations liaising 
with the IEC also participate in this preparation. IEC collaborates closely with the International Organization for 
Standardization (ISO) in accordance with conditions determined by agreement between the two organizations. 

2) The formal decisions or agreements of IEC on technical matters express, as nearly as possible, an international 
consensus of opinion on the relevant subjects since each technical committee has representation from all 
interested IEC National Committees. 

3) IEC Publications have the form of recommendations for international use and are accepted by IEC National 
Committees in that sense. While all reasonable efforts are made to ensure that the technical content of IEC 
Publications is accurate, IEC cannot be held responsible for the way in which they are used or for any 
misinterpretation by any end user. 

4) In order to promote international uniformity, IEC National Committees undertake to apply IEC Publications 
transparently to the maximum extent possible in their national and regional publications. Any divergence between 
any IEC Publication and the corresponding national or regional publication shall be clearly indicated in the latter. 

5) IEC itself does not provide any attestation of conformity. Independent certification bodies provide conformity 
assessment services and, in some areas, access to IEC marks of conformity. IEC is not responsible for any 
services carried out by independent certification bodies. 

6) All users should ensure that they have the latest edition of this publication. 

7) No liability shall attach to IEC or its directors, employees, servants or agents including individual experts and 
members of its technical committees and IEC National Committees for any personal injury, property damage or 
other damage of any nature whatsoever, whether direct or indirect, or for costs (including legal fees) and 
expenses arising out of the publication, use of, or reliance upon, this IEC Publication or any other IEC 
Publications. 

8) Attention is drawn to the Normative references cited in this publication. Use of the referenced publications is 
indispensable for the correct application of this publication. 

9) IEC draws attention to the possibility that the implementation of this document may involve the use of (a) 
patent(s). IEC takes no position concerning the evidence, validity or applicability of any claimed patent rights in 
respect thereof. As of the date of publication of this document, IEC had not received notice of (a) patent(s), which 
may be required to implement this document. However, implementers are cautioned that this may not represent 
the latest information, which may be obtained from the patent database available at https://patents.iec.ch. IEC 
shall not be held responsible for identifying any or all such patent rights. 

IEC 60404-18 has been prepared by IEC technical committee 68: Magnetic alloys and steels. 
It is an International Standard. 

The text of this International Standard is based on the following documents: 

Draft Report on voting 

68/768/CDV 68/775/RVC 

 
Full information on the voting for its approval can be found in the report on voting indicated in 
the above table. 

The language used for the development of this International Standard is English. 
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This document was drafted in accordance with ISO/IEC Directives, Part 2, and developed in 
accordance with ISO/IEC Directives, Part 1 and ISO/IEC Directives, IEC Supplement, available 
at www.iec.ch/members_experts/refdocs. The main document types developed by IEC are 
described in greater detail at www.iec.ch/publications. 

A list of all parts in the IEC 60404 series, published under the general title Magnetic materials, 
can be found on the IEC website. 

The committee has decided that the contents of this document will remain unchanged until the 
stability date indicated on the IEC website under webstore.iec.ch in the data related to the 
specific document. At this date, the document will be  

• reconfirmed, 

• withdrawn, or 

• revised. 
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INTRODUCTION 

High-performance permanent magnet materials with high coercivity, for example Nd-Fe-B 
magnets, have been used in the electric and automobile industry and their usage increases 
rapidly to meet the need to improve energy saving and to increase efficiency of electromagnetic 
applications, for example traction motors for electric vehicles (EV) and hybrid electric vehicles 
(HEV), which are urgently demanded to contribute to the problem of global warming. 

However, there has been no standard method which can determine all the magnetic properties 
of the high-performance permanent magnet materials with coercivity HcJ higher than 2 MA/m to 
meet the need of the industry. The method specified in IEC 60404-5, which is a method of 
measurement in a closed magnetic circuit, can lead to significant measurement errors for 
measurement of HcJ ≥ 1,6 MA/m due to magnetic saturation in parts of the pole faces of the 
yoke (see IEC 60404-5). 

In order to solve the problem, several methods of measurement in an open magnetic circuit 
without a yoke have been developed. The methods using a superconducting magnet (SCM) are 
thought to solve this problem and enable accurate measurements of the high-performance 
permanent magnet materials (see IEC TR 63304 [1]1). 

Since the measurement in an open magnetic circuit is strongly affected by the self-
demagnetizing field in the test specimen, a correction of the influence of self-demagnetizing 
field (demagnetizing field correction) on the demagnetization curve obtained in an open 
magnetic circuit is indispensable. 

 

  

___________ 
1 Numbers in square brackets refer to the Bibliography. 
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MAGNETIC MATERIALS –  
 

Part 18: Permanent magnet (magnetically hard) materials –  
Methods of measurement of the magnetic properties in  

an open magnetic circuit using a superconducting magnet 
 
 
 

1 Scope 

The purpose of this part of IEC 60404 is to define the general principle and technical details of 
the methods of measurement of the DC magnetic properties of permanent magnet materials in 
an open magnetic circuit using a superconducting magnet (SCM). 

This method is applicable to permanent magnet materials, such as those specified in 
IEC 60404-8-1, the properties of which are presumed homogeneous throughout their volume. 

There are two methods: 

– the SCM-vibrating sample magnetometer (VSM) method; 
– the SCM-extraction method. 

This document also specifies methods to correct the influence of the self-demagnetizing field 
in the test specimen on the demagnetization curve obtained in an open magnetic circuit. The 
magnetic properties are determined from the corrected demagnetization curve. 

NOTE 1 These SCM-methods can determine the magnetic properties of high-performance permanent magnet 
materials with coercivity higher than 2 MA/m. For the magnetic materials with coercivity higher than 1,6 MA/m, the 
methods of measurement in a closed magnetic circuit in accordance with IEC 60404-5 can lead to significant 
measurement error due to magnetic saturation in parts of the pole faces of the yoke (see IEC 60404-5). 

NOTE 2 There is another method of the measurement in an open magnetic circuit, i.e. the pulsed field 
magnetometer (PFM), which is described in IEC TR 62331 [3]. The PFM is the method of measurement of the 
magnetic properties of permanent magnet materials applying the pulsed magnetic field instead of the DC magnetic 
field and is different from the methods described in this document. The PFM measures a steep AC magnetic response 
of a test specimen in a pulsed magnetic field. Consequently, additional correction is indispensable to remove the 
influence of eddy currents in the test specimen and the magnetic viscosity of the magnetic materials in order to obtain 
properties equivalent to the DC magnetic properties. 

2 Normative references 

The following documents are referred to in the text in such a way that some or all of their content 
constitutes requirements of this document. For dated references, only the edition cited applies. 
For undated references, the latest edition of the referenced document (including any 
amendments) applies. 

IEC 60050-121:1998, International Electrotechnical Vocabulary (IEV) – Part 121: 
Electromagnetism 

IEC 60050-151, International Electrotechnical Vocabulary (IEV) – Part 151: Electrical and 
magnetic devices 

IEC 60050-221:1990, International Electrotechnical Vocabulary (IEV) – Part 221: Magnetic 
materials and components 

IEC 60404-5, Magnetic materials – Part 5: Permanent magnet (magnetically hard) materials – 
Methods of measurement of magnetic properties 
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IEC 60404-8-1, Magnetic materials – Part 8-1: Specifications for individual materials – 
Permanent magnet (magnetically hard) materials 

3 Terms, definitions and abbreviated terms 

3.1 Terms and definitions 

For the purposes of this document, the terms and definitions given in IEC 60050-121, 
IEC 60050-151, IEC 60050-221 and the following apply. 

ISO and IEC maintain terminology databases for use in standardization at the following 
addresses: 

• IEC Electropedia: available at https://www.electropedia.org/ 

• ISO Online browsing platform: available at https://www.iso.org/obp 

3.1.1  
demagnetization curve 
part of a hysteresis loop in which the magnetic polarization goes from the remanent magnetic 
polarization to zero when the applied magnetic field strength varies monotonically, as illustrated 
in Figure 1 

 

Key 

Js saturation magnetic polarization, in T 

Jr remanent magnetic polarization, in T 

HcJ coercivity relating to the magnetic polarization, in A/m 

Figure 1 – Demagnetization curve J(H) 

Note 1 to entry: A demagnetization curve can be drawn from near magnetic saturation. 

[SOURCE: IEC 60050-121:1998, 121-12-72, modified – "magnetic flux density" is replaced by 
"magnetic polarization" and Note 1 to entry and Figure 1 have been added.] 

3.1.2  
magnetic dipole moment 
m 
vector quantity given by the volume integral of the magnetic polarization 

[SOURCE: IEC 60050-221:1990, 221-01-07, modified – the symbol j is changed to m which is 
used industrially and the note has been removed.] 

Full document details: BS EN IEC 60404-18:2025

https://www.electropedia.org/
https://www.iso.org/obp
https://doi.org/10.3403/BSENIEC60404?&urlappend=%26utm_campaign=pdfdoi%26utm_source=pdfdoi%26utm_medium=pdf
https://doi.org/10.3403/00190096U?&urlappend=%26utm_campaign=pdfdoi%26utm_source=pdfdoi%26utm_medium=pdf
https://doi.org/10.3403/01170496U?&urlappend=%26utm_campaign=pdfdoi%26utm_source=pdfdoi%26utm_medium=pdf
https://doi.org/10.3403/01170496?&urlappend=%26utm_campaign=pdfdoi%26utm_source=pdfdoi%26utm_medium=pdf
https://doi.org/10.3403/00235823?&urlappend=%26utm_campaign=pdfdoi%26utm_source=pdfdoi%26utm_medium=pdf
http://www.avadocuments.com/doc/bs-en-iec-60404-18-2025
http://www.avadocuments.com/doc/bs-en-iec-60404-18-2025

