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European foreword 

The text of document 10/1215/FDIS, future edition 2 of IEC 62770, prepared by TC 10 "Fluids for 
electrotechnical applications" was submitted to the IEC-CENELEC parallel vote and approved by 
CENELEC as EN IEC 62770:2024. 

The following dates are fixed: 

• latest date by which the document has to be implemented at national
level by publication of an identical national standard or by endorsement

(dop) 2025-11-30 

• latest date by which the national standards conflicting with the
document have to be withdrawn

(dow) 2027-11-30 

This document supersedes EN 62770:2014 and all of its amendments and corrigenda (if any). 

Attention is drawn to the possibility that some of the elements of this document may be the subject of 
patent rights. CENELEC shall not be held responsible for identifying any or all such patent rights. 

Any feedback and questions on this document should be directed to the users’ national committee. A 
complete listing of these bodies can be found on the CENELEC website. 

Endorsement notice 

The text of the International Standard IEC 62770:2024 was approved by CENELEC as a European 
Standard without any modification. 

In the official version, for Bibliography, the following notes have to be added for the standard indicated: 

IEC 60076-14 NOTE Approved as EN 60076-14 

IEC 60296 NOTE Approved as EN IEC 60296 

IEC 60422 NOTE Approved as EN IEC 60422 

IEC 61039 NOTE Approved as EN 61039 

IEC 61099 NOTE Approved as EN 61099 

IEC 61868 NOTE Approved as EN 61868 

IEC 63012 NOTE Approved as EN IEC 63012 
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Annex ZA 
(normative) 

Normative references to international publications 
with their corresponding European publications 

The following documents are referred to in the text in such a way that some or all of their content 
constitutes requirements of this document. For dated references, only the edition cited applies. For 
undated references, the latest edition of the referenced document (including any amendments) 
applies. 

NOTE 1 Where an International Publication has been modified by common modifications, indicated by (mod), the 
relevant EN/HD applies. 

NOTE 2 Up-to-date information on the latest versions of the European Standards listed in this annex is available 
here: www.cencenelec.eu. 

Publication Year Title EN/HD Year 

IEC 60156 - Insulating liquids - Determination of the
breakdown voltage at power frequency -
Test method

EN IEC 60156 - 

IEC 60247 - Insulating liquids - Measurement of relative 
permittivity, dielectric dissipation factor (tan 
d) and d.c. resistivity

EN 60247 - 

IEC 60475 - Method of sampling insulating liquids EN IEC 60475 - 

IEC 60666 - Detection and determination of specified
additives in mineral insulating oils

EN 60666 - 

IEC 60814 - Insulating liquids - Oil-impregnated paper
and pressboard - Determination of water
by automatic coulometric Karl Fischer
titration

EN 60814 - 

IEC 61125 - Insulating liquids - Test methods for
oxidation stability - Test method for
evaluating the oxidation stability of
insulating liquids in the delivered state

EN IEC 61125 - 

IEC 61198 - Mineral insulating oils - Methods for the
determination of 2-furfural and related
compounds

EN 61198 - 

IEC 61619 - Insulating liquids - Contamination by
polychlorinated biphenyls (PCBs) - Method
of determination by capillary column gas
chromatography

EN 61619 - 

IEC 61620 - Insulating liquids - Determination of the
dielectric dissipation factor by
measurement of the conductance and
capacitance - Test method

EN 61620 - 

IEC 62021-3 - Insulating liquids - Determination of acidity
- Part 3: Test methods for non-mineral
insulating oils

EN 62021-3 -
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IEC 62535 - Insulating liquids - Test method for
detection of potentially corrosive sulphur in
used and unused insulating oil

EN 62535 - 

IEC 62697-1 - Test methods for quantitative
determination of corrosive sulfur
compounds in unused and used insulating
liquids - Part 1: Test method for
quantitative determination of
dibenzyldisulfide (DBDS)

EN 62697-1 - 

ISO 2049 - Petroleum products - Determination of
colour (ASTM scale)

- - 

ISO 2592 - Petroleum and related products -
Determination of flash and fire points -
Cleveland open cup method

EN ISO 2592 - 

ISO 3016 - Petroleum and related products from
natural or synthetic sources -
Determination of pour point

EN ISO 3016 - 

ISO 3104 - Petroleum products - Transparent and
opaque fluids - Determination of kinematic
viscosity and calculation of dynamic
viscosity

EN ISO 3104 - 

ISO 3675 - Crude petroleum and liquid petroleum
products - Laboratory determination of
density - Hydrometer method

EN ISO 3675 - 

ISO 12185 - Crude petroleum and petroleum products - 
Determination of density - Oscillating U-
tube method

EN ISO 12185 - 

ASTM D1500 - Standard Test Method for ASTM Color of
Petroleum Products (ASTM Colour Scale)

- - 

ASTM D7042 - Standard Test Method for Dynamic
Viscosity and Density of Liquids by
Stabinger Viscometer (and the Calculation
of Kinematic Viscosity)

- - 
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