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Committees responsible for this
British Standard

The preparation of this British Standard was entrusted to
Technical Committee TCI/25, Chemical properties, upon which the following
bodies were represented:

Association of Consulting Scientists
Association of Suppliers to the British Clothing Industry
British Apparel and Textile Confederation
British Clothing Industry Association

British Measurement and Testing Association
British Retail Consortium

Chemical Industries Association

Consumer Policy Committee of BSI

Fabric Care Research Association Ltd.

Home Laundering Consultative Council
International Wool Secretariat

Mail Order Traders’ Association

Ministry of Defence

National Wool Textile Export Corporation
SATRA Footwear Technology Centre

Soap and Detergent Industry Association
Society of Dyers and Colourists

Textile Finishers’ Association

Participation in the detailed technical work was undertaken by the Society of
Dyers and Colourists

This British Standard, having
been prepared under the
direction of the Sector Board for
Materials and Chemicals, was
published under the authority
of the Standards Board and
comes into effect on

15 September 1996
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Y Amendments issued since publication

Amd. No. Date Comments

15124 5 May 2004 |Row deleted in Table 1

The following BSI references Technical Corrigendum No.1

relate to the work on this
British Standard: 15191 20 May 2004 |Correction to EN shoulder heads
Committee reference TCI/25 Corrigendum No. 2

Draft announced in BSI News
November 1992
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National foreword

This British Standard has been prepared by Technical Committee TCI/25. It is
the English language version of EN ISO 105-E04:1996 Textiles — Tests for colour
fastness — Part E04: Colour fastness to perspiration, which is identical with
ISO 105-E04:1994, including Technical Corrigendum February 2002, published
by the International Organization for Standardization.

This British Standard supersedes the corresponding method in BS 1006:1990,
which is deleted by amendment.

Cross-references

The British Standards which implement international or European publications
referred to in this document may be found in the BSI Catalogue under the section
entitled “International Standards Correspondence Index”, or by using the

“Search” facility of the BSI Electronic Catalogue or of British Standards Online.

This publication does not purport to include all the necessary provisions of a
contract. Users are responsible for its correct application.

Compliance with a British Standard does not of itself confer immunity
from legal obligations.

Summary of pages

This document comprises a front cover, an inside front cover, pages i and 1ii,
the EN ISO title page, the EN ISO foreword page, pages 1 to 4, an inside back
cover and a back cover.

The BSI copyright notice displayed in this document indicates when the
document was last issued. Docu ments
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