BRITISH STANDARD BS EN ISO
105-Z02:1996

Textiles —
Tests for colour
fastness —

Part Z02: Colour fastness to metals in
the dyebath — Iron and copper

The European Standard EN ISO 105-Z02:1995 has the status of a
British Standard
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Committees responsible for this
British Standard

The preparation of this British Standard was entrusted to Technical
Committee TCI/25, Chemical properties, upon which the following bodies were
represented:

Association of Consulting Scientists
Association of Suppliers to the British Clothing Industry
British Apparel and Textile Confederation
British Clothing Industry Association

British Measurement and Testing Association
British Retail Consortium

Chemical Industries Association

Consumer Policy Committee of BSI

Fabric Care Research Association Ltd.

Home Laundering Consultative Council
International Wool Secretariat

Mail Order Traders’ Association

Ministry of Defence

National Wool Textile Export Corporation
SATRA Footwear Technology Centre

Soap and Detergent Industry Association
Society of Dyers and Colourists

Textile Finishers’ Association

Participation in the detailed technical work was undertaken by the Society of
Dyers and Colourists.

This British Standard, having
been prepared under the
direction of the Sector Board
for Materials and Chemicals,
was published under the
authority of the Standards
Board and comes

into effect on

15 February 1996 Amendments issued since publication
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The following BSI references
relate to the work on this
standard:
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Draft announced in BSI News
February 1995

ISBN 0 580 23976 4 . .. Documents

Document Sharing Hub

Full document details: BS EN ISO 105-Z202:1996


http://www.avadocuments.com/doc/bs-en-iso-105-z02-1996
http://www.avadocuments.com/doc/bs-en-iso-105-z02-1996

BS EN ISO 105-Z02:1996

Contents

Page
Committees responsible Inside front cover
National foreword 1

Foreword

Scope

Normative references
Principle

Apparatus and reagents
Test specimens
Procedure

Test report

N O Ot b~ W N
W W W w w w whN

Annex ZA (normative) References to international publications
with their relevant European publications 4

List of references Inside back cover

Documents

Document Sharing H%Ib

© BSI 10-1999

Full document details: BS EN ISO 105-Z202:1996


http://www.avadocuments.com/doc/bs-en-iso-105-z02-1996
http://www.avadocuments.com/doc/bs-en-iso-105-z02-1996

