BRITISH STANDARD BS EN ISO
10545-3:1997

Ceramic tiles —

Part 3: Determination of water
absorption, apparent porosity,
apparent relative density and bulk
density

The European Standard EN ISO 10545-3:1997 has the status of a
British Standard
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Committees responsible for this
British Standard

The preparation of this British Standard was entrusted to Technical
Committee B/539, Ceramic tiles and other rigid tiling, upon which the
following bodies were represented:

Association of Building Engineers

British Adhesives and Sealants Association
British Ceramic Research Ltd.

British Ceramic Tile Council

Building Research Establishment

Chartered Institute of Building

Concrete Society

Construction Confederation

Consumer Policy Committee of BSI

Contract Flooring Association

Federation of Master Builders

Federation of Resin Formulators and Applicators
Health and Safety Executive

Institute of Clerks of Works of Great Britain
London Underground Ltd.

Mortar Producers’ Association

National Federation of Clay Industries

National Federation of Terrazzo, Marble and Mosaic Specialists
National Master Tile Fixers’ Association
National Tile, Faience and Mosaic Fixers’ Society
Natural Slate Quarries Association

Royal Institute of British Architects

Stone Federation
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Table 1 — Tile mass and accuracy of measurement
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