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National foreword

This British Standard is the UK implementation of 
EN ISO 10548:2003. It is identical with ISO 10548:2002 incorporating 
corrigendum October 2008. It supersedes BS EN ISO 10548:1996 
which is withdrawn.

The UK participation in its preparation was entrusted to Technical 
Committee PRI/42, Fibre reinforced thermosetting plastic and prepegs.

A list of organizations represented on this committee can be obtained 
on request to its secretary.

This publication does not purport to include all the necessary 
provisions of a contract. Users are responsible for its correct 
application.

Compliance with a British Standard cannot confer immunity 
from legal obligations.

BS EN ISO 10548:2003

This British Standard was 
published under the authority 
of the Standards Policy and 
Strategy Committee on
9 July 2003

© BSI 2009

ISBN 978 0 580 67849 3

Amendments/corrigenda issued since publication

Date Comments 

31 October 2009 Implementation of ISO corrigendum October 2008. 
Text deleted in clauses 2 and 5
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Carbon fibre - Determination of size content (ISO 10548:2002)

Fibres de carbone - Détermination du taux d'ensimage
(ISO 10548:2002)

Kohlenstofffasern - Bestimmung des
Präparationsmassenanteils (ISO 10548:2002)

This European Standard was approved by CEN on 5 June 2003.

CEN members are bound to comply with the CEN/CENELEC Internal Regulations which stipulate the conditions for giving this European
Standard the status of a national standard without any alteration. Up-to-date lists and bibliographical references concerning such national
standards may be obtained on application to the Management Centre or to any CEN member.

This European Standard exists in three official versions (English, French, German). A version in any other language made by translation
under the responsibility of a CEN member into its own language and notified to the Management Centre has the same status as the official
versions.

CEN members are the national standards bodies of Austria, Belgium, Czech Republic, Denmark, Finland, France, Germany, Greece,
Hungary, Iceland, Ireland, Italy, Luxembourg, Malta, Netherlands, Norway, Portugal, Slovakia, Spain, Sweden, Switzerland and United
Kingdom.
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Foreword

The text of ISO 10548:2002 has been prepared by Technical Committee ISO/TC 61 "Plastics” of
the International Organization for Standardization (ISO) and has been taken over as EN ISO
10548:2003 by Technical Committee CEN/TC 249 "Plastics", the secretariat of which is held by
IBN.

This European Standard shall be given the status of a national standard, either by publication of
an identical text or by endorsement, at the latest by January 2004, and conflicting national
standards shall be withdrawn at the latest by January 2004.

This document supersedes EN ISO 10548:1996.

According to the CEN/CENELEC Internal Regulations, the national standards organizations of
the following countries are bound to implement this European Standard: Austria, Belgium, Czech
Republic, Denmark, Finland, France, Germany, Greece, Hungary, Iceland, Ireland, Italy,
Luxembourg, Malta, Netherlands, Norway, Portugal, Slovakia, Spain, Sweden, Switzerland and
the United Kingdom.

Endorsement notice

The text of ISO 10548:2002 has been approved by CEN as EN ISO 10548:2003 without any
modifications.

NOTE  Normative references to International Standards are listed in annex ZA (normative).
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10548

Second edition
2002-07-15

Reference number
ISO 10548:2002(E)
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ii

FDP dicslaimre

This FDP fam elitnoc yt deddebme niayfep.seca In roccatiw ecnadA hycilop gnisnecil s'ebod, thf sim eliarp eb ytnieiv ro dewb detu sllah ton eb
tidesselnu de tt ehyfepseca hwich rae meil era deddebct desnetsni dna olat no delmoc ehtupre epfrromign tide ehti.gn In odaolnwding htis life,
rapticca setpe trehiet neh serilibisnopty fo ton fniris'ebodA gnign ilop gnisnecilcy. TI ehSO tneCrceS larteraita catpecon s illibayti in ihts aera.

ebodA si t armedarak fo dAS ebotsysme Inroctarop.de

teDailfo s tfos ehtware prtcudos t desuo crtaet ehFDP si ff eb nac elit ni dnuoG ehlarene Info talerive to tf eh;eli teh PDF-rctaeirap nomateers
weer tpof dezimior rptnii.gn vErec yaeeb sah ert nakt neo rusnet etah tf ehi elis tiusbaf elob esu ry ISO merebm seidob. In the kilnuley evtne
ttah a borpmel talerign to ti f si,dnuo saelpfni erom teh tneCS larterceratai ta thserdda es igvne olebw.
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