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Foreword 

The text of ISO 11844-1:2006 has been prepared by Technical Committee ISO/TC 156 “Corrosion of metals 
and alloys” of the International Organization for Standardization (ISO) and has been taken over as EN ISO 
11844-1:2008 by Technical Committee CEN/TC 262 “Metallic and other inorganic coatings” the secretariat of 
which is held by BSI. 

This European Standard shall be given the status of a national standard, either by publication of an identical 
text or by endorsement, at the latest by October 2008, and conflicting national standards shall be withdrawn at 
the latest by October 2008. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of patent 
rights. CEN [and/or CENELEC] shall not be held responsible for identifying any or all such patent rights. 

According to the CEN/CENELEC Internal Regulations, the national standards organizations of the following 
countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, Cyprus, Czech 
Republic, Denmark, Estonia, Finland, France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Latvia, 
Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, Romania, Slovakia, Slovenia, Spain, 
Sweden, Switzerland and the United Kingdom. 

Endorsement notice 

The text of ISO 11844-1:2006 has been approved by CEN as a EN ISO 11844-1:2008 without any 
modification. 
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Introduction 

Metals, alloys and metallic coatings are subject to atmospheric corrosion under the impact of air humidity, 
especially when gaseous and solid substances of atmospheric pollution co-impact. Corrosivity data are of 
fundamental importance for derivation of suitable corrosion protection, or for evaluation of serviceability of 
metal elements of a product. 

ISO 9223 classifies the atmospheric environment into 5 corrosivity categories. 

Low-corrosivity indoor atmospheres are indoor atmospheres with C 1 (very low) or C 2 (low) corrosivity 
categories according to ISO 9223. 

The classification in ISO 9223 is too broad for some purposes in low-corrosivity indoor atmospheres, e.g. 
places where electronic devices, sophisticated technical products, or works of art and historical objects are 
stored. 

For such purposes, it is necessary to subdivide the corrosivity categories C 1 (very low) and C 2 (low) into 
indoor corrosivity categories in this part of ISO 11844. 

The evaluation of low-corrosivity indoor atmospheres can be accomplished by direct determination of 
corrosion attack of selected metals (see ISO 11844-2) or by measurement of environmental parameters (see 
ISO 11844-3) which may cause corrosion on metals and alloys. 

This part of ISO 11844 describes general procedures for derivation and estimation of indoor corrosivity 
categories. 

A general approach to classification of corrosivity in indoor atmospheres is given in the scheme shown in 
Figure 1. 
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Figure 1 — Scheme for classification of low corrosivity in indoor atmospheres 

 

BS EN ISO 11844-1:2008

Full document details: BS EN ISO 11844-1:2008

http://www.avadocuments.com/doc/bs-en-iso-11844-1-2008
http://www.avadocuments.com/doc/bs-en-iso-11844-1-2008

