
 BRITISH STANDARD BS EN ISO
12086-2:2001
Incorporating 
Amendment No. 1 to 
BS ISO 12086-2:1995 
(renumbers the BS ISO 
as BS EN ISO 
12086-2:2001)

Implementation of
ISO 12086-2:1995

Plastics — 
Fluoropolymer 
dispersions and 
moulding and extrusion 
materials —

Part 2: Preparation of test specimens 
and determination of properties

The European Standard EN ISO 12086-2:1999 has the status of a 
British Standard

ICS 83.080.20

NO COPYING WITHOUT BSI PERMISSION EXCEPT AS PERMITTED BY COPYRIGHT LAW

Full document details: BS EN ISO 12086-2:2001

http://www.avadocuments.com/doc/bs-en-iso-12086-2-2001
http://www.avadocuments.com/doc/bs-en-iso-12086-2-2001


BS EN ISO 12086-2:2001

This British Standard, having 
been prepared under the 
direction of the Sector 
Committee for Materials and 
Chemicals, was published under 
the authority of the Standards 
Committee and comes into effect 
on 15 April 1996

© BSI 03-2001

The following BSI references 
relate to the work on this 
standard:
Committee reference PRI/82
Draft for comment 93/304294 DC

ISBN 0 580 25646 4

Committees responsible for this 
British Standard

The preparation of this British Standard was entrusted to Technical 
Committee PRI/82 Thermoplastic materials, upon which the following bodies 
were represented:

British Fluoropolymer Processors Group
British Plastics Federation

Amendments issued since publication

Amd. No. Date Comments

10637 March 
2001

Implementation of the European Standard.

Full document details: BS EN ISO 12086-2:2001

http://www.avadocuments.com/doc/bs-en-iso-12086-2-2001
http://www.avadocuments.com/doc/bs-en-iso-12086-2-2001


BS EN ISO 12086-2:2001

© BSI 03-2001 i

Contents

Page
Committees responsible Inside front cover
National foreword ii

Foreword iv
Text of ISO 12086-2 1

Full document details: BS EN ISO 12086-2:2001

http://www.avadocuments.com/doc/bs-en-iso-12086-2-2001
http://www.avadocuments.com/doc/bs-en-iso-12086-2-2001


BS EN ISO 12086-2:2001

ii © BSI 03-2001

National foreword

This British Standard is the official English language version of 
EN ISO 12086-2:1999. It is identical with ISO 12086-2:1995.

The UK participation in its preparation was entrusted to Technical Committee 
PRI/82, Thermoplastic materials, which has the responsibility to:.

A list of organizations represented on this committee can be obtained on request 
to its secretary.

Cross-references

Attention is drawn to the fact that CEN and CENELEC Standards normally 
include an annex which lists normative references to international publications 
with their corresponding European publications. The British Standards which 
implement these international or European publications may be found in the BSI 
Standards Catalogue under the section entitled “International Standards 
Correspondence Index”, or by using the “Find” facility of the BSI Standards 
Electronic Catalogue.

A British Standard does not purport to include all the necessary provisions of a 
contract. Users of British Standards are responsible for their correct application.

Compliance with a British Standard does not of itself confer immunity 
from legal obligations.

— aid enquirers to understand the text;
— present to the responsible international/European committee any 

enquiries on the interpretation, or proposals for change, and keep UK 
interests informed;

— monitor related international and European developments and 
promulgate them in the UK.

Summary of pages

This document comprises a front cover, an inside front cover, pages i and ii, the 
EN ISO title page, the EN ISO foreword page, the ISO title page, pages ii to iv, 
pages 1 to 44, an inside back cover and a back cover.

The BSI copyright notice displayed in this document indicates when the 
document was last issued.
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Foreword

The text of the International Standard from 
Technical Committee ISO/TC 61, Plastics, of the 
International Organization for Standardization 
(ISO) has been taken over as a European Standard 
by Technical Committee CEN/TC 249, Plastics, the 
Secretariat of which is held by IBN.

This European Standard shall be given the status of 
a national standard, either by publication of an 
identical text or by endorsement, at the latest by 
November 1999, and conflicting national standards 
shall be withdrawn at the latest by November 1999.

According to the CEN/CENELEC Internal 
Regulations, the national standards organizations 
of the following countries are bound to implement 
this European Standard: Austria, Belgium, Czech 
Republic, Denmark, Finland, France, Germany, 
Greece, Iceland, Ireland, Italy, Luxembourg, 
Netherlands, Norway, Portugal, Spain, Sweden and 
the United Kingdom.

NOTE FROM CEN/CS: The foreword is 
susceptible to be amended on reception of the 
German language version. The confirmed or 
amended foreword, and when appropriate, the 
normative Annex ZA for the references to 
international publications with their relevant 
European publications will be circulated with the 
German version.
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Foreword

ISO (the International Organization for Standardization) is a worldwide 
federation of national standards bodies (ISO member bodies). The work of 
preparing International Standards is normally carried out through ISO technical 
committees. Each member body interested in a subject for which a technical 
committee has been established has the right to be represented on that committee. 
International organizations, governmental and non-governmental, in liaison with 
ISO, also take part in the work. ISO collaborates closely with the International 
Electrotechnical Commission (IEC) on all matters of electrotechnical 
standardization.

Draft International Standards adopted by the technical committees are circulated 
to the member bodies for voting. Publication as an International Standard requires 
approval by at least 75 % of the member bodies casting a vote.

International Standard ISO 12086-2 was prepared by Technical Committee
ISO/TC 61, Plastics, Subcommittee SC 9, Thermoplastic materials.

ISO 12086 consists of the following parts, under the general title Plastics — 
Fluoropolymer dispersions and moulding and extrusion materials:

— Part 1: Designation system and basis for specifications;
— Part 2: Preparation of test specimens and determination of properties.

Annex A, Annex B and Annex C of this part of ISO 12086 are for information only.

Full document details: BS EN ISO 12086-2:2001

http://www.avadocuments.com/doc/bs-en-iso-12086-2-2001
http://www.avadocuments.com/doc/bs-en-iso-12086-2-2001


EN ISO 12086-2:1999

© BSI 03-2001 1

WARNING — This part of ISO 12086 may involve hazardous materials, operations and
equipment. It does not purport to address all of the safety problems associated with its use. It
is the responsibility of the user of this part of ISO 12086 to establish appropriate safety and
health practices and determine the applicability of regulatory limitations prior to use. The
warnings in subclauses 8.6.1.1, 9.7 and 10.6.1.3 point out specific hazards.

1 Scope

1.1 This part of ISO 12086 describes the preparation of test specimens and provides test methods to define 
characteristics of thermoplastic fluoropolymer resins. Results from the testing may be used as the basis for 
designation, material specifications, or both. This part of ISO 12086 describes the conditions of test for 
determining both designatory and other properties of the homopolymers and various copolymers of 
fluoromonomers, as dispersions or powders for moulding, extrusion, and other uses. The test procedures 
included are appropriate for, but are not restricted to, the fluoropolymers listed in clause 4 and for which 
designatory properties are specified in ISO 12086-1.

1.2 The properties of semi-finished and finished products made from fluoropolymer resins depend on the 
material used, the shape of the product, the physical and morphological state of the material resulting from 
the processing operations, and on the test conditions. Therefore, to obtain reproducible test results, the 
defined methods of preparation of test specimens and defined test conditions given in this part of ISO 12086 
must be applied.

1.3 Agreements between vendor and purchaser should preferably be based on properties measured using 
the specimens and test conditions described in this part of ISO 12086.

2 Normative references

The following standards contain provisions which, through reference in this text, constitute provisions of 
this part of ISO 12086. At the time of publication, the editions indicated were valid. All standards are 
subject to revision, and parties to agreements based on this part of ISO 12086 are encouraged to investigate 
the possibility of applying the most recent editions of the standards indicated below. Members of IEC and 
ISO maintain registers of currently valid International Standards.

ISO 75-2:1993, Plastics — Determination of temperature of deflection under load — Part 2: Plastics and 
ebonite.

ISO 178:1993, Plastics — Determination of flexural properties.

ISO 179:1993, Plastics — Determination of Charpy impact strength.

ISO 180:1993, Plastics — Determination of Izod impact strength.

ISO 291:1977, Plastics — Standard atmospheres for conditioning and testing.

ISO 293:1986, Plastics — Compression moulding test specimens of thermoplastic materials.

ISO 472:1988, Plastics — Vocabulary.

ISO 527-1:1993, Plastics — Determination of tensile properties — Part 1: General principles.

ISO 527-2:1993, Plastics — Determination of tensile properties — Part 2: Test conditions for moulding and 
extrusion plastics.

ISO 527-3:1995, Plastics — Determination of tensile properties — Part 3: Test conditions for films and 
sheets.

ISO 565:1990, Test sieves — Metal wire cloth, perforated metal plate and electroformed sheet — Nominal 
sizes of openings.

ISO 842:1984, Raw materials for paints and varnishes — Sampling.

ISO 1043-1:1987, Plastics — Symbols — Part 1: Basic polymers and their special characteristics.

ISO 1043-2:1988, Plastics — Symbols — Part 2: Fillers and reinforcing materials.

ISO 1133:1991, Plastics — Determination of the melt mass-flow rate (MFR) and the melt volume-flow rate 
(MVR) of thermoplastics.

ISO 1148:1980, Plastics — Aqueous dispersions of polymers and copolymers — Determination of pH.

ISO 1183:1987, Plastics — Methods for determining the density and relative density of non-cellular plastics.
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ISO 4589:1984, Plastics — Determination of flammability by oxygen index.

ISO 8962:1987, Plastics — Polymer dispersions — Determination of density.

ISO 12000:—, Plastics/rubber — Polymer dispersions and rubber latices (natural and synthetic) — 
Definitions and review of test methods.1)

ISO 12086-1:1995, Plastics — Fluoropolymer dispersions and moulding and extrusion materials — 
Part 1: Designation system and basis for specifications.

IEC 93:1980, Methods of test for volume resistivity and surface resistivity of solid electrical insulating 
materials.

IEC 243-1:1988, Methods of test for electric strength of solid insulating materials — Part 1: Tests at power 
frequencies.

IEC 250:1969, Recommended methods for the determination of the permittivity and dielectric dissipation 
factor of electrical insulating materials at power, audio and radio frequencies including metre wavelengths.

ASTM D 746-79(1987), Test method for brittleness temperature of plastics and elastomers by impact.

ASTM D 1430-91a, Specification for polychlorotrifluoroethylene (PCTFE) plastics.

ASTM D 1457-91a, Specification for PTFE molding and extrusion materials.

ASTM D 1894-93, Test method for static and kinetic coefficients of friction of plastic film and sheeting.

ASTM D 3418-83(1988), Test method for transition temperatures of polymers by thermal analysis.

ASTM D 4052-91, Test method for density and relative density of liquids by digital density meter.

ASTM D 4591-93a, Test method for determining temperatures and heats of transitions of fluoropolymers by 
differential scanning calorimetry.

ASTM D 4894-91a, Specification for polytetrafluoroethylene (PTFE) granular molding and ram extrusion 
materials.

ASTM D 4895-91a, Specification for polytetrafluoroethylene (PTFE) resins produced from dispersion.

BS 3406-5:1983, Methods for determination of particle size distribution — Part 5: Recommendations for 
electrical sensing zone method (the Coulter principle).

BS 4641:1986, Method for specifying electroplated coatings of chromium for engineering purposes.

1) To be published.
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3 Definitions

3.1 The terminology given in ISO 472 is applicable to this part of ISO 12086, except for terms defined
in 3.2. The terms listed in 3.1.1 to 3.1.3 are repeated from ISO 472 to be sure there is no misunderstanding.

3.1.1  
dispersion
a heterogeneous system in which a finely divided material is distributed in another material

3.1.2  
fluoroplastic
a plastic based on polymers made with monomers containing one or more atoms of fluorine, or copolymers 
of such monomers with other monomers, the fluoromonomer(s) being in the greatest amount by mass

3.1.3  
latex
a colloidal aqueous dispersion of a polymeric material

3.2 For the purposes of this part of ISO 12086, the following additional definitions apply.

3.2.1  
amorphous
noncrystalline, or devoid of regular structure

3.2.2  
bulk density
the mass (in grams) per litre of material, measured under the conditions of the test

3.2.3  
copolymer
a polymer formed from two or more types of monomer

3.2.4  
emulsion polymer (as it applies to fluoropolymer materials)
material isolated from its polymerization medium as a colloidal aqueous dispersion of the polymer solids
NOTE 1 This definition, used in the fluoropolymer industry, is similar to that for “latex” in ISO 472 and is quite different from the 
definition for “emulsion” in ISO 472.

3.2.5  
fluorocarbon plastic
a plastic based on polymers made from perfluoromonomers only

3.2.6  
fluoropolymer
synonymous with fluoroplastic (see 3.1.2)

3.2.7  
melt-processible
capable of being processed by, for example, injection moulding, screw extrusion, and other operations 
typically used with thermoplastics

3.2.8  
preforming
compacting powdered PTFE material under pressure in a mould to produce a solid object, called a preform, 
that is capable of being handled
NOTE 2 With PTFE, “moulding” and “compaction” are terms used interchangeably with “preforming”.

3.2.9  
sintering (as it applies to PTFE)
a thermal treatment during which the material is melted and recrystallized by cooling, with coalescence 
occurring during the treatment
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3.2.10  
standard specific gravity (SSG)
the specific gravity of a specimen of PTFE material preformed, sintered, and cooled through the 
crystallization point at a rate of 1 �C per minute in accordance with the appropriate sintering schedule as 
described in this part of ISO 12086
NOTE 3 The SSG of unmodified PTFE is inversely related to its molecular mass.

3.2.11  
suspension polymer
a polymer isolated from its liquid polymerization medium as a solid having a particle size well above 
colloidal dimensions

3.2.12  
zero-strength time (ZST)
a measure of the relative molecular mass of PCTFE

4 Symbols and abbreviations

4.1 The abbreviated terms given in ISO 1043-1 and ISO 1043-2 are applicable to this part of ISO 12086.

4.2 This part of ISO 12086 is particularly concerned with, but is not limited to, test methods for the 
materials listed below: 

4.3 For the purposes of this part of ISO 12086, the following abbreviated terms apply in addition to those 
given in 3.2 and 4.2. 

PTFE polytetrafluoroethylene
PFA perfluoro(alkoxy alkane)
FEP perfluoro(ethylene-propene) copolymer
EFEP ethylene-tetrafluoroethylene-hexafluoropropene copolymer
TFE/PDD tetrafluoroethylene-perfluoro(dioxole) copolymer
VDF/HFP vinylidene fluoride-hexafluoropropene copolymer
VDF/TFE vinylidene fluoride-tetrafluoroethylene copolymer
VDF/TFE/HFP vinylidene fluoride-tetrafluoroethylene-hexafluoropropene copolymer
ETFE ethylene-tetrafluoroethylene copolymer
PVDF poly(vinylidene fluoride)
VDF/CTFE vinylidene fluoride-chlorotrifluoroethylene copolymer
PCTFE polychlorotrifluoroethylene
PVF poly(vinyl fluoride)
ECTFE ethylene-chlorotrifluoroethylene copolymer

AF amorphous fluoropolymer
ESG extended specific gravity (see 10.6)
MFR melt mass-flow rate (see 11.2)
MVR melt volume-flow rate (see 11.2)
SSG standard specific gravity (see 10.6)
SVI stretching-void index (see 10.7)
TII thermal-instability index (see 10.6)
ZST zero-strength time (see 12.3)
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5 Sampling

The materials should preferably be sampled in accordance with ISO 842. Adequate statistical sampling 
shall be considered an acceptable alternative. Special considerations are included in the pertinent clause.

6 Preparation of test specimens

Where applicable, ISO standards shall be followed for the preparation of test specimens. In some instances, 
special procedures are required that are described either in the general discussion or in the method.

7 Conditioning and test conditions

7.1 For tests of specific gravity, tensile properties, and electrical properties, condition the moulded test 
specimens in atmosphere 23 of ISO 291 for a period of at least 4 h prior to testing. The other tests require 
no conditioning.
NOTE 4 For PVDF, some producers recommend waiting one week after moulding before testing in order to minimize the effects of 
post crystallization.

7.2 Conduct tests at a laboratory temperature of 23 �C � 2 �C for determining specific gravity, tensile 
properties, and electrical properties only. (See note 5 for comments related to PTFE.) Since the 
fluoropolymer resins do not absorb water, the maintenance of constant humidity during testing is not 
necessary. Conduct tests for melt flow rate and melting-peak temperature under ordinary laboratory 
conditions.
NOTE 5 A minimum temperature of 22 �C should preferably be maintained with PTFE due to its first-order transition just 
below 22 �C that affects properties determined at slightly lower temperatures. This effect of temperature is especially important 
during the determination of density/specific gravity.

8 General testing of fluoropolymers
Properties required for designation or specification, or both, shall be determined in accordance with the 
international or national standards listed in clause 2 or the procedures given in this part of ISO 12086. 
Tables of values of the designatory properties and corresponding codes are included in ISO 12086-1. Tables 
of values and codes are also included in this part of ISO 12086 for many of the other properties that are 
needed to supplement the designatory properties for specification and other purposes.

8.1 Electrical properties

8.1.1 Dielectric constant and dissipation factor

Determine these properties on three specimens, each 100 mm in diameter, in accordance with IEC 250. 
Typical frequencies used for testing are 100 Hz, 1 kHz, 1 MHz and 100 MHz. For some applications, it is 
important to know the values at subambient and elevated temperatures. Codes for test frequencies and 
values of the properties are given in Table 1 and Table 2.
NOTE 6 Electrical properties, like many other properties, vary with temperature.

Table 1 — Codes for test frequencies

Code Test frequency

2
3
6
8

100 Hz
1 kHz
1 MHz
100 MHz
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Table 2 — Codes and ranges for dielectric constant and dissipation factor

8.1.2 Dielectric strength (electric strength)

Determine this property in accordance with the procedures of IEC 243-1. Codes for values of the property 
are given in Table 3.
NOTE 7 Dielectric strength, which is expressed in kilovolts per millimetre, varies with the thickness of the test specimen.

Code Dielectric constant Code Dissipation factor

A
B
C
D
E
F
G
H
I
J
K
L
M
N
O
P
Q
S
T
U
V
W
X
Y
Z

< 1,6
1,6 to < 1,8
1,8 to < 2,0
2,0 to < 2,2
2,2 to < 2,4
2,4 to < 2,6
2,6 to < 2,8
2,8 to < 3,0
3,0 to < 3,2
3,2 to < 3,4
3,4 to < 3,6
3,6 to < 4,0
4,0 to < 4,5
4,5 to < 5,0
5,0 to < 5,5
5,5 to < 6,0
6,0 to < 6,5
6,5 to < 7,0
7,0 to < 8,0
8,0 to < 9,0
9,0 to < 10,0

10,0 to < 11,0
11,0 to < 12,0
12,0 to < 14,0

� 14,0

A
B
C
D
E
F
G
H
I
J
K
L
M
N
O
P
R
S
T
U
V
W
X
Y

< 0,000 1
0,000 1 to < 0,000 2
0,000 2 to < 0,000 4
0,000 4 to < 0,000 6
0,000 6 to < 0,000 8
0,000 8 to < 0,001 0
0,001 0 to < 0,001 2
0,001 2 to < 0,001 4
0,001 4 to < 0,001 6
0,001 6 to < 0,001 8
0,001 8 to < 0,002 0
0,002 0 to < 0,002 2
0,002 2 to < 0,002 4
0,002 4 to < 0,002 6
0,002 6 to < 0,002 8
0,002 8 to < 0,003 0
0,003 0 to < 0,003 5
0,003 5 to < 0,004 0
0,004 0 to < 0,006 0
0,006 0 to < 0,008 0
0,008 0 to < 0,010

0,010 to < 0,030
0,030 to < 0,10

� 0,1
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Table 3 — Codes and ranges for dielectric strength

8.1.3 Surface resistivity

Determine this property in accordance with IEC 93. Codes and ranges are listed in Table 4. 

Table 4 — Codes and ranges for surface resistivity

8.2 Mechanical properties

8.2.1 Impact properties

Determine impact properties using the procedures of ISO 180 for Izod impact strength and ISO 179 for 
Charpy impact strength. Codes and ranges are given in Table 5. The test used, the size of the test specimen, 
and the type of notch shall be reported in addition to the code for impact strength. 

Table 5 — Codes and ranges for impact properties

Code Dielectric strength (kV/mm)

A
B
C
D
E
F
G
H
I
J
K
L
M
N
O
P
Q
R
S
T
U

< 5
5 to < 10

10 to < 15
15 to < 20
20 to < 25
25 to < 30
30 to < 35
35 to < 40
40 to < 45
45 to < 50
50 to < 55
55 to < 60
60 to < 65
65 to < 70
70 to < 75
75 to < 80
80 to < 85
85 to < 90
90 to < 95
95 to < 100

�100

Code Surface resistivity (�)

A
B
C

< 103

103 to 1012

> 1012

Code Impact strength (J/m)

A
B
C
D
E
F
G
H
I
J
K
L
M

< 100
120 to < 140
140 to < 160
160 to < 180
180 to < 200
200 to < 300
300 to < 400
400 to < 500
500 to < 600
600 to < 700
700 to < 800
800 to < 900

� 900

Full document details: BS EN ISO 12086-2:2001

http://www.avadocuments.com/doc/bs-en-iso-12086-2-2001
http://www.avadocuments.com/doc/bs-en-iso-12086-2-2001

