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ii  BSI 1996

BS EN ISO 12236 : 1996

National foreword

This British Standard has been prepared by Technical Committee TCI/35 and is the
English language version of EN ISO 12236 : 1996 Geotextiles and geotextile-related
products Ð Static puncture test (CBR-test), published by the European Committee for
Standardization (CEN) and is identical with ISO 12236 : 1996 published by the
International Organization for Standardization (ISO).

EN ISO 12236 was prepared as a result of international dicussions in which the UK
took an active part.

This British Standard supersedes BS 6906 : Part 4 : 1989 which is withdrawn.

Cross-references

Publication referred to Corresponding British Standard

EN 963 : 1995 BS EN 963 : 1995 Geotextiles and geotextile-related products.
Sampling and preparation of test specimens

EN 30320 : 1992 BS EN 30320 : 1993 Geotextiles. Identification on site
ISO 3696 : 1987 BS EN ISO 3696 : 1995 Water for analytical laboratory use.

Specification and test methods
ISO 7500-1 : 1986 BS 1610 Materials testing machines and force verification

equipment
Part 1 : 1992 Specification for the grading of the forces
applied by materials testing machines when used in the
compression mode

Compliance with a British Standard does not of itself confer immunity
from legal obligations.
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bound to comply with the CEN/CENELEC Internal Regulations which stipulate the
conditions for giving this European Standard the status of a national standard
without any alteration.
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