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National foreword

This British Standard is the UK implementation of EN ISO 12947-1:1998. It is 
identical with ISO 12947-1:1998, incorporating corrigendum November 2002. 
The four parts of BS EN ISO 12947 supersede BS 5690:1991 which is 
withdrawn.
The start and finish of text introduced or altered by corrigendum is indicated 
in the text by tags. Text altered by ISO corrigendum November 2002 is 
indicated in the text by ˆ‰.
The UK participation in its preparation was entrusted to Technical Committee 
TCI/24, Physical testing of textiles.
A list of organizations represented on this committee can be obtained on 
request to its secretary.
This publication does not purport to include all the necessary provisions of a 
contract. Users are responsible for its correct application.
Compliance with a British Standard cannot confer immunity from 
legal obligations.
Amendments/corrigenda issued since publication

Date Comments

30 June 2008 Implementation of ISO corrigendum November 2002 
and alignment of BSI and CEN publication dates
47-1:1998
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This European Standard was approved by CEN on 15 December 1998.
CEN members are bound to comply with the CEN/CENELEC Internal
Regulations which stipulate the conditions for giving this European Standard
the status of a national standard without any alteration. Up-to-date lists and
bibliographical references concerning such national standards may be obtained
on application to the Central Secretariat or to any CEN member.
This European Standard exists in three official versions (English, French,
German). A version in any other language made by translation under the
responsibility of a CEN member into its own language and notified to the
Central Secretariat has the same status as the official versions.
CEN members are the national standards bodies of Austria, Belgium,
Czech Republic, Denmark, Finland, France, Germany, Greece, Iceland,
Ireland, Italy, Luxembourg, Netherlands, Norway, Portugal, Spain, Sweden,
Switzerland and United Kingdom.
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Foreword

The text of the International Standard
ISO 12947-1:1998 has been prepared by Technical 
Committee ISO/TC 38 “Textiles” in collaboration 
with Technical Committee CEN/TC 248 “Textiles 
and textile products”, the secretariat of which is 
held by BSI.
This European Standard shall be given the status of 
a national standard, either by publication of an 
identical text or by endorsement, at the latest by 
June 1999, and conflicting national standards shall 
be withdrawn at the latest by June 1999.
According to the CEN/CENELEC Internal 
Regulations, the national standards organizations 
of the following countries are bound to implement 
this European Standard: Austria, Belgium, 
Czech Republic, Denmark, Finland, France, 
Germany, Greece, Iceland, Ireland, Italy, 
Luxembourg, Netherlands, Norway, Portugal, 
Spain, Sweden, Switzerland and the 
United Kingdom.

Endorsement notice

The text of the International Standard
ISO 12947-1:1998 was approved by CEN as a 
European Standard without any modification.
NOTE Normative references to International Standards are 
listed in Annex ZA (normative).

BS EN ISO 12947-1:1998

© BSI 2008

Full document details: BS EN ISO 12947-1:1998

http://www.avadocuments.com/doc/bs-en-iso-12947-1-1998
http://www.avadocuments.com/doc/bs-en-iso-12947-1-1998


Contents

Page
Introduction 1
1 Scope 1
2 Normative references 1
3 Definitions 1
4 Principle 2
5 Apparatus 2
6 Auxiliary materials 4
7 Assembly and maintenance of the apparatus 5
Annex A (normative) Method for checking the Lissajous figure 9
Annex B (normative) Method for measuring the indentation
hardness of foam 10
Annex ZA (normative) Normative references to international 
publications with their relevant European publications Inside back cover
Bibliography 10
Figure 1 — Abrading table 3
Figure 2 — Clamping ring 3
Figure 3 — Specimen holder spindle 4
Figure 4 — Specimen holder body 4
Figure 5 — Specimen holder insert 4
Figure 6 — Specimen holder nut 4
Figure 7 — Assembly specimen holder 6
Figure 8 — Domed specimen holder insert 6
Figure 9 — Testing the specimen holder assembly 7
Figure 10 — Parallelism tolerance of specimen holder insert
to abrading table 8
Figure A.1 — Examples of acceptable and unacceptable
Lissajous figures 9
Table 1 — Property requirements for wool abradant fabric 5
Table 2 — Property requirements for woven wool felt 5
Table 3 — Property requirements for polyetherurethane foam 5

Descriptors: Textiles, fabrics, tests, abrasion tests, determination, abrasion resistance, test 
equipment, specifications.

iii© BSI 2008

BS EN ISO 12947-1:1998

Full document details: BS EN ISO 12947-1:1998

http://www.avadocuments.com/doc/bs-en-iso-12947-1-1998
http://www.avadocuments.com/doc/bs-en-iso-12947-1-1998


blank

Full document details: BS EN ISO 12947-1:1998

http://www.avadocuments.com/doc/bs-en-iso-12947-1-1998
http://www.avadocuments.com/doc/bs-en-iso-12947-1-1998

