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Foreword 

This document (EN ISO 13287:2012) has been prepared by Technical Committee CEN/TC 161 “Foot and leg 
protectors”, the secretariat of which is held by BSI, in collaboration with Technical Committee ISO/TC 94 
"Personal safety - Protective clothing and equipment". 

This European Standard shall be given the status of a national standard, either by publication of an identical 
text or by endorsement, at the latest by April 2013, and conflicting national standards shall be withdrawn at the 
latest by April 2013. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of patent 
rights. CEN [and/or CENELEC] shall not be held responsible for identifying any or all such patent rights. 

This document supersedes EN ISO 13287:2007. 

This document has been prepared under a mandate given to CEN by the European Commission and the 
European Free Trade Association, and supports essential requirements of EU Directive. 

For relationship with EU Directive, see informative Annex ZA, which is an integral part of this document. 

According to the CEN/CENELEC Internal Regulations, the national standards organisations of the following 
countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, Croatia, Cyprus, Czech 
Republic, Denmark, Estonia, Finland, Former Yugoslav Republic of Macedonia, France, Germany, Greece, 
Hungary, Iceland, Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, 
Romania, Slovakia, Slovenia, Spain, Sweden, Switzerland, Turkey and the United Kingdom. 
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Annex ZA 
(informative) 

Relationship between this European Standard and the Essential 
Requirements of EU Directive 89/686/EEC 

This European Standard has been prepared under a mandate given to CEN by the European Commission 
and the European Free Trade Association to provide a means of conforming to the Essential Requirements of 
the New Approach Directive (89/686/EEC). 

Once this standard is cited in the Official Journal of the European Union under that Directive and has been 
implemented as a national standard in at least one Member State, compliance with the clauses of this 
standard, together with the relevant requirements given in the product standards, confers within the limits of 
the scope of those standards, a presumption of conformity with the corresponding Essential Requirements of 
that Directive and associated EFTA regulations." 

The clauses of this European Standard specify a test method for the relevant requirement of safety, protective 
or occupational footwear to support the essential requirement 3.1.2.1 of Directive 89/686/EEC, Annex II. 

WARNING: Other requirements and other EU Directives may be applicable to products falling within 
the scope of this standard. 
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INTERNATIONAL STANDARD� ISO 13287:2012(E)

Personal protective equipment — Footwear — Test method for 
slip resistance

1	 Scope

This International Standard specifies a method of test for the slip resistance of PPE footwear. It is not applicable 
to special purpose footwear containing spikes, metal studs or similar.

NOTE	 For product development purposes, sole units or other soling components such as top pieces may be tested.

2	 Normative references

The following documents, in whole or in part, are normatively referenced in this document and are indispensable 
for its application. For dated references, only the edition cited applies. For undated references, the latest edition 
of the referenced document (including any amendments) applies.

ISO 4287, Geometrical Product Specifications (GPS) — Surface texture: Profile method — Terms, definitions 
and surface texture parameters

ISO 4662, Rubber, vulcanized or thermoplastic — Determination of rebound resilience

3	 Terms and definitions

For the purposes of this International Standard, the following terms and definitions apply.

3.1
normal force
force applied to the surface through the footwear, perpendicular (90°) to the surface

NOTE	 The force includes the weight of the footwear, shoemaking last (4.1.1 or 4.1.2) or mechanical foot (4.1.3) 
and mounting.

3.2
frictional force
force parallel to the surface and against the direction of movement arising when footwear slides over a surface

3.3
coefficient of friction
CoF
ratio of the frictional force divided by the normal force

3.4
static contact time
time between initial contact of the footwear with the surface achieving a normal force of 50 N and the 
beginning of movement

3.5
measurement period
time interval during which the frictional force measurement is taken and during which the test conditions are satisfied

3.6
floor
material (flooring), without contaminant (lubricant), to be used as the test surface

© ISO 2012 – All rights reserved� 1
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3.7
surface
floor, with or without contaminant (lubricant), against which the footwear is tested

3.8
calibration test value
CTV
coefficient of friction between the Slider 961) and the test surface

4	 Apparatus and materials

4.1	 One or more of the following foot forms to hold the item of footwear to be tested.

4.1.1	 Standard shoemaking last, conforming to Clause A.1.

4.1.2	 Manufacturer’s shoemaking last used to make the footwear sample to be tested, if required.

4.1.3	 Mechanical foot, conforming to the dimensions given in Clause A.2.

4.2	 Mechanism for lowering the item of footwear onto the surface and applying the required normal force at 
the required time in accordance with Clause 6.

4.3	 Device for measuring the normal force between the footwear and surface when setting up the test and 
during the measurement period to an accuracy of 2 % or better.

4.4	 Steel floor, consisting of a stainless steel plate.

NOTE 1	 For example, steel Number 1.4301, Type 2G (cold rolled, ground) conforming to EN 10088-2:2005.

Surface roughness shall be measured in the area where the slip measurements are actually made. Measurements 
shall be made at 10 locations within this area and in the direction parallel to the sliding movement. At each 
location, measurements shall be made with a sampling length of 0,8 mm, taking five sampling lengths per 
location (evaluation length 4,0 mm).

The average roughness, Rz, shall be measured in accordance with ISO 4287. The overall mean value from all 
10 locations shall be for Rz between 1,6 μm and 2,5 µm.

When the roughness parameter does not conform to the above specifications, the steel shall be prepared 
using silicon carbide abrasive paper or cloth for polishing in a succession of reducing grit sizes. The polishing 
direction of each operation shall be perpendicular to the preceding operation with the final direction being in the 
test direction. The preparation shall continue until the roughness parameter falls within the above specifications.

NOTE 2	 Grit sizes 100 to 600 can be suitable.

4.5	 Pressed ceramic tile floor, as specified in either Annex C or Annex D. The tiles shall not be modified in 
any way, for example, by mechanical or chemical treatment.

4.6	 Other floors, for example, wood, concrete, stone, polymeric flooring. The floor shall be characterized by 
determining the coefficient of friction in accordance with Annex E.

4.7	  Mechanism for inducing movement between the footwear and the surface at a time and speed as 
specified in Clause 6.

1)	   Slider 96 (formerly known as Four S rubber) is the trade name of a product supplied by Rapra (www.rapra.net). This 
information is given for the convenience of users of this document and does not constitute an endorsement by ISO of the 
product named. Equivalent products may be used if they can be shown to lead to the same results.
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