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Foreword 

The text of ISO 14855-2:2007, including Cor 1:2009 has been prepared by Technical Committee ISO/TC 61 
“Plastics” of the International Organization for Standardization (ISO) and has been taken over as EN ISO 
14855-2:2009 by Technical Committee CEN/TC 249 “Plastics” the secretariat of which is held by NBN. 

This European Standard shall be given the status of a national standard, either by publication of an identical 
text or by endorsement, at the latest by December 2009, and conflicting national standards shall be withdrawn 
at the latest by December 2009. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of patent 
rights. CEN [and/or CENELEC] shall not be held responsible for identifying any or all such patent rights. 

According to the CEN/CENELEC Internal Regulations, the national standards organizations of the following 
countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, Cyprus, Czech 
Republic, Denmark, Estonia, Finland, France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Latvia, 
Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, Romania, Slovakia, Slovenia, Spain, 
Sweden, Switzerland and the United Kingdom. 

Endorsement notice 

The text of ISO 14855-2:2007, including Cor 1:2009 has been approved by CEN as a EN ISO 14855-2:2009 
without any modification. 
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Foreword

ISO (the International Organization for Standardization) is a worldwide federation of national standards bodies
(ISO member bodies). The work of preparing International Standards is normally carried out through ISO
technical committees. Each member body interested in a subject for which a technical committee has been
established has the right to be represented on that committee. International organizations, governmental and
non-governmental, in liaison with ISO, also take part in the work. ISO collaborates closely with the International
Electrotechnical Commission (IEC) on all matters of electrotechnical standardization.

International Standards are drafted in accordance with the rules given in the ISO/IEC Directives, Part 2.

The main task of technical committees is to prepare International Standards. Draft International Standards
adopted by the technical committees are circulated to the member bodies for voting. Publication as an
International Standard requires approval by at least 75 % of the member bodies casting a vote.

Attention is drawn to the possibility that some of the elements of this document may be the subject of patent
rights. ISO shall not be held responsible for identifying any or all such patent rights.

ISO 14855-2 was prepared by Technical Committee ISO/TC 61, Plastics, Subcommittee SC 5, Physical-
chemical properties.

ISO 14855 consists of the following parts, under the general title Determination of the ultimate aerobic
biodegradability of plastic materials under controlled composting conditions — Method by analysis of evolved
carbon dioxide: 

— Part 1: General method

— Part 2: Gravimetric measurement of carbon dioxide evolved in a laboratory-scale test

Full document details: BS EN ISO 14855-2:2009

http://dx.doi.org/10.3403/30134716U
http://dx.doi.org/10.3403/BSENISO14855
http://www.avadocuments.com/doc/bs-en-iso-14855-2-2009
http://www.avadocuments.com/doc/bs-en-iso-14855-2-2009


BS EN ISO 14855-2:2009
ISO 14855-2:2007(E)

© ISO 2007 – All rights reserved v

Introduction

Management of plastics waste is a serious problem in the world. Plastics recovery technologies include material
recovery (mechanical recycling, chemical or feedstock recycling, and biological or organic recycling) and energy
recovery (heat, steam or electricity as a substitute for fossil fuels or other fuel resources). The use of
biodegradable plastics is one valuable recovery option (biological or organic recycling).

Several ISO standards for determining the ultimate aerobic/anaerobic biodegradability of plastic materials have
been published. In particular, ISO 14855-1 is a common test method that measures the amount of carbon
dioxide evolved using methods such as continuous infrared analysis, gas chromatography or titration.
Compared with ISO 14855-1, the amounts of compost inoculum and test sample used in this part of ISO 14855
are one-tenth the size. In order to ensure the activity of the compost inoculum, inert material that gives the
mixture the same texture as soil is mixed into the inoculum. The carbon dioxide evolved from the test vessel is
determined by absorbing it in a carbon dioxide trap and carrying out gravimetric analysis of the absorbent. The
method described in this part of ISO 14855, which uses a closed system to capture the carbon dioxide evolved,
can also be used to obtain valuable information, by means of isotopic-labelling studies, on the way in which the
molecular structure of co-polymers degrades.
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