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National foreword
This British Standard is the official English language version of 
EN ISO 15607:2003. It is identical with ISO 15607:2003. It supersedes 
BS EN 288-1:1992 which is withdrawn.

The UK participation in its preparation was entrusted to Technical Committee 
WEE/36, Approval testing of welding procedures and welders, which has the 
responsibility to: 

A list of organizations represented on this committee can be obtained on 
request to its secretary.

Cross-references
The British Standards which implement international or European 
publications referred to in this document may be found in the BSI Catalogue 
under the section entitled “International Standards Correspondence Index”, or 
by using the “Search” facility of the BSI Electronic Catalogue or of 
British Standards Online.

This publication does not purport to include all the necessary provisions of a 
contract. Users are responsible for its correct application.

Compliance with a British Standard does not of itself confer immunity 
from legal obligations.

— aid enquirers to understand the text;

— present to the responsible international/European committee any 
enquiries on the interpretation, or proposals for change, and keep the 
UK interests informed;

— monitor related international and European developments and 
promulgate them in the UK.

Summary of pages

This document comprises a front cover, an inside front cover, the EN ISO title 
page, pages 2 to 18, an inside back cover and a back cover.

The BSI copyright notice displayed in this document indicates when the 
document was last issued.

Amendments issued since publication
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Foreword

This document (EN ISO 15607:2003) has been prepared by Technical Committee CEN/TC 121 "Welding", the
secretariat of which is held by DS, in collaboration with Technical Committee ISO/TC 44 "Welding and allied
processes".

This European Standard EN ISO 15607:2003 shall be given the status of a national standard, either by publication
of an identical text or by endorsement, at the latest by June 2004, and conflicting national standards shall be
withdrawn at the latest by June 2004.

This document supersedes EN 288-1:1992.

Annexes A, B and C are informative.

According to the CEN/CENELEC Internal Regulations, the national standards organizations of the following
countries are bound to implement this European Standard: Austria, Belgium, Czech Republic, Denmark, Finland,
France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Luxembourg, Malta, Netherlands, Norway, Portugal,
Slovakia, Spain, Sweden, Switzerland and the United Kingdom.
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Introduction

Welding procedure specifications are needed in order to provide a well defined basis for planning of the welding
operations and for quality control during welding. Welding is considered a special process in the terminology of
standards for quality systems. Standards for quality systems usually require that special processes be carried out in
accordance with written procedure specifications.

Preparation of a welding procedure specification provides the necessary basis for, but does not in itself ensure that
the welds fulfil the requirements. Some deviations, notably imperfections and distortions, can be evaluated by non-
destructive methods on the finished product.

Metallurgical deviations constitute a special problem, however, because non-destructive evaluation of the
mechanical properties is impossible at the present level of non-destructive technology, this has resulted in the
establishment of a set of rules for qualification of the welding procedure prior to the release of the specification to
actual production. This European Standard defines these rules.
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1 Scope

This European Standard is part of a series of standards. Annex A gives details of this series of standard, annex B
gives a flowchart for the use of these standards and Annex C gives a flow diagram for the development and
qualification of a WPS.

This standard defines general rules for the specification and qualification of welding procedures for metallic
materials. This standard also refers to several other standards as regards detailed rules for specific applications.

This standard is applicable to manual, mechanized and automatic welding.

Welding procedures are qualified by conforming to one or more welding procedure qualification records (WPQR).
The use of a particular method of qualification is often a requirement of an application standard.

Qualification of pWPS by more than one method is not recommended.It is assumed that welding procedure
specifications are used in production by competent welders, qualified in accordance with the relevant part of EN
287 or EN ISO 9606 or by competent operators qualified in accordance with EN 1418.

2 Normative references

This European Standard incorporates by dated or undated reference, provisions from other publications. These
normative references are cited at the appropriate places in the text, and the publications are listed hereafter. For
dated references, subsequent amendments to or revisions of any of these publications apply to this European
Standard only when incorporated in it by amendment or revision. For undated references the latest edition of the
publication referred to applies (including amendments).

EN ISO 4063, Welding and allied processes – Nomenclature of processes and reference numbers.
(ISO 4063:1998)

EN ISO 14555, Welding — Arc stud welding of metallic materials. (ISO 14555:1998).

prEN ISO 15609-1, Specification and approval of welding procedures for metallic materials - Welding procedure
specification - Part 1: Arc welding (ISO/DIS 15609-1:2000).

EN ISO 15609-2, Specification and qualification of welding procedures for metallic materials - Welding procedure
specification - Part 2: Gas welding (ISO 15609-2:2001).

prEN ISO 15609-3, Specification and qualification of welding procedures for metallic materials - Welding procedure
specification - Part 3: Electron beam welding (ISO/DIS 15609-3:2000).

prEN ISO 15609-4, Specification and qualification of welding procedures for metallic materials - Welding procedure
specification - Part 4: Laser beam welding (ISO/DIS 15609-4:2000).

prEN ISO 15609-5, Specification and approval of welding procedures for metallic materials - Welding procedure
specification - Part 5: Resistance welding (ISO/DIS 15609-5:2000).

EN ISO 15610, Specification and qualification of welding procedures for metallic materials - Qualification based on
tested welding consumables (ISO 15610:2003).

EN ISO 15611, Specification and qualification of welding procedures for metallic materials - Qualification based on
previous welding experience (ISO 15611:2003).)

prEN ISO 15612, Specification and qualification of welding procedures for metallic materials - Approval by a
standard welding procedure (ISO/DIS 15612:2000).

EN ISO 15613, Specification and qualification of welding procedures for metallic materials - Qualification based on
pre-production test (ISO 15613:2000).
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