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European foreword

This document (EN ISO 17700:2019) has been prepared by Technical Committee ISO/TC 216 "Footwear" 
in collaboration with Technical Committee CEN/TC 309 “Footwear” the secretariat of which is 
held by UNE.

This European Standard shall be given the status of a national standard, either by publication of an 
identical text or by endorsement, at the latest by March 2020, and conflicting national standards shall 
be withdrawn at the latest by March 2020.

Attention is drawn to the possibility that some of the elements of this document may be the subject of 
patent rights. CEN shall not be held responsible for identifying any or all such patent rights.

This document supersedes EN ISO 17700:2005.

According to the CEN-CENELEC Internal Regulations, the national standards organizations of the 
following countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, 
Croatia, Cyprus, Czech Republic, Denmark, Estonia, Finland, France, Germany, Greece, Hungary, Iceland, 
Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, Republic 
of North Macedonia, Romania, Serbia, Slovakia, Slovenia, Spain, Sweden, Switzerland, Turkey and the 
United Kingdom.

Endorsement notice
The text of ISO 17700:2019 has been approved by CEN as EN ISO 17700:2019 without any modification.
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Foreword

ISO (the International Organization for Standardization) is a worldwide federation of national standards 
bodies (ISO member bodies). The work of preparing International Standards is normally carried out 
through ISO technical committees. Each member body interested in a subject for which a technical 
committee has been established has the right to be represented on that committee. International 
organizations, governmental and non-governmental, in liaison with ISO, also take part in the work. 
ISO collaborates closely with the International Electrotechnical Commission (IEC) on all matters of 
electrotechnical standardization. 

The procedures used to develop this document and those intended for its further maintenance are 
described in the ISO/IEC Directives, Part 1. In particular, the different approval criteria needed for the 
different types of ISO documents should be noted. This document was drafted in accordance with the 
editorial rules of the ISO/IEC Directives, Part 2 (see www.iso.org/directives).

Attention is drawn to the possibility that some of the elements of this document may be the subject of 
patent rights. ISO shall not be held responsible for identifying any or all such patent rights. Details of 
any patent rights identified during the development of the document will be in the Introduction and/or 
on the ISO list of patent declarations received (see www.iso.org/patents).

Any trade name used in this document is information given for the convenience of users and does not 
constitute an endorsement. 

For an explanation of the voluntary nature of standards, the meaning of ISO specific terms and 
expressions related to conformity assessment, as well as information about ISO's adherence to the 
World Trade Organization (WTO) principles in the Technical Barriers to Trade (TBT) see www.iso.
org/iso/foreword.html.

This document was prepared by Technical Committee ISO/TC 216, Footwear.

This second edition cancels and replaces the first edition (ISO 17700:2004), which has been technically 
revised. The main changes compared with the previous edition are as follows:

—	 a new method (method C) to perform the colour fastness to rubbing has been introduced;

—	 in method D, the possibility to perform the colour fastness to bleeding in shoe laces and yarns has 
been introduced.

Any feedback or questions on this document should be directed to the user’s national standards body. A 
complete listing of these bodies can be found at www.iso.org/members.html.
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Footwear — Test methods for upper components and 
insocks — Colour fastness to rubbing and bleeding

1	 Scope

This document specifies three test methods (method A, method B and method C) for assessing the 
degree of transfer of a material’s surface colour during dry or wet rubbing and a method (method D) for 
determining the likelihood of colour bleeding. 

The methods are applicable to all footwear uppers, linings and insocks, irrespective of the material. 
Method D is also applicable to sewing threads and shoelaces.

The methods are:

—	 method A: to-and-fro square rubbing finger fastness testing machine;

—	 method B: rotative rub fastness testing machine;

—	 method C: to-and-fro circular rubbing finger fastness testing machine;

—	 method D: colour fastness to bleeding.

2	 Normative references

The following documents are referred to in the text in such a way that some or all of their content 
constitutes requirements of this document. For dated references, only the edition cited applies. For 
undated references, the latest edition of the referenced document (including any amendments) applies.

ISO 105‑A01, Textiles — Tests for colour fastness — Part A01: General principles of testing

ISO 105‑A02, Textiles — Tests for colour fastness — Part A02: Grey scale for assessing change in colour

ISO 105‑A03, Textiles — Tests for colour fastness — Part A03: Grey scale for assessing staining

ISO 105‑F09, Textiles — Tests for colour fastness — Part F09: Specification for cotton rubbing cloth

ISO 105‑F10, Textiles — Tests for colour fastness — Part F10: Specification for adjacent fabric: Multifibre

ISO 3696, Water for analytical laboratory use — Specification and test methods

ISO 4045, Leather — Chemical tests —  Determination of pH and difference figure

ISO 18454, Footwear — Standard atmospheres for conditioning and testing of footwear and components 
for footwear

3	 Terms and definitions

For the purposes of this document, the following terms and definitions apply.

ISO and IEC maintain terminological databases for use in standardization at the following addresses:

—	 ISO Online browsing platform: available at https://www.iso.org/obp

—	 IEC Electropedia: available at http://www.electropedia.org/
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3.1
colour fastness
ability of a footwear material or component to maintain its colour after the action of various agents

3.2
thick leather
leather with a thickness greater than 2 mm

4	 Apparatus and materials

4.1	 Method A

The following apparatus and materials shall be used.

4.1.1	 Test machine, with the elements given in 4.1.1.1 to 4.1.1.8.

4.1.1.1	 A flat horizontal metal platform of minimum dimensions 80 mm × 25 mm.

4.1.1.2	 Means of moving the platform in a direction parallel to its 80 mm edges through a distance of 
35 mm to 40 mm and back again at a rate of 40 cycles/min ± 2 cycles/min.

4.1.1.3	 A pair of clamps positioned at the ends of the platform at 90° to the 80 mm edges and designed 
to clamp the test specimen against the platform. The clamp faces shall be at a minimum distance of 
80 mm apart.

4.1.1.4	 Means of moving the clamps apart so that the test specimen is extended linearly by an amount 
adjustable up to 20 %.

4.1.1.5	 A rubbing finger with a flat horizontal lower surface capable of holding a square felt pad (4.1.2). 
The depth of the cavity that holds the square felt pad should be 3,9 mm ± 0,1 mm. For machines with a 
platform wider than 25  mm, the relative position of the rubbing finger shall be adjustable across the 
width of the platform.

4.1.1.6	 Means of holding a square felt pad (4.1.2) on the lower surface of the finger.

4.1.1.7	 Means of applying a downward force of 4,9 N ± 0,1 N or 9,8 N ± 0,2 N to the rubbing finger.

4.1.1.8	 Means of counting the number of cycles traversed by the platform.

4.1.2	 Square pads of white or black pure wool felt, with the requirements given in 4.1.2.1 to 4.1.2.4.

4.1.2.1	 Sides of length: 15 mm ± 1 mm.

4.1.2.2	 Mass per unit area: 1 900 g/m2 ± 150 g/m2.

4.1.2.3	 Thickness: 6,0 mm ± 0,5 mm, when measured using a dial gauge exerting a downward pressure 
of 49 kPa ± 5 kPa on a measuring foot diameter of 10 mm ± 1 mm.

4.1.2.4	 pH of water extract: between 4,5 and 8,0, in accordance with ISO 4045.

Black felts shall be dyed with Acid Black 24 (C.I. 26370).
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