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EN ISO 18314‑2:2018 (E)

European foreword

The text of ISO  18314‑2:2015 has been prepared by Technical Committee 256 "Pigments, dyestuffs 
and extenders”of the International Organization for Standardization (ISO) and has been taken over as 
EN ISO 18314‑2:2018 by Technical Committee CEN/TC 298 “Pigments and extenders” the secretariat of 
which is held by DIN.

This European Standard shall be given the status of a national standard, either by publication of an 
identical text or by endorsement, at the latest by April 2019, and conflicting national standards shall be 
withdrawn at the latest by April 2019.

Attention is drawn to the possibility that some of the elements of this document may be the subject of 
patent rights. CEN shall not be held responsible for identifying any or all such patent rights.

According to the CEN-CENELEC Internal Regulations, the national standards organizations of the 
following countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, Croatia, 
Cyprus, Czech Republic, Denmark, Estonia, Finland, Former Yugoslav Republic of Macedonia, France, 
Germany, Greece, Hungary, Iceland, Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta, Netherlands, 
Norway, Poland, Portugal, Romania, Serbia, Slovakia, Slovenia, Spain, Sweden, Switzerland, Turkey and 
the United Kingdom.

Endorsement notice
The text of ISO  18314‑2:2015 has been approved by CEN as EN  ISO  18314‑2:2018 without any 
modification.
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ISO 18314‑2:2015

Foreword

ISO (the International Organization for Standardization) is a worldwide federation of national standards 
bodies (ISO member bodies). The work of preparing International Standards is normally carried out 
through ISO technical committees. Each member body interested in a subject for which a technical 
committee has been established has the right to be represented on that committee. International 
organizations, governmental and non-governmental, in liaison with ISO, also take part in the work. 
ISO collaborates closely with the International Electrotechnical Commission (IEC) on all matters of 
electrotechnical standardization.

The procedures used to develop this document and those intended for its further maintenance are 
described in the ISO/IEC Directives, Part 1.  In particular the different approval criteria needed for the 
different types of ISO documents should be noted.  This document was drafted in accordance with the 
editorial rules of the ISO/IEC Directives, Part 2 (see www.iso.org/directives).  

Attention is drawn to the possibility that some of the elements of this document may be the subject of 
patent rights. ISO shall not be held responsible for identifying any or all such patent rights.  Details of 
any patent rights identified during the development of the document will be in the Introduction and/or 
on the ISO list of patent declarations received (see www.iso.org/patents). 

Any trade name used in this document is information given for the convenience of users and does not 
constitute an endorsement.

For an explanation on the meaning of ISO specific terms and expressions related to conformity 
assessment, as well as information about ISO's adherence to the WTO principles in the Technical 
Barriers to Trade (TBT) see the following URL:  Foreword - Supplementary information

The committee responsible for this document is ISO/TC 256, Pigments, dyestuffs and fillers.

ISO 18314 consists of the following parts, under the general title Analytical colorimetry:

—	  Part 1: Practical colour measurement 

—	  Part 2: Saunderson correction, solutions of the Kubelka-Munk equation, tinting strength, hiding power 

—	  Part 3: Special indices 
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Analytical colorimetry —

Part 2: 
Saunderson correction, solutions of the Kubelka-Munk 
equation, tinting strength, hiding power

1	 Scope

This part of ISO 18314 specifies the Saunderson correction for different measurement geometries and 
the solutions of the Kubelka-Munk equation for hiding and transparent layers. It also specifies methods 
for the calculations of the tinting strength including the residual colour difference with different 
criteria and of the hiding power.

The procedures for preparing the samples for these measurements are not part of this part of 
ISO  18314. They are agreed between the contracting parties or are described in other national or 
International Standards.

2	 Terms, definitions, symbols, and abbreviated terms

2.1	 Terms and definitions

For the purposes of this document, the following terms and definitions apply.

2.1.1
tinting strength
measure of the ability of a colorant, based on its absorption, to impart colour to other materials

2.1.2
relative tinting strength
 C rel 
percentage ratio of those mass fractions of the coloured pigment reference and test samples (mr and mt, 
respectively) that cause the particular tinting strength criterion used to have identical values for the 
reference and test samples

2.1.3
tinting strength criterion
parameter that describes the colouring effect of a colorant, based on its absorption

Note 1 to entry: The tinting strength criteria used in this part of ISO 18314 are the following: 

—	 value of the Kubelka-Munk function at the absorption maximum;

—	 weighted sum of the Kubelka-Munk function values;

—	 tristimulus value Y;

—	 the smallest of the tristimulus values X, Y, Z;

—	 shade depth parameter B.

Examples of other tinting strength parameters not used in this part of ISO 18314 are the following: 

—	 unweighted sum of the Kubelka-Munk function values;

—	 chromaticity given by the three colour coordinates (L*, a*, b*);

INTERNATIONAL STANDARD� ISO 18314‑2:2015
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ISO 18314‑2:2015

—	 reflectance factor at the absorption maximum.

2.1.4
residual colour difference
colour difference that remains between the white reductions of the reference and test samples when 
the tinting strength criterion values are the same or have been equalized

EXAMPLE	 Given by ΔE*.

2.1.5
standard shade depth
shade depth
measure of the intensity of a colour sensation, which increases with increasing chroma and decreases 
with increasing lightness

Note 1 to entry: Standard shade depths are values set by convention. For colourimetric purposes, the standard 
shade depth is defined by the shade depth parameter B = 0, which is calculated from the tristimulus value, Y, and 
the chromaticity coordinates, x and y.

2.1.6
hiding power
ability of a pigmented medium to hide the colour or the colour differences of a substrate

2.2	 Symbols and abbreviated terms

a constant

α* CIELAB colour coordinate

a(φ) factor

a(λ) auxiliary variable

b* CIELAB colour coordinate

b(λ) auxiliary variable

B shade depth parameter

Crel relative tinting strength

Dm hiding power value indicating the area of the contrast substrate concerned, in m2, which can 
be coated with 1 kg

Dv hiding power value indicating the area of the contrast substrate concerned, in m2, which can 
be coated with 1 l

F(λ) Kubelka-Munk function

F′(λ) modified Kubelka-Munk function

g(λ) weighting function (defined as the sum of the colour matching functions x λ( ) , y λ( ) , and 
z λ( )  for a 10° standard observer)

 h thickness

K coefficient

K(λ) absorption coefficient
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