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Foreword

ISO (the International Organization for Standardization) is a worldwide federation of national standards 
bodies (ISO member bodies). The work of preparing International Standards is normally carried out through 
ISO technical committees. Each member body interested in a subject for which a technical committee 
has been established has the right to be represented on that committee. International organizations, 
governmental and non-governmental, in liaison with ISO, also take part in the work. ISO collaborates closely 
with the International Electrotechnical Commission (IEC) on all matters of electrotechnical standardization.

The procedures used to develop this document and those intended for its further maintenance are described 
in the ISO/IEC Directives, Part 1. In particular, the different approval criteria needed for the different types 
of ISO document should be noted. This document was drafted in accordance with the editorial rules of the 
ISO/IEC Directives, Part 2 (see www.iso.org/directives).

ISO draws attention to the possibility that the implementation of this document may involve the use of (a) 
patent(s). ISO takes no position concerning the evidence, validity or applicability of any claimed patent 
rights in respect thereof. As of the date of publication of this document, ISO had not received notice of (a) 
patent(s) which may be required to implement this document. However, implementers are cautioned that 
this may not represent the latest information, which may be obtained from the patent database available at 
www.iso.org/patents. ISO shall not be held responsible for identifying any or all such patent rights.

Any trade name used in this document is information given for the convenience of users and does not 
constitute an endorsement.

For an explanation of the voluntary nature of standards, the meaning of ISO specific terms and expressions 
related to conformity assessment, as well as information about ISO's adherence to the World Trade 
Organization (WTO) principles in the Technical Barriers to Trade (TBT), see www.iso.org/iso/foreword.html.

This document was prepared by Technical Committee ISO/TC  61, Plastics, Subcommittee SC  5, Physical-
chemical properties, in collaboration with the European Committee for Standardization (CEN) Technical 
Committee CEN/TC 249, Plastics, in accordance with the Agreement on technical cooperation between ISO 
and CEN (Vienna Agreement).

This third edition cancels and replaces the second edition (ISO 22007-1:2017), which has been technically 
revised.

The main changes are as follows:

—	 the terms and definitions which are not used in the document have been deleted from Clause 3;

—	 a new term contact resistance (see 3.7) has been added;

—	 laser flash method has been changed to light flash method.

A list of all parts in the ISO 22007 series can be found on the ISO website.

Any feedback or questions on this document should be directed to the user’s national standards body. A 
complete listing of these bodies can be found at www.iso.org/members.html.
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International Standard ISO 22007-1:2024(en)

Plastics — Determination of thermal conductivity and 
thermal diffusivity —

Part 1: 
General principles
SAFETY STATEMENT — Persons using this document should be familiar with normal laboratory 
practice, if applicable. This document does not purport to address all of the safety concerns, if any, 
associated with its use. It is the responsibility of the user to establish appropriate safety and health 
practices and to determine any regulatory requirements prior to use.

1	 Scope

This document describes the background to methods for the determination of the thermal conductivity 
and thermal diffusivity of polymeric materials. Different techniques are available for these measurements 
and some can be better suited than others for a particular type, state and form of material. This document 
provides a broad overview of these techniques. Standards specific to these techniques, as referenced in this 
document, are used to carry out the actual test method.

2	 Normative references

The following documents are referred to in the text in such a way that some or all of their content constitutes 
requirements of this document. For dated references, only the edition cited applies. For undated references, 
the latest edition of the referenced document (including any amendments) applies.

ISO 472, Plastics — Vocabulary

3	 Terms and definitions

For the purposes of this document, the terms and definitions given in ISO 472 and the following apply.

ISO and IEC maintain terminology databases for use in standardization at the following addresses:

—	 ISO Online browsing platform: available at https://​www​.iso​.org/​obp

—	 IEC Electropedia: available at https://​www​.electropedia​.org/​

3.1
heat pulse
heat change in the form of a pulse produced by a heat source (3.2)

3.2
heat source
heater in the form of a wire, strip, plate or foil embedded within or attached to a test specimen or an area 
irradiated by incident light, e.g. a laser

3.3
heat flux
q
heat source (3.2) output produced by a planar source per unit time and unit area

Note 1 to entry: It is expressed in watts per square metre (W/m2).

1
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3.4
thermal transient
temporary perturbation of temperature in a system initially at a uniform temperature due to a heat pulse 
for a period during which the system does not attain equilibrium

3.5
volumetric heat capacity
product of the density and the specific heat capacity

Note 1 to entry: It is expressed in joules per cubic metre kelvin [J/(m3 ⋅ K)].

3.6
thermal effusivity
b
heat transport property given by the square root of the product of thermal conductivity and volumetric heat 
capacity (3.5):

b cp= ⋅ ⋅λ ρ

where

  λ is the thermal conductivity in watt per metre kelvin [W/(m · K)];

  ρ is the density in kilogram per cubic metre [kg/m3];

  cp is the specific heat capacity in joule per kelvin kilogram [J/(K · kg)]

Note 1 to entry: It is expressed in joules per square metre kelvin square root second [J/(m2 · K · s1/2)].

3.7
contact resistance
surface thermal resistance
STR
R
thermal resistance due to the conditions of contact of solids

Note 1 to entry: The amount of heat that passes through a unit heat transfer area is proportional to the temperature 
difference between its two sides and inversely proportional to the thermal resistance R.

The thermal resistance R of a material of thickness d and thermal conductivity λ is defined as

R d=
λ

If heat passes in series through different materials, the overall thermal resistance is found as the sum of the individual 
materials.

Note 2 to entry: It is expressed in square meter kelvin per watt [(m2 · K )/W].

4	 Principles

Thermal conductivity refers specifically to the mode of heat transfer via conduction. In thermal conductivity 
measurements, other modes of heat transfer, such as convection, radiation and mass transfer, can occur. 
Where these modes are significant, the measured property is usually referred to as apparent or effective 
thermal conductivity. Thermal conductivity is affected by the conditions under which it is measured, such as 
temperature and pressure, as well as compositional variation of the material and orientation of the specimen 
since some materials are not isotropic.

In steady-state methods, an appropriately sized specimen of simple geometry in contact with a heat source, 
together with one or more temperature sensors, which may be combined with the heat source or separate 

2
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