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European foreword 

The text of ISO 26423:2009 has been prepared by Technical Committee ISO/TC 206 “Fine ceramics” of 
the International Organization for Standardization (ISO) and has been taken over as EN ISO 26423:2016 
by Technical Committee CEN/TC 184 “Advanced technical ceramics” the secretariat of which is held by 
DIN. 

This European Standard shall be given the status of a national standard, either by publication of an 
identical text or by endorsement, at the latest by October 2016, and conflicting national standards shall 
be withdrawn at the latest by October 2016. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of 
patent rights. CEN [and/or CENELEC] shall not be held responsible for identifying any or all such patent 
rights. 

This document supersedes EN 1071-2:2002. 

According to the CEN-CENELEC Internal Regulations, the national standards organizations of the 
following countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, 
Croatia, Cyprus, Czech Republic, Denmark, Estonia, Finland, Former Yugoslav Republic of Macedonia, 
France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta, 
Netherlands, Norway, Poland, Portugal, Romania, Slovakia, Slovenia, Spain, Sweden, Switzerland, 
Turkey and the United Kingdom. 

Endorsement notice 

The text of ISO 26423:2009 has been approved by CEN as EN ISO 26423:2016 without any modification. 
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Foreword 

ISO (the International Organization for Standardization) is a worldwide federation of national standards bodies 
(ISO member bodies). The work of preparing International Standards is normally carried out through ISO 
technical committees. Each member body interested in a subject for which a technical committee has been
established has the right to be represented on that committee. International organizations, governmental and 
non-governmental, in liaison with ISO, also take part in the work. ISO collaborates closely with the 
International Electrotechnical Commission (IEC) on all matters of electrotechnical standardization. 

International Standards are drafted in accordance with the rules given in the ISO/IEC Directives, Part 2.

The main task of technical committees is to prepare International Standards. Draft International Standards
adopted by the technical committees are circulated to the member bodies for voting. Publication as an 
International Standard requires approval by at least 75 % of the member bodies casting a vote. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of patent 
rights. ISO shall not be held responsible for identifying any or all such patent rights. 

ISO 26423 was prepared by Technical Committee ISO/TC 206, Fine ceramics. 
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Fine ceramics (advanced ceramics, advanced technical 
ceramics) — Determination of coating thickness by crater-
grinding method

1 Scope 

This International Standard specifies a method for the determination of the thickness of ceramic coatings by a
crater-grinding method, which includes the grinding of a spherical cavity and subsequent microscopic
examination of the crater. 

Because of the uncertainty introduced into the measurement of crater dimensions, the test is not suitable for
use where the surface roughness of the coating and/or substrate exceeds 20 % of the coating thickness.

NOTE An alternative method for measurement of thickness, using a contact probe profilometer, is given in
ISO 18452. 

2 Normative references

The following referenced documents are indispensable for the application of this document. For dated
references, only the edition cited applies. For undated references, the latest edition of the referenced
document (including any amendments) applies.

ISO 3290-1, Rolling bearings — Balls — Part 1: Steel balls

ISO/IEC 17025:2005, General requirements for the competence of testing and calibration laboratories

3 Symbols 

For the purpose of this document, the following symbols apply. 

D best estimate of the outer diameter of the crater, at the surface of the coating, in micrometres (see
Figure 1); 

d best estimate of the inner diameter of the crater, defined by the bottom of the coating layer, in 
micrometres (see Figure 1);

h thickness of the coating, in micrometres (see Figure 1);

m subscript indicating mean value (Dm, dm, Xm, Ym). 

rb radius of the ball, in micrometres (see Figure 1); 

rs radius of curvature of specimen; 

lT total penetration depth of the ball, in micrometres (see Figure 1); 

lt penetration depth of the ball in the substrate, in micrometres (see Figure 1); 
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X distance, on a coplanar projection of the two craters, between the periphery of the outer crater and a 
diametrically equivalent point on the same side of the inner crater, in micrometres (see Figure 1); 

Y distance, on a coplanar projection of the two craters, between the periphery of the outer crater and a 
diametrically equivalent point on the opposite side of the inner crater, in micrometres (see Figure 1). 

Key

1 coating 
2 substrate 

Figure 1 — Principal dimensions used in the test method 
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