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European foreword 

This document (EN ISO 27548:2024) has been prepared by Technical Committee ISO/TC 261 "Additive 
manufacturing" in collaboration with Technical Committee CEN/TC 438 “Additive Manufacturing” the 
secretariat of which is held by AFNOR. 

This European Standard shall be given the status of a national standard, either by publication of an 
identical text or by endorsement, at the latest by January 2025, and conflicting national standards shall 
be withdrawn at the latest by January 2025. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of 
patent rights. CEN shall not be held responsible for identifying any or all such patent rights. 

Any feedback and questions on this document should be directed to the users’ national standards 
body/national committee. A complete listing of these bodies can be found on the CEN website. 

According to the CEN-CENELEC Internal Regulations, the national standards organizations of the 
following countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, 
Croatia, Cyprus, Czech Republic, Denmark, Estonia, Finland, France, Germany, Greece, Hungary, Iceland, 
Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, Republic of 
North Macedonia, Romania, Serbia, Slovakia, Slovenia, Spain, Sweden, Switzerland, Türkiye and the 
United Kingdom. 

Endorsement notice 

The text of ISO 27548:2024 has been approved by CEN as EN ISO 27548:2024 without any modification. 
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Foreword

ISO (the International Organization for Standardization) is a worldwide federation of national standards 
bodies (ISO member bodies). The work of preparing International Standards is normally carried out through 
ISO technical committees. Each member body interested in a subject for which a technical committee 
has been established has the right to be represented on that committee. International organizations, 
governmental and non-governmental, in liaison with ISO, also take part in the work. ISO collaborates closely 
with the International Electrotechnical Commission (IEC) on all matters of electrotechnical standardization.

The procedures used to develop this document and those intended for its further maintenance are described 
in the ISO/IEC Directives, Part 1. In particular, the different approval criteria needed for the different types 
of ISO document should be noted. This document was drafted in accordance with the editorial rules of the 
ISO/IEC Directives, Part 2 (see www.iso.org/directives).

ISO draws attention to the possibility that the implementation of this document may involve the use of (a) 
patent(s). ISO takes no position concerning the evidence, validity or applicability of any claimed patent 
rights in respect thereof. As of the date of publication of this document, ISO had not received notice of (a) 
patent(s) which may be required to implement this document. However, implementers are cautioned that 
this may not represent the latest information, which may be obtained from the patent database available at 
www.iso.org/patents. ISO shall not be held responsible for identifying any or all such patent rights.

Any trade name used in this document is information given for the convenience of users and does not 
constitute an endorsement.

For an explanation of the voluntary nature of standards, the meaning of ISO specific terms and expressions 
related to conformity assessment, as well as information about ISO's adherence to the World Trade 
Organization (WTO) principles in the Technical Barriers to Trade (TBT), see www.iso.org/iso/foreword.html.

This document was prepared by Technical Committee ISO/TC 261, Additive manufacturing, in collaboration 
with the European Committee for Standardization (CEN) Technical Committee CEN/TC 438, Additive 
manufacturing, in accordance with the Agreement on technical cooperation between ISO and CEN (Vienna 
Agreement).

Any feedback or questions on this document should be directed to the user’s national standards body. A 
complete listing of these bodies can be found at www.iso.org/members.html.
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ISO 27548:2024(en)

Introduction

Academic communities have been releasing several papers warning that a significant number of particles 
and chemical substances emitted from material extrusion (MEX) AM processes commonly used in schools, 
private homes and similar non-industrial environments would be hazardous to humans when inhaled and 
absorbed into the human body.

However, currently, there is no well-known test method to measure particle and chemical substances emitted 
from desktop MEX-TRB/P machines, commonly called "3D printers" installed in the office environment, 
classroom, and residential space.

Therefore, the goal of this document is to provide test procedures in line with specific operating conditions 
for measuring particle and chemical emission rates emitted from desktop MEXTRB/P machine, also known 
as a 3D printer which is widely used in the national marketplace.

Manufacturers of desktop MEX-TRB/P machines, also known as 3D printers, will be able to take advantage 
of this document to develop and improve their products by minimizing particle and chemical emission rates, 
and the end-users also would purchase more safe and improved machines from the market.

v
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International Standard ISO 27548:2024(en)

Additive manufacturing of plastics — Environment, health, 
and safety — Test method for determination of particle and 
chemical emission rates from desktop material extrusion 
3D printer

1	 Scope

This document specifies test methods to determine particle emissions (including ultrafine particles) and 
specified volatile organic compounds (including aldehydes) from desktop MEX-TRB/P processes often used 
in non-industrial environments such as school, homes and office spaces in an emission test chamber under 
specified test conditions. However, these tests do not necessarily accurately predict real-world results.

This document specifies a conditioning method using an emission test chamber with controlled temperature, 
humidity, air exchange rate, air velocity, and procedures for monitoring, storage, analysis, calculation, and 
reporting of emission rates.

This document is intended to cover desktop MEX-TRB/P machine which is typically sized for placement on 
a desktop, used in non-industrial places like school, home and office space. The primary purpose of this 
document is to quantify particle and chemical emission rates from desktop MEX-TRB/P machine.

However, not all possible emissions are covered by this method. Many feedstocks can release hazardous 
emissions that are not measured by the chemical detectors prescribed in this document. It is the 
responsibility of the user to understand the material being extruded and the potential chemical emissions. 
An example is Poly Vinyl Chloride feedstocks that can potentially emit chlorinated compounds, which cannot 
be measured by the method described in this document.

2	 Normative references

The following documents are referred to in the text in such a way that some or all of their content constitutes 
requirements of this document. For dated references, only the edition cited applies. For undated references, 
the latest edition of the referenced document (including any amendments) applies.

ISO 554, Standard atmospheres for conditioning and/or testing — Specifications

ISO 16000-3, Indoor air — Part 3: Determination of formaldehyde and other carbonyl compounds in indoor and 
test chamber air — Active sampling method

ISO 16000-6, Indoor air — Part 6: Determination of organic compounds (VVOC, VOC, SVOC) in indoor and test 
chamber air by active sampling on sorbent tubes, thermal desorption and gas chromatography using MS or MS FID

ISO 16000-9, Indoor air — Part 9: Determination of the emission of volatile organic compounds from building 
products and furnishing — Emission test chamber method

ISO 27891, Aerosol particle number concentration — Calibration of condensation particle counters

ISO/IEC  28360-1:2021, Information technology — Determination of chemical emission rates from electronic 
equipment — Part 1: Using consumables

ISO/ASTM 52900, Additive manufacturing — General principles — Fundamentals and vocabulary

1
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ISO 27548:2024(en)

3	 Terms and definitions

For the purposes of this document, the terms and definitions given in ISO/ASTM 52900, ISO/IEC 28360-1 
and the following are applied.

ISO and IEC maintain terminological databases for use in standardization at the following addresses:

—	 ISO Online browsing platform: available at https://​www​.iso​.org/​obp

—	 IEC Electropedia: available at https://​www​.electropedia​.org/​

3.1
loading factor
ratio of the device volume to the volume of the unloaded Emission Test Chamber

Note 1 to entry: For the purpose of this standard, the device subjected to the testing is typically a desktop MEX-TRB/P 
machine, also popularly called a 3D printer

[SOURCE: ISO/IEC 28360-1:2021, 4.18, modified — “EUT” replaced by “device” and Note 1 to entry added.]

3.2
emission test chamber
ETC
enclosure with controlled operational parameters for the determination of chemical compounds and amount 
of particles emitted during the process

Note 1 to entry: For determining the emissions from AM process, typical controlled parameters include, but are not 
limited to, temperature, humidity, air exchange rate, and others

[SOURCE: ISO 16000-9:2006, 3.6, modified — Terminological entry is changed considering AM process]

3.3
differential electrical mobility classifier
DEMC
classifier able to select aerosol particles according to their electrical mobility and pass them to its exit

Note  1  to entry:  A DEMC classifies aerosol particles by balancing the electrical force on each particle with its 
aerodynamic drag force in an electrical field. Classified particles are in a narrow range of electrical mobility 
determined by the operating conditions and physical dimensions of the DEMC, while they can have different sizes due 
to difference in the number of charges that they have.

Note 2 to entry: Another common acronym for the DEMC is DMA.

[SOURCE: ISO 15900:2020, 3.11]

3.4
differential mobility analysing system
DMAS
system to measure the size distribution of submicrometre aerosol particles consisting of a charge 
conditioner, a DEMC, flow meters, a particle detector, interconnecting plumbing, a computer and suitable 
software

Note 1 to entry: Another common acronym for the DMAS is MPSS (mobility particle size spectrometer).

[SOURCE: ISO 15900:2020, 3.12]

3.5
light scattering airborne particle counter
LSAPC
instrument capable of counting and sizing single airborne particles and reporting size data in terms of 
equivalent optical diameter

Note 1 to entry: The specifications for the LSAPC are given in ISO 21501-4:2007.

2
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[SOURCE: ISO 14644-1:2015, 3.5.1]

3.6
accumulated particle number concentration
Cp
time-dependent number for the concentration of particles in a specified size range

3.7
total particles
number of particles as calculated based on the measured accumulated particle number concentration (3.6) in 
the sampled volume and the duration of the particle emission test

3.8
particle emission rate
PER
particles emitted from AM process per unit time (1/h) in a specified size range that is calculated from 
accumulated particle number concentration (3.6) divided by the build time in h

3.9
particle emission yield
Yparticle
number of particles emitted per mass of extruded material during the build cycle

3.10
chemical emission yield
Ychemical
mass of chemical compounds emitted per mass of extruded material during the build cycle

3.11
chemical emission rate
average mass of organic compounds emitted from an AM process per unit of time

3.12
toluene response factor
toluene equivalents used to quantify the unidentified substances detected with a flame ionization detector 
(GC-FID) or mass spectrometric detector (GC-MS)

3.13
total volatile organic compounds
TVOC
sum of the concentrations of identified and unidentified volatile organic compounds eluting between and 
including n-hexane and n-hexadecane.

Note 1 to entry: For a MEX-TRB/P-process, the total volatile organic compounds are typically measured using a non-
polar capillary GC column and the concentrations of the converted areas of unidentified peaks using the toluene 
response factor

[SOURCE: ISO 16000-9:2024, 3.14, modified — Note 1 to entry rewritten and Note 2 to entry deleted.]

3

﻿
© ISO 2024 – All rights reserved

Full document details: BS EN ISO 27548:2024

http://www.avadocuments.com/doc/bs-en-iso-27548-2024
http://www.avadocuments.com/doc/bs-en-iso-27548-2024

