
BRITISH STANDARD BS EN ISO 
3175:1996

Textiles —
Evaluation of stability 
to machine 
dry-cleaning

The European Standard EN ISO 3175:1995 has the status of a 
British Standard

ICS 59.080.30

Full document details: BS EN ISO 3175:1996

http://www.avadocuments.com/doc/bs-en-iso-3175-1996
http://www.avadocuments.com/doc/bs-en-iso-3175-1996


BS EN ISO 3175:1996

This British Standard, having 
been prepared under the 
direction of the Sector Board for 
Materials and Chemicals, was 
published under the authority 
of the Standards Board and 
comes into effect on 
15 February 1996

© BSI 02-1999

The following BSI references 
relate to the work on this 
standard:
Committee reference TCI/25
Draft for comment 93/305713 DC

ISBN 0 580 23982 9

Committees responsible for this 
British Standard

The preparation of this British Standard was entrusted to Technical 
Committee TCI/25, Chemical properties, upon which the following bodies were 
represented:

Association of Consulting Scientists
Association of Suppliers to the British Clothing Industry
British Apparel and Textile Confederation
British Clothing Industry Association
British Measurement and Testing Association
British Retail Consortium
Chemical Industries Association
Consumer Policy Committee of BSI
Fabric Care Research Association
Home Laundering Consultative Council
International Wool Secretariat
Mail Order Traders’ Association
Ministry of Defence
National Wool Textile Export Corporation
SATRA Footwear Technology Centre
Soap and Detergent Industry Association
Society of Dyers and Colourists
Textile Finishers’ Association

Amendments issued since publication

Amd. No. Date Comments

Full document details: BS EN ISO 3175:1996

http://www.avadocuments.com/doc/bs-en-iso-3175-1996
http://www.avadocuments.com/doc/bs-en-iso-3175-1996


BS EN ISO 3175:1996

© BSI 02-1999 i

Contents

Page
Committees responsible Inside front cover
National foreword ii
Foreword 2
Introduction 3

1 Scope 3
2 Normative references 3
3 Definitions 3
4 Reagents 3
5 Apparatus 4
6 Conditioning and testing 4
7 Test pieces 4
8 Marking and measuring for dimensional changes 4
9 Procedure 4

10 Calculation and expression of results 6
11 Test report 6
Annex A (informative) Other important characteristics 8
Annex ZA (normative) Normative references to international publications 
with their relevant European publications 9
Table 1 — Summary of dry-cleaning processes 7
List of references Inside back cover

Full document details: BS EN ISO 3175:1996

http://www.avadocuments.com/doc/bs-en-iso-3175-1996
http://www.avadocuments.com/doc/bs-en-iso-3175-1996


BS EN ISO 3175:1996

ii © BSI 02-1999

National foreword

This British Standard has been prepared by Technical Committee TCI/25 and is 
the English language version of EN ISO 3175:1995 Textiles — Evaluation of 
stability to machine dry-cleaning published by the European Committee for 
Standardization (CEN). It is identical with ISO 3175:1995 published by the 
International Organization for Standardization (ISO).
This British Standard supersedes BS 4961-1:1980, which is withdrawn.

A British Standard does not purport to include all the necessary provisions of a 
contract. Users of British Standards are responsible for their correct application.

Compliance with a British Standard does not of itself confer immunity 
from legal obligations.

Cross-references

Publication referred to Corresponding British Standard

ISO 139:1973 BS EN 20139:1992 Textiles — Standard atmospheres for 
conditioning and testing

ISO 3759:1994 BS EN ISO 3759:1995 Textiles — Preparation, marking 
and measuring of fabric specimens and garments in tests 
for determination of dimensional change

ISO 5077:1984 BS EN 25077:1994 Textiles — Determination of 
dimensional change in washing and drying

ISO 8229:1991 BS ISO 8229:1991 Operations and baths relating to 
dry-cleaning machines — Vocabulary

Summary of pages
This document comprises a front cover, an inside front cover, pages i and ii, 
the EN title page, pages 2 to 10, an inside back cover and a back cover.
This standard has been updated (see copyright date) and may have had 
amendments incorporated. This will be indicated in the amendment table on 
the inside front cover.
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EUROPEAN STANDARD

NORME EUROPÉENNE

EUROPÄISCHE NORM

EN ISO 3175

August 1995

ICS 59.080.30

Descriptors: Textiles, dry cleaning, tests, dimensional stability tests, dimensional stability, procedure

English version

Textiles — Evaluation of stability to machine dry-cleaning
(ISO 3175:1995)

Textiles — Evaluation de la stabilité au 
nettoyage à sec en machine 
(ISO 3175:1995)

Textilien — Bewertung der Beständigkeit bei 
der maschinellen Chemischreinigung 
(ISO 3175:1995)

This European Standard was approved by CEN on 1995-04-01. CEN members
are bound to comply with the CEN/CENELEC Internal Regulations which
stipulate the conditions for giving this European Standard the status of a
national standard without any alteration.
Up-to-date lists and bibliographical references concerning such national
standards may be obtained on application to the Central Secretariat or to any
CEN member.
This European Standard exists in three official versions (English, French,
German). A version in any other language made by translation under the
responsibility of a CEN member into its own language and notified to the
Central Secretariat has the same status as the official versions.
CEN members are the national standards bodies of Austria, Belgium,
Denmark, Finland, France, Germany, Greece, Iceland, Ireland, Italy,
Luxembourg, Netherlands, Norway, Portugal, Spain, Sweden, Switzerland and
United Kingdom.

CEN

European Committee for Standardization
Comité Européen de Normalisation
Europäisches Komitee für Normung

Central Secretariat: rue de Stassart 36, B-1050 Brussels

© 1995 All rights of reproduction and communication in any form and by any means reserved in all
countries to CEN and its members
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