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Foreword 

This document (EN ISO 3233-1:2013) has been prepared by Technical Committee ISO/TC 35 "Paints and 
varnishes" in collaboration with Technical Committee CEN/TC 139 “Paints and varnishes” the secretariat of 
which is held by DIN. 

This European Standard shall be given the status of a national standard, either by publication of an identical 
text or by endorsement, at the latest by July 2013, and conflicting national standards shall be withdrawn at the 
latest by July 2013. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of patent 
rights. CEN [and/or CENELEC] shall not be held responsible for identifying any or all such patent rights. 

According to the CEN/CENELEC Internal Regulations, the national standards organisations of the following 
countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, Croatia, Cyprus, Czech 
Republic, Denmark, Estonia, Finland, Former Yugoslav Republic of Macedonia, France, Germany, Greece, 
Hungary, Iceland, Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, 
Romania, Slovakia, Slovenia, Spain, Sweden, Switzerland, Turkey and the United Kingdom. 

Endorsement notice 

The text of ISO 3233-1:2013 has been approved by CEN as a EN ISO 3233-1:2013 without any modification. 
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Introduction

This method is used to measure the density and to determine the volume of a dry coating obtainable from a 
given volume of liquid paint. This volume is considered to be the most meaningful measure of the coverage 
(area of surface covered at a specified dry-film thickness per unit volume) of a paint, varnish or related product. 
The value obtained by this method might not be the same as that calculated on the basis of the addition of 
masses and volumes of the raw materials in a formulation. The volume occupied by a combination of resin 
and solvent can be the same as, greater than or less than the combined volume of the separate components, 
due to contraction or expansion of the resin and solvent. A second factor affecting the volume of a dry coating 
formulation is the degree to which the spaces between pigment particles are filled with binder. A third factor is 
the use of volatile components in reactive systems that, by their reaction, change into non-volatile film-building 
materials, i.e. amines and reactive solvents in high-build two-component coating materials.

Above and close to the critical pigment volume concentration, the volume of a dry paint film is greater than 
the theoretical volume, due to an increase in unfilled voids between pigment particles. The porosity of the film 
means that this method is unsuitable.

The values obtained for the non-volatile matter by volume are dependent on the temperature and time of 
heating, and these conditions should be carefully considered for the material being tested.
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