BRITISH STANDARD BS EN ISO
6509:1995

Corrosion of metals and

alloys —

Determination of

dezincification

resistance of brass

Ehg 'Eﬁg)peaél S(‘;andard EN ISO 6509:1995 has the status of a
A @)
. e

NO COPYING WITHOUT BSI PERMISSION EXCEPT AS PERMITTED BY COPYRIGHT LAW
Y\ W

Document Sharing Hub

Full document details: BS EN ISO 6509:1995


http://www.avadocuments.com/doc/bs-en-iso-6509-1995
http://www.avadocuments.com/doc/bs-en-iso-6509-1995

BS EN ISO 6509:1995

Committees responsible for this
British Standard

The preparation of this British Standard was entrusted by the Engineering
Sector Board to Technical Committee ISE/NFE/8, Corrosion of metals and
alloys, upon which the following bodies were represented:

AEA Technology

Aluminium Federation

British Gas plc

British Non-ferrous Metals Federation

British Steel Industry

Department of Trade and Industry (National Physical Laboratory)
Department of Transport (Transport Research Laboratory)
Electricity Association

Institute of Corrosion

Ministry of Defence

Society of Chemical Industry

Welding Institute

Zinc Development Association
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Figure 1 — Example of test apparatus
Figure 2 — Embedded test piece with one test surface
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