
BRITISH STANDARD BS EN ISO 
787-11:1995
Incorporating 
Amendment No. 1

General methods of test 
for pigments and 
extenders —

Part 11: Determination of tamped 
volume and apparent density after 
tamping

The European Standard EN ISO 787-11:1995 has the status of a 
British Standard 

Full document details: BS EN ISO 787-11:1995

http://www.avadocuments.com/doc/bs-en-iso-787-11-1995
http://www.avadocuments.com/doc/bs-en-iso-787-11-1995


BS EN ISO 787-11:1995

This British Standard, having 
been prepared under the 
direction of the Pigments, 
Paints and Varnishes Standards 
Committee, was published 
under the authority of the 
Board of BSI and comes 
into effect on 
30 November 1982

© BSI 03-2000

First published March 1974
First revision November 1982

The following BSI references 
relate to the work on this 
standard:
Committee reference PVC/1
Draft for comment 80/50595 DC

ISBN 0 580 12939 X

Amendments issued since publication

Amd. No. Date of issue Comments

8685 December 
1995

Indicated by a sideline in the margin

Full document details: BS EN ISO 787-11:1995

http://www.avadocuments.com/doc/bs-en-iso-787-11-1995
http://www.avadocuments.com/doc/bs-en-iso-787-11-1995


BS EN ISO 787-11:1995

© BSI 03-2000 i

Contents

Page
National foreword ii
Foreword 2
0 Introduction 3
1 Scope and field of application 3
2 References 3
3 Apparatus 3
4 Sampling 3
5 Procedure 3
6 Expression of results 4
7 Test report 4
Figure — Tamping volumeter 4
Publications referred to Inside back cover

Full document details: BS EN ISO 787-11:1995

http://www.avadocuments.com/doc/bs-en-iso-787-11-1995
http://www.avadocuments.com/doc/bs-en-iso-787-11-1995

