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National foreword

This Part of BS EN ISO 787 has been prepared by Technical Committee STI/1. 
It is identical with ISO 787-18:1983 General methods of test for pigments and 
extenders — Part 18: Determination of residue on sieve — Mechanical flushing 
procedure published by the International Organization for Standardization (ISO).
In 1995 the European Committee for Standardization (CEN) accepted 
ISO 787-18:1983 as European Standard EN ISO 787-18:1995. As a consequence 
of implementing the European Standard this British Standard is dual-numbered 
as BS EN ISO 787-18:1995, BS 3483-B12:1995.

A British Standard does not purport to include all the necessary provisions of a 
contract. Users of British Standards are responsible for their correct application.

Compliance with a British Standard does not of itself confer immunity 
from legal obligations.

Cross-references

Publication referred to Corresponding British Standard

ISO 787-7:1981 BS 3483 Methods for testing pigments for paints
Part B3:1982 Determination of residue on sieve (water 
method, using a manual procedure)

ISO 842:1984 BS 4726:1986 Methods for sampling raw materials for 
paints and varnishes
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This document comprises a front cover, an inside front cover, pages i and ii, 
the EN ISO title page, pages 2 to 6, an inside back cover and a back cover.
This standard has been updated (see copyright date) and may have had 
amendments incorporated. This will be indicated in the amendment table on the 
inside front cover.
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