BRITISH STANDARD BS EN ISO
787-23:1995

Incorporating
Amendment No. 1

(General methods of
tests for pigments and
extenders —

Part 23: Determination of density (using
a centrifuge to remove entrained air)

The European Standard EN ISO 787-23:1995 has the status of a
British Standard

ICS 87.060.10; 87.060.80
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This British Standard, having
been prepared under the
direction of the Pigments,
Paints and Varnishes
Standards Committee, was
published under the authority
of the Executive Board and
comes into effect on
31 July 1980
Amendments issued since publication
© BSI 04-2000

Amd. No. Date of issue | Comments
First published March 1974
First revision July 1980 8682 December Indicated by a sideline in the margin
1995

The following BSI references
relate to the work on this
standard:

Committee reference PVC/1
Draft for approval 80/50490
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