
Full document 
BRITISH STANDARD
 BS EN ISO 
8295:2004
Incorporating 
Amendment No. 1 to 
BS 2782-8: 
Method 824A:1996 
(renumbers the BS as  
BS EN ISO 
8295:2004)
Plastics — 

Film and sheeting — 
Determination of the 
coefficients of friction
The European Standard EN ISO 8295:2004 had the status of a 
British Standard

ICS 83.140
�����������	�
���
�
�������������������
���������

���
����������
���	

details: BS EN ISO 8295:2004

http://dx.doi.org/10.3403/00038223U
http://www.avadocuments.com/doc/bs-en-iso-8295-2004
http://www.avadocuments.com/doc/bs-en-iso-8295-2004


BS EN ISO 8295:2004

F

This British Standard, having 
been prepared under the 
direction of the Sector Board 
for Materials and Chemicals, 
was published under the 
authority of the Standards 
Board and comes into effect 
on 15 May 1996

© BSI 27 September 2004
The following BSI references 
relate to the work on this 
British Standard:
Committee reference PRI/75
Draft for comment 94/304241 DC

1

ISBN 0 580 25576 X
ull document details: BS EN ISO 82
Committees responsible for this 
British Standard
The preparation of this British Standard was entrusted to Technical 
Committee PRI/75, Plastics and rubber film and sheets, upon which the 
following bodies were represented:

British Plastics Federation
Her Majesty’s Stationery Office
Institute of Trading Standards Administration
Ministry of Defence
Packaging and Industrial Films Association
PIRA International
Amendments issued since publication

Amd. No. Date Comments

5286 27 September 2004 Implementation of the European Standard
95:2004

http://www.avadocuments.com/doc/bs-en-iso-8295-2004
http://www.avadocuments.com/doc/bs-en-iso-8295-2004


BS EN ISO 8295:2004

© BSI 27 September 2004

Full document details: BS EN ISO 8295:2004
Contents
Page

Committees responsible Inside front cover
National foreword ii

1 Scope 1
2 Normative reference 1
3 Definitions 1
4 Principle 2
5 Apparatus 2
6 Test specimens 3
7 Conditioning 4
8 Procedure 4
9 Expression of results 4
10 Precision 5
11 Test report 5

Annex A (informative) Preliminary precision data 6

Figure 1 — Example of moving-table apparatus for determination of coefficients 
of friction 2

Table A.1 — Precision of dynamic coefficient of friction 6
Table A.2 — Precision of static coefficient of friction 6
i

http://www.avadocuments.com/doc/bs-en-iso-8295-2004
http://www.avadocuments.com/doc/bs-en-iso-8295-2004


BS EN ISO 8295:2004

ii

Full document details: BS EN ISO
National foreword

This British Standard is the English language version of EN ISO 8295:2004. It is 
identical with ISO 8295:1995.

It supersedes BS 2782-8:Method 824A:1984 which is withdrawn.

Cross-references

The Technical Committee has reviewed the provisions of ISO 291:1977, to which 
reference is made in the text, and which is related to BS 2782-0, Introduction, and 
has decided that they are acceptable for use in conjunction with this standard.

The British Standards which implement international or European publications 
referred to in this document may be found in the BSI Catalogue under the section 
entitled “International Standards Correspondence Index”, or by using the 
“Search” facility of the BSI Electronic Catalogue or of British Standards Online.

This publication does not purport to include all the necessary provisions of a 
contract. Users are responsible for its correct application.

Compliance with a British Standard does not of itself confer immunity 
from legal obligations.
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This document comprises a front cover, an inside front cover, pages i and ii, the 
EN ISO title page, the EN ISO foreword page, pages 1 to 8, an inside back cover 
and a back cover.
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