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Committees responsible for this 
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The preparation of this British Standard was entrusted to Technical 
Committee PKW/2, Primary packaging, upon which the following bodies were 
represented:

Association of Drum Manufacturers 
Association of the British Pharmaceutical Industry
Brewers & Licensed Retail Association
British Aerosol Manufacturers Association
British Coatings Federation Ltd
British Fibreboard Packaging Association
British Glass Manufacturers Confederation
British Plastics Federation
British Retail Consortium
Chemical Industries Association
Cosmetic, Toiletry and Perfumery Association Limited
Department of Trade and Industry — Consumer Safety Unit, CA Division
Environmental and Technical Association for the Paper Sack Industry
Flexible Packaging Association
Institute of Packaging
Laboratory of the Government Chemist
Metal Packaging Manufacturers Association
Packaging and Industrial Films Association
Paper Federation of Great Britain
Pira International

The following bodies were also represented in the drafting of the standard, 
through sub-committees and panels:

European Tube Association
Institute of Wastes Management
Ministry of Defence

Amendments issued since publication

Amd. No. Date Comments

9397 March 1997 Indicated by a sideline in the margin
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National foreword

This British Standard has been prepared by Technical Committee PKW/2 and is 
the English language version of EN ISO 8367-2:1996 Packaging — Dimensional 
tolerances for general purpose sacks — Part 2: Sacks made from thermoplastic 
flexible film published by the European Committee for Standardization (CEN). It 
is identical with ISO 8367-2:1993 published by the International Organization 
for Standardization (ISO).
The UK participation in its preparation was entrusted to Technical Committee 
PKW/2, Primary packaging, which has the responsibility to:

— aid enquirers to understand the text;
— present to the responsible international committee any enquiries on 
interpretation, or proposals for change, and keep UK interests informed;
— monitor related international and European developments and promulgate 
them in the UK.

A British Standard does not purport to include all the necessary provisions of a 
contract. Users of British Standards are responsible for their correct application.

Compliance with a British Standard does not of itself confer immunity 
from legal obligations.

Summary of pages
This document comprises a front cover, an inside front cover, pages i and ii, 
the EN ISO title page, page 2, the ISO title page, pages ii to iv, pages 1 and 2, 
an inside back cover and a back cover.
This standard has been updated (see copyright date) and may have had 
amendments incorporated. This will be indicated in the amendment table on the 
inside front cover.
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EUROPEAN STANDARD

NORME EUROPÉENNE

EUROPÄISCHE NORM

EN ISO 8367-2

August 1996

Descriptors: Packaging, plastics products, thermoplastic resins, bags, dimensional tolerances

English version

Packaging — Dimensional tolerances for general 
purpose sacks — Part 2: Sacks made from 

thermoplastic flexible film
(ISO 8367-2:1993)

Emballages — Tolérances dimensionnelles des 
sacs d’usage général — Partie 2: Sacs faits d’un 
film thermoplastique flexible 
(ISO 8367-2:1993)

Verpackung — Maßtoleranzen für Säcke für die 
allgemeine Verwendung — Teil 2: Säcke aus 
thermoplastichen Kunststoff-Folien 
(ISO 8367-2:1993)

This European Standard was approved by CEN on 1996-03-12. CEN members
are bound to comply with the CEN/CENELEC Internal Regulations which
stipulate the conditions for giving this European Standard the status of a
national standard without any alteration.
Up-to-date lists and bibliographical references concerning such national
standards may be obtained on application to the Central Secretariat or to any
CEN member.
The European Standards exist in three official versions (English, French,
German). A version in any other language made by translation under the
responsibility of a CEN member into its own language and notified to the
Central Secretariat has the same status as the official versions.
CEN members are the national standards bodies of Austria, Belgium,
Denmark, Finland, France, Germany, Greece, Iceland, Ireland, Italy,
Luxembourg, Netherlands, Norway, Portugal, Spain, Sweden, Switzerland and
United Kingdom.

CEN

European Committee for Standardization
Comité Européen de Normalisation
Europäisches Komitee für Normung

Central Secretariat: rue de Stassart 36, B-1050 Brussels

© 1996 Copyright reserved to CEN members
Ref. No. EN ISO 8367-2:1996 E
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