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Committees responsible for this
British Standard

The preparation of this British Standard was entrusted by the Surface
Treatments and Coatings Standards Policy Committee (STC/-) to Technical
Committee STC/21, upon which the following bodies were represented:
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Annex A (informative) Spring-loaded roller

Figure 1 — Pictorial references corresponding to dust quantity
ratings 1, 2, 3, 4 and 5

Figure A.1 — Sectional side view of roller

Figure A.2 — Plan view of adjustable-height shaft and top plug
Figure A.3 — Sectional front view of lower part of roller

Figure A.4 — Calibration at the 4 kg and 5 kg graduations
Table 1 — Dust size classes
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National foreword

This British Standard is the English language version of EN ISO 8502-3:2000. It
is dual numbered as BS 7079-B4:1993.

Cross references

The British Standards which implement International or European publications
referred to in this document may be found in the BSI Standards Catalogue under
the section entitled “International Standards Correspondence Index” or by using
the “Find” facility of the BSI Standards Electronic Catalogue.

The Technical Committee has reviewed the provisions of IEC 454-2:1974, to
which reference is made in the text, and has decided that they are acceptable for
use in conjunction with this standard. IEC 454-2:1974 is related to BS 3924:1978.
Further information on the ISO 8501, ISO 8502, ISO 8503 and ISO 8504 series of
standards is given in BS 7079 Preparation of steel substrates before application of
paints and related products — Part 0: Introduction.

A British Standard does not purport to include all the necessary provisions of a
contract. Users of British Standards are responsible for their correct application.

Compliance with a British Standard does not of itself confer immunity
from legal obligations.

Summary of pages

This document comprises a front cover, an inside front cover, pages i and ii, the
EN title page, the EN foreword page, pages 1 to 8, an inside back cover and a back
cover.

The BSI copyright notice displayed in this document indicates when the
document was last issued.
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EUROPEAN STANDARD EN ISO 8502-3
NORME EUROPEENNE
EUROPAISCHE NORM May 1999

ICS 87.020

English version

Preparation of steel substrates before application of paint

and related products — Tests for the assessment of surface

cleanliness — Part 3: Assessment of dust on steel surfaces
prepared for painting (pressure-sensitive tape method)

(ISO 8502-3:1992)

Préparation des subjectiles d’acier avant application  Vorbereitung von Stahloberflachen vor dem
de peintures et de produis assimilés — Essais pour  Auftragen von Beschichtungsstoffen — Priifungen

apprécier la propreté d’'une surface — zum Beurteilen der Oberflachenreinheit —
Partie 3: Evaluation de la poussiére sur les surfaces  Teil 3: Beurteilung von Staub auf fiir das
d’acier préparéees pour la mise en peinture Beschichten vorbereiteten Stahloberflachen
(méthode du ruban adhésif sensible a la pression) (Klebeband-Verfahren)

(ISO 8502-3:1992) (ISO 8502-3:1992)

This European Standard was approved by CEN on April 1999.

CEN members are bound to comply with the CEN/CENELEC Internal
Regulations which stipulate the conditions for giving this European Standard
the status of a national standard without any alteration. Up-to-date lists and
bibliographical references concerning such national standards may be obtained
on application to the Central Secretariat or to any CEN member.

This European Standard exists in three official versions (English, French,
German). A version in any other language made by translation under the
responsibility of a CEN member into its own language and notified to the Central
Secretariat has the same status as the official versions.

CEN members are the national standards bodies of Austria, Belgium, Czech
Republic, Denmark, Finland, France, Germany, Greece, Iceland, Ireland, Italy,
Luxembourg, Netherlands, Norway, Portugal, Spain, Switzerland and United
Kingdom.

CEN

European Committee for Standardization
Comité Européen de Normalisation
Européiisches Komitee fir Normung

Central Secretariat: rue de Stassart, 36 B-1050 Brussels

© 1999 CEN All rights of exploitation in any form and by any means reserved worldwijde for CEN natlonal
Members. ocuments
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