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National foreword

This British Standard has been prepared under the direction of the Non-ferrous
Metals Standards Policy Committee and is the English language version of

EN ISO 9455-12 : 1994, Soft soldering fluxes — Test methods — Part 12: Steel
tube corrosion test, published by the European Committee for Standardization
(CEN). It is identical with ISO 9455-12 : 1992 Soft soldering fluxes — Test
methods — Part 12: Steel tube corrosion test, published by the International
Organization for Standardization (ISO).

Compliance with a British Standard does not of itself confer immunity
from legal obligations.
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