
BRITISH STANDARD BS EN ISO 
9455-9:1996

Soft soldering fluxes — 
Test methods —

Part 9: Determination of ammonia 
content

The European Standard EN ISO 9455-9:1995 has the status of a
British Standard

ICS 25.160.20; 25.160.50

Full document details: BS EN ISO 9455-9:1996

http://www.avadocuments.com/doc/bs-en-iso-9455-9-1996
http://www.avadocuments.com/doc/bs-en-iso-9455-9-1996


BS EN ISO 9455-9:1996

This British Standard, having 
been prepared under the 
direction of the Engineering 
Sector Board, was published 
under the authority of the 
Standards Board and 
comes into effect on 
15 February 1996

© BSI 01-2000

The following BSI references 
relate to the work on this 
standard:
Committee reference NFE/27
Draft for comment 92/42775 DC

ISBN 0 580 25230 2

Committees responsible for this 
British Standard

The preparation of this British Standard was entrusted to Technical 
Committee NFE/27, Tin and tin alloys, upon which the following bodies were 
represented:

Association of British Pewter Craftsmen
British Iron and Steel Producers’ Association
Federation of the Electronics Industry
International Tin Research Institute
London Metal Exchange
Metal Packaging Manufacturers’ Association
Solder Makers’ Association
Co-opted members

The following bodies were also represented in the drafting of the standard, 
through subcommittees and panels:

British Plumbing Fittings Manufacturers’ Association
Institute of Metal Finishing
Ministry of Defence
Co-opted members

Amendments issued since publication

Amd. No. Date Comments

Full document details: BS EN ISO 9455-9:1996

http://www.avadocuments.com/doc/bs-en-iso-9455-9-1996
http://www.avadocuments.com/doc/bs-en-iso-9455-9-1996


BS EN ISO 9455-9:1996

© BSI 01-2000 i

Contents

Page
Committees responsible Inside front cover
National foreword ii
Foreword 2
1 Scope 3
2 Normative reference 3
3 Principle 3
4 Reagents 3
5 Apparatus 3
6 Procedure 3
7 Calculation of results 4
8 Precision 5
9 Test report 5
Annex ZA (normative) Normative references to international 
publications with their relevant European publications 6
Figure 1 — Apparatus for determination of ammonia content 4
Table 1 5
List of references Inside back cover

Full document details: BS EN ISO 9455-9:1996

http://www.avadocuments.com/doc/bs-en-iso-9455-9-1996
http://www.avadocuments.com/doc/bs-en-iso-9455-9-1996


BS EN ISO 9455-9:1996

ii © BSI 01-2000

National foreword

This British Standard has been prepared by Technical Committee NFE/27 and is 
the English language version of EN ISO 9455-9:1995 Soft soldering fluxes — Test 
methods — Part 9: Determination of ammonia content, published by the 
European Committee for Standardization (CEN).
EN ISO 9455-9:1995 is identical with ISO 9455-9:1993, published by the 
International Organization for Standardization (ISO). 

A British Standard does not purport to include all the necessary provisions of a 
contract. Users of British Standards are responsible for their correct application.

Compliance with a British Standard does not of itself confer immunity 
from legal obligations.

Cross-reference

Publication referred to Corresponding British Standard

ISO 9454-1:1990 BS EN 29454 Soft soldering fluxes. Classification and 
requirements 
Part 1:1994 Classification, labelling and packaging

Summary of pages
This document comprises a front cover, an inside front cover, pages i and ii, 
the EN ISO title page, pages 2 to 6, an inside back cover and a back cover.
This standard has been updated (see copyright date) and may have had 
amendments incorporated. This will be indicated in the amendment table on the 
inside front cover.
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