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National foreword

This British Standard is the UK implementation of EN ISO 9647:2022. 
It is identical to ISO 9647:2020. It supersedes BS 6200‑3.34.3:1990 and 
BS ISO 9647:2022, which are withdrawn.

The UK participation in its preparation was entrusted to Technical 
Committee ISE/102, Methods of Chemical Analysis for Iron and Steel.

A list of organizations represented on this committee can be obtained on 
request to its committee manager.

 Contractual and legal considerations 

This publication has been prepared in good faith, however no 
representation, warranty, assurance or undertaking (express or 
implied) is or will be made, and no responsibility or liability is or will be 
accepted by BSI in relation to the adequacy, accuracy, completeness or 
reasonableness of this publication. All and any such responsibility and 
liability is expressly disclaimed to the full extent permitted by the law.

This publication is provided as is, and is to be used at the 
recipient’s own risk.

The recipient is advised to consider seeking professional guidance with 
respect to its use of this publication.

This publication is not intended to constitute a contract. Users are 
responsible for its correct application.

© The British Standards Institution 2022 
Published by BSI Standards Limited 2022

ISBN 978 0 539 19319 0

ICS 77.080.01

 Compliance with a British Standard cannot confer immunity from 
legal obligations. 

This British Standard was published under the authority of the Standards 
Policy and Strategy Committee on 31 May 2022.

Amendments/corrigenda issued since publication

Date Text affected

31 May 2022 This corrigendum renumbers BS ISO 9647:2020 as 
BS EN ISO 9647:2022
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EN ISO 9647:2022 (E)

European foreword

The text of ISO  9647:2020 has been prepared by Technical Committee ISO/TC 17 "Steel” of the 
International Organization for Standardization (ISO) and has been taken over as EN ISO 9647:2022 by 
Technical Committee CEN/TC 459/SC 2 “Methods of chemical analysis for iron and steel ” the secretariat 
of which is held by SIS.

This European Standard shall be given the status of a national standard, either by publication of an 
identical text or by endorsement, at the latest by September 2022, and conflicting national standards 
shall be withdrawn at the latest by September 2022.

Attention is drawn to the possibility that some of the elements of this document may be the subject of 
patent rights. CEN shall not be held responsible for identifying any or all such patent rights.

Any feedback and questions on this document should be directed to the users’ national standards body. 
A complete listing of these bodies can be found on the CEN website.

According to the CEN-CENELEC Internal Regulations, the national standards organizations of the 
following countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, 
Croatia, Cyprus, Czech Republic, Denmark, Estonia, Finland, France, Germany, Greece, Hungary, Iceland, 
Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, Republic 
of North Macedonia, Romania, Serbia, Slovakia, Slovenia, Spain, Sweden, Switzerland, Turkey and the 
United Kingdom.

Endorsement notice
The text of ISO 9647:2020 has been approved by CEN as EN ISO 9647:2022 without any modification.
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Foreword

ISO (the International Organization for Standardization) is a worldwide federation of national standards 
bodies (ISO member bodies). The work of preparing International Standards is normally carried out 
through ISO technical committees. Each member body interested in a subject for which a technical 
committee has been established has the right to be represented on that committee. International 
organizations, governmental and non‐governmental, in liaison with ISO, also take part in the work. 
ISO collaborates closely with the International Electrotechnical Commission (IEC) on all matters of 
electrotechnical standardization.

The procedures used to develop this document and those intended for its further maintenance are 
described in the ISO/IEC Directives, Part 1. In particular, the different approval criteria needed for the 
different types of ISO documents should be noted. This document was drafted in accordance with the 
editorial rules of the ISO/IEC Directives, Part 2 (see www.iso.org/directives).

Attention is drawn to the possibility that some of the elements of this document may be the subject of 
patent rights. ISO shall not be held responsible for identifying any or all such patent rights. Details of 
any patent rights identified during the development of the document will be in the Introduction and/or 
on the ISO list of patent declarations received (see www.iso.org/patents).

Any trade name used in this document is information given for the convenience of users and does not 
constitute an endorsement.

For an explanation on the meaning of ISO specific terms and expressions related to conformity 
assessment, as well as information about ISO’s adherence to the World Trade Organization (WTO) 
principles in the Technical Barriers to Trade (TBT) see the following URL: www.iso.org/iso/
foreword.html.

This document was prepared by Technical Committee ISO/TC 17, Steel, Subcommittee SC 1, Methods of 
determination of chemical composition.

This second edition cancels and replaces the first edition (ISO 9647:1989), which has been technically 
revised. The main changes compared to the previous edition are as follows:

—	 a complete revaluation of the precision data;

—	 amendment of the field of application.

Any feedback or questions on this document should be directed to the user’s national standards body. A 
complete listing of these bodies can be found at www.iso.org/members.html.
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Steel — Determination of vanadium content — Flame 
atomic absorption spectrometric method (FAAS)

1	 Scope

This document specifies a flame atomic absorption spectrometric method (FAAS) for the determination 
of the vanadium content in steel.

The method is applicable to vanadium contents between 0,01 % (mass fraction) and 0,80  % (mass 
fraction), provided that the tungsten content in a 1,0 g test portion is not higher than 1,0 % and/or the 
titanium content is not higher than 0,5 %.

2	 Normative references

The following documents are referred to in the text in such a way that some or all of their content 
constitutes requirements of this document. For dated references, only the edition cited applies. For 
undated references, the latest edition of the referenced document (including any amendments) applies.

ISO 648, Laboratory glassware — Single-volume pipettes

ISO 1042, Laboratory glassware — One-mark volumetric flasks

ISO 3696, Water for analytical laboratory use — Specification and test methods

ISO  14284, Steel and iron — Sampling and preparation of samples for the determination of 
chemical composition

3	 Terms and definitions

No terms and definitions are listed in this document.

ISO and IEC maintain terminological databases for use in standardization at the following addresses:

—	 ISO Online browsing platform: available at https://www.iso.org/obp

—	 IEC Electropedia: available at http://www.electropedia.org/

4	 Principle

Dissolution of a test portion in hydrochloric, nitric and perchloric acids.

Addition of an aluminium chloride solution as spectrochemical buffer.

Nebulisation of the test solution into an acetylene/nitrous oxide flame of an atomic absorption 
spectrometer.

Spectrometric measurement of the atomic absorption of the 318,4 nm spectral line emitted by a 
vanadium hollow-cathode lamp.

NOTE	 Other suitable radiation sources can also be used.
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5	 Reagents

During the analysis, unless otherwise specified, use only reagents of recognized analytical grade and 
only grade 2 water as specified in ISO 3696.

5.1	 Pure iron, containing <0,000 5 % of vanadium or of low and known vanadium content.

5.2	 Hydrochloric acid, ρ approximately 1,19 g/ml.

5.3	 Nitric acid, ρ approximately 1,40 g/ml.

5.4	 Perchloric acid, ρ approximately 1,67 g/ml.

WARNING — Perchloric acid vapour can cause explosions in the presence of ammonia, nitrous 
fumes or organic material in general.

5.5	 Hydrochloric acid solution, 1 + 50.

Add 10 ml of hydrochloric acid (5.2) to 500 ml of water and mix.

5.6	 Aluminium solution, 20 g/l.

Dissolve 90 g of aluminium chloride hexahydrate (AlCl3·6H2O) in about 300 ml of water, add 5 ml of 
hydrochloric acid (5.2), dilute to 500 ml with water and mix.

5.7	 Vanadium standard solution, 2,0 g/l.

5.7.1	 Preparation using vanadium metal

Weigh (1,000 ± 0,001) g of vanadium (V ≥ 99,9 %) and transfer it into a 400 ml beaker. Add 30 ml of a 
mixture of three volumes of hydrochloric acid (5.2) and one volume of nitric acid (5.3).

Cover with a watch glass and if necessary, heat gently to assist dissolution. When dissolution is complete 
evaporate the solution to just before dryness and add 20 ml of hydrochloric acid (5.2).

Allow to cool to room temperature and transfer the solution quantitatively into a 500  ml one-mark 
volumetric flask. Dilute to the mark with water and mix.

1 ml of this solution contains 2,0 mg of vanadium.

5.7.2	 Preparation using ammonium metavanadate

Dry several grams of ammonium metavanadate (NH4VO3) (purity >99,9 %) in an oven at 100  °C to 
105 °C for at least one hour and allow to cool to room temperature in a desiccator.

NOTE	 A drying temperature over 110  °C will cause decomposition of ammonium metavanadate. Keep 
strictly to the drying temperature specified.

Weight 2,296 g of the dried product into a 600 ml beaker, add about 400 ml of hot water and gently 
simmer to dissolve.

Allow to cool, transfer the solution quantitatively into a 500 ml one-mark volumetric flask. Dilute to the 
mark with water and mix.

1 ml of this solution contains 2,0 mg of vanadium.
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