BRITISH STANDARD AEROSPACE SERIES BS HC
103:1974
CONFIRMED o, 1
JULY 1982
Specification for
23 % chromium-nickel-
tungsten
corrosion-resisting
steel castings —
(Cr 23, Ni 11, W 3)
AT @
LAY ..
PR ™

NO COPYING WITHOUT BSI PERMISSION EXCEPT AS PERMITTED BY COPYRIGHT LAW
Y\ W

Document Sharing Hub

Full document details: BS HC 103:1974


http://www.avadocuments.com/doc/bs-hc-103-1974
http://www.avadocuments.com/doc/bs-hc-103-1974

BS HC 103:1974

A British Standard does not purport to include all the necessary provisions of
a contract. Users of British Standards are responsible for their correct
application.

Compliance with a British Standard does not of itself confer immunity
from legal obligations.

Summary of pages

This document comprises a front cover, an inside front cover, pages i and 11,
page 1 and a back cover.
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been approved by the This standard has been updated (see copyright date) and may have had

Aerospace Industry amendments incorporated. This will be indicated in the amendment table on
Standards Committee, the inside front cover.
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