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Amd. No. Date of issue Comments

1808 September
1975

3491 January 1981 Indicated by a sideline in the margin

Full document details: BS HR 53:1973

http://www.avadocuments.com/doc/bs-hr-53-1973
http://www.avadocuments.com/doc/bs-hr-53-1973


BS HR 53:1973

© BSI 02-2000 i

Contents

Page
1 Inspection and testing procedure 1
2 Manufacture 1
3 Chemical composition 1
4 Condition 1
5 Heat treatment 2
6 Mechanical properties 2

Full document details: BS HR 53:1973

http://www.avadocuments.com/doc/bs-hr-53-1973
http://www.avadocuments.com/doc/bs-hr-53-1973

