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INTERNATIONAL ELECTROTECHNICAL COMMISSION 
_____________ 

 
ENVIRONMENTAL ACCEPTANCE REQUIREMENTS  

FOR TIN WHISKER SUSCEPTIBILITY OF TIN AND TIN ALLOY  
SURFACE FINISHES ON SEMICONDUCTOR DEVICES 

 
 

FOREWORD 
1) The International Electrotechnical Commission (IEC) is a worldwide organization for standardization comprising 

all national electrotechnical committees (IEC National Committees). The object of IEC is to promote 
international co-operation on all questions concerning standardization in the electrical and electronic fields. To 
this end and in addition to other activities, IEC publishes International Standards, Technical Specifications, 
Technical Reports, Publicly Available Specifications (PAS) and Guides (hereafter referred to as “IEC 
Publication(s)”). Their preparation is entrusted to technical committees; any IEC National Committee interested 
in the subject dealt with may participate in this preparatory work. International, governmental and non-
governmental organizations liaising with the IEC also participate in this preparation. IEC collaborates closely 
with the International Organization for Standardization (ISO) in accordance with conditions determined by 
agreement between the two organizations. 

2) The formal decisions or agreements of IEC on technical matters express, as nearly as possible, an international 
consensus of opinion on the relevant subjects since each technical committee has representation from all 
interested IEC National Committees.  

3) IEC Publications have the form of recommendations for international use and are accepted by IEC National 
Committees in that sense. While all reasonable efforts are made to ensure that the technical content of IEC 
Publications is accurate, IEC cannot be held responsible for the way in which they are used or for any 
misinterpretation by any end user. 

4) In order to promote international uniformity, IEC National Committees undertake to apply IEC Publications 
transparently to the maximum extent possible in their national and regional publications. Any divergence 
between any IEC Publication and the corresponding national or regional publication shall be clearly indicated in 
the latter. 

5) IEC itself does not provide any attestation of conformity. Independent certification bodies provide conformity 
assessment services and, in some areas, access to IEC marks of conformity. IEC is not responsible for any 
services carried out by independent certification bodies. 

6) All users should ensure that they have the latest edition of this publication. 

7) No liability shall attach to IEC or its directors, employees, servants or agents including individual experts and 
members of its technical committees and IEC National Committees for any personal injury, property damage or 
other damage of any nature whatsoever, whether direct or indirect, or for costs (including legal fees) and 
expenses arising out of the publication, use of, or reliance upon, this IEC Publication or any other IEC 
Publications.  

8) Attention is drawn to the Normative references cited in this publication. Use of the referenced publications is 
indispensable for the correct application of this publication. 

9) Attention is drawn to the possibility that some of the elements of this IEC Publication may be the subject of 
patent rights. IEC shall not be held responsible for identifying any or all such patent rights. 

International Standard IEC 62483 has been prepared by IEC technical committee 47: 
Semiconductor devices.  

This first edition is based on JEDEC documents JESD201A and JESD22-A121A and replaces 
IEC/PAS 62483, published in 2006. This first edition constitutes a technical revision.  

This edition includes the following significant technical changes with respect to the previous 
edition: 

a) The content of IEC/PAS 62483 was added to the content of JESD201A as Annex A. 
b) A methodology was introduced for environmental acceptance testing of tin-based surface 

finishes and mitigation practices for tin whiskers. 
c) A Clause 6 was introduced detailing the reporting requirements of test results. 
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The text of this standard is based on the following documents: 

FDIS Report on voting 

47/2171/FDIS 47/2180/RVD 

 
Full information on the voting for the approval of this standard can be found in the report on 
voting indicated in the above table. 

This publication has been drafted in accordance with the ISO/IEC Directives, Part 2. 

The committee has decided that the contents of this publication will remain unchanged until 
the stability date indicated on the IEC web site under "http://webstore.iec.ch" in the data 
related to the specific publication. At this date, the publication will be  

• reconfirmed, 
• withdrawn, 
• replaced by a revised edition, or 
• amended. 

 

IMPORTANT – The 'colour inside' logo on the cover page of this publication indicates 
that it contains colours which are considered to be useful for the correct 
understanding of its contents. Users should therefore print this document using a 
colour printer. 
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INTRODUCTION 

Many companies in the electronics industry have adopted tin-based surface finishes as one of 
the methods to comply with various legislative lead-free (Pb-free) initiatives, e.g., the 
European Union’s RoHS directive. However, tin (Sn) and tin alloy surface finishes may be 
prone to tin whisker formation with associated possible reliability degradation. Appropriate 
mitigation practices may be incorporated to reduce tin whisker propensity to an acceptable 
level. 

Test conditions in accordance with Annex A and qualification limits presented in this 
International Standard are based on known Sn whisker data from around the world. These 
test conditions have not been correlated with longer environmental exposures of components 
in service. Thus, there is at present no way quantitatively to predict whisker lengths over long 
time periods based on the lengths measured in the short-term tests described in this 
document. At the time of writing, the fundamental mechanisms of tin whisker growth are not 
fully understood and acceleration factors have not been established. Therefore, the testing 
described in this document does not guarantee that whiskers will or will not grow under field 
life conditions. 
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ENVIRONMENTAL ACCEPTANCE REQUIREMENTS  
FOR TIN WHISKER SUSCEPTIBILITY OF TIN AND TIN ALLOY  

SURFACE FINISHES ON SEMICONDUCTOR DEVICES 
 
 
 

1 Scope 

This International Standard describes the methodology applicable for environmental 
acceptance testing of tin-based surface finishes and mitigation practices for tin whiskers on 
semiconductor devices. This methodology may not be sufficient for applications with special 
requirements, (i.e. military, aerospace, etc.). Additional requirements may be specified in the 
appropriate requirements (procurement) documentation. 

This International Standard does not apply to semiconductor devices with bottom-only 
terminations where the full plated surface is wetted during assembly (for example: quad-flat 
no-leads and ball grid array components, flip chip bump terminations). Adherence to this 
standard includes meeting the reporting requirements described in Clause 6. 

2 Terms and definitions 

For the purposes of this document, the following terms and definitions apply. 

2.1  
base metal 
metal alloy residing beneath all surface finish(es) and/or underplate  

  

 

 

 

 

 

 

Figure 1 – Cross-sectional view of component surface finishes 

2.2  
tin and tin alloy surface finish 
tin-based outer surface finish for external component terminations and other exposed metal 

2.3  
tin whisker mitigation practice 
process(es) performed during the manufacture of a component to reduce the propensity for tin 
whisker growth by minimizing the surface finish internal compressive stress 

Surface finish 

Underplate 
(if applicable) 

Base metal 
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2.4  
manufacturing process change acceptance 
acceptance testing of a change to a surface finish manufacturing process already accepted by 
technology acceptance tests (qv) 

2.5  
similarity acceptance 
acceptance of a change to a surface finish manufacturing process based upon similarity and 
data available from previous tin whisker technology and manufacturing process change 
acceptance tests 

2.6  
surface corrosion 
localized change to a silver-coloured tin surface finish appearing in an optical microscope as 
non-reflective dark spots ranging in size from about 25 µm on the longest dimension to the 
entire termination 

Note 1 to entry: While tin oxide is ubiquitous on tin surface finishes, surface corrosion creates a locally thick layer 
of tin oxide that may span from the substrate to the surface of the deposit at the black spot. Typical photos of 
termination corrosion are shown in Figure 2 (a) to d)). 
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a) Matte Sn on Cu with Ni plate (optical) 

 

b) Matte Sn on Cu (optical) 

 
 

c) Matte Sn on Cu (SEM) 

 
 

d) Matte Sn on Cu (optical/SEM) 

Figure 2 – Typical photographs of termination corrosion 
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2.7  
surface finish technology acceptance 
acceptance testing of surface finish material set and manufacturing processes that includes a 
defined set of base metals, underplating metals, surface finish alloy, surface finish bath 
chemistry and process flow steps 

2.8  
underplate 
underlay 
plated layers between the base metal and the outer surface finish 

2.9  
whisker 
spontaneous columnar or cylindrical filament, usually of monocrystalline metal, emanating 
from the surface of a finish  

EXAMPLE  See Figure 3 for example pictures of tin whiskers. 

Note 1 to entry: For the purposes of this document, whiskers have the following characteristics: 

– they have an aspect ratio (length/width) greater than 2; 

– they can be kinked, bent, or twisted; 

– they usually have a uniform cross-sectional shape; 

– they typically consist of a single columnar filament that rarely branches; 

– they may have striations along the length of the column and/or rings around the circumference of the column; 

– they have a length of 10 µm or more (features less than 10 µm may be deemed important for research but are 
not considered significant for this test method). 

Note 2 to entry: Whiskers are not to be confused with dendrites, fern-like growths on the surface of a material 
which can be formed as a result of electromigration of an ionic species or produced during solidification. (See 
Figure 4 for a picture of a typical solidification dendrite.) 

  

  

a) Tin whisker filaments b) Whisker with a consistent cross section 

c) Kinked whisker d) Kinked whiskers growing from a nodule 
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Figure 3 – Examples of tin whiskers 

e) Branched tin whiskers on bright tin (rare) f) Whisker initiating from a hillock 

g) Tin whisker filament with striations h) Tin whisker filament with striations 

j) Tin whisker with rings i) Kinked whisker on odd-shaped eruptions 
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Figure 4 – Non-whisker surface formations 

2.10  
whisker length 
straight line distance from the point of emergence of the whisker to the most distant point on 
the whisker  

Note 1 to entry: The whisker length is the radius of a sphere containing the whisker with its centre located at the 
point of emergence, see Figure 5. 

 
 
 
 
 
 
 
 
 
 
 
 
 
 

 
Figure 5 – Whisker length measurement 

a) Dendrites are fern-like growths formed for 
example as a result of solidification.   

They are not whiskers 

 

 
b) Hillocks may be precursors to whiskers  

in some cases, but are not considered  
whiskers for the purposes of  

this test method 

c) “Flower” created on a tin plating exposed to  
the test condition of high-temperature  

humidity storage and is most likely  
a result of a combination of surface  

contamination and condensation 

Surface 

Whisker 

 

Whisker 
length 

  
d) Dendrites formed on a tin surface  

during plating.   
These are not tin whiskers 
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2.11  
whisker density 
number of whiskers per unit area on a single lead or coupon area 

2.12  
whisker growth 
measurable changes in whisker length and/or whisker density after exposure to a whisker test 
condition for a certain duration or number of cycles 

2.13  
whisker test coupon 
piece of metal of specified size and shape that is plated or dipped with a tin finish for the 
purpose of measuring the propensity for whisker formation and growth 

2.14  
minimum lead-to-lead gap 
minimum gap between leads (terminations) 

 

Figure 6 – Minimum lead-to-lead gap 

2.15  
matte tin 
tin film with lower internal stresses and larger grain sizes typically of 1 µm or greater and 
carbon content less than 0,050 % 

2.16  
bright tin 
tin film with higher internal stresses and smaller grain size of 0,5 µm to 0,8 µm and carbon 
content of 0,2 % to 1,0 % 

3 Test method for measuring tin whisker growth 

3.1 Procedure 

Except as specifically noted in this document, the procedures for conducting stress testing 
and inspections for tin whisker growth as shown in Annex A, shall be used as applicable to 
satisfy this acceptance standard. 

3.2 Test samples 

In most cases, individual production components shall be used for the acceptance test. 
However, for some assembled components with internal tin plated surfaces that cannot be 
inspected optically, e.g., internal surfaces of cans and hybrid component lids, testing and 
inspection of piece parts may be necessary. In addition, components with tin or tin alloy 
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