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National foreword

This British Standard is the UK implementation of ISO 10216:2010, 
incorporating corrigendum April 2011.

The UK participation in its preparation was entrusted to Technical 
Committee STI/32, Anodic oxidation coatings on aluminium.

A list of organizations represented on this committee can be obtained on 
request to its secretary.

This publication does not purport to include all the necessary provisions of a 
contract. Users are responsible for its correct application.

Compliance with a British Standard cannot confer immunity from 
legal obligations.
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31 July 2011 Implementation of ISO corrigendum April 2011: 
replacement of Figure 1

This British Standard 
was published under the 
authority of the Standards 
Policy and Strategy 
Committee on 30 April 
2010

© BSI 2011

ISBN 978 0 580 74853 0

Full document details: BS ISO 10216:2010

http://www.avadocuments.com/doc/bs-iso-10216-2010
http://www.avadocuments.com/doc/bs-iso-10216-2010


  

 

Reference number
ISO 10216:2010(E)

© ISO 2011
 

 

 

INTERNATIONAL 
STANDARD 

ISO
10216

Second edition
2010-03-15

Anodizing of aluminium and its alloys — 
Instrumental determination of image 
clarity of anodic oxidation coatings — 
Instrumental method 

Anodisation de l'aluminium et de ses alliages — Détermination de la 
netteté d'image sur couches anodiques — Méthode instrumentale 

 

Full document details: BS ISO 10216:2010

http://dx.doi.org/10.3403/00291870U
http://dx.doi.org/10.3403/00291870U
http://www.avadocuments.com/doc/bs-iso-10216-2010
http://www.avadocuments.com/doc/bs-iso-10216-2010


BS ISO 10216:2010
ISO 10216:2010(E) 

PDF disclaimer 
This PDF file may contain embedded typefaces. In accordance with Adobe's licensing policy, this file may be printed or viewed but 
shall not be edited unless the typefaces which are embedded are licensed to and installed on the computer performing the editing. In 
downloading this file, parties accept therein the responsibility of not infringing Adobe's licensing policy. The ISO Central Secretariat 
accepts no liability in this area. 

Adobe is a trademark of Adobe Systems Incorporated. 

Details of the software products used to create this PDF file can be found in the General Info relative to the file; the PDF-creation 
parameters were optimized for printing. Every care has been taken to ensure that the file is suitable for use by ISO member bodies. In 
the unlikely event that a problem relating to it is found, please inform the Central Secretariat at the address given below. 

 

 COPYRIGHT PROTECTED DOCUMENT 
 
©   ISO 2010 
All rights reserved. Unless otherwise specified, no part of this publication may be reproduced or utilized in any form or by any means, 
electronic or mechanical, including photocopying and microfilm, without permission in writing from either ISO at the address below or 
ISO's member body in the country of the requester. 

ISO copyright office 
Case postale 56 • CH-1211 Geneva 20 
Tel.  + 41 22 749 01 11 
Fax  + 41 22 749 09 47 
E-mail  copyright@iso.org 
Web  www.iso.org 

Published in Switzerland 
 

ii  © ISO 2011
 

 

Full document details: BS ISO 10216:2010

http://www.avadocuments.com/doc/bs-iso-10216-2010
http://www.avadocuments.com/doc/bs-iso-10216-2010


BS ISO 10216:2010
ISO 10216:2010(E) 

© ISO 2011 iii
 

Foreword 

ISO (the International Organization for Standardization) is a worldwide federation of national standards bodies 
(ISO member bodies). The work of preparing International Standards is normally carried out through ISO 
technical committees. Each member body interested in a subject for which a technical committee has been 
established has the right to be represented on that committee. International organizations, governmental and 
non-governmental, in liaison with ISO, also take part in the work. ISO collaborates closely with the 
International Electrotechnical Commission (IEC) on all matters of electrotechnical standardization. 

International Standards are drafted in accordance with the rules given in the ISO/IEC Directives, Part 2. 

The main task of technical committees is to prepare International Standards. Draft International Standards 
adopted by the technical committees are circulated to the member bodies for voting. Publication as an 
International Standard requires approval by at least 75 % of the member bodies casting a vote. 

ISO 10216 was prepared by Technical Committee ISO/TC 79, Light metals and their alloys, Subcommittee 
SC 2, Organic and anodic oxidation coatings on aluminium. 

This second edition cancels and replaces the first edition (ISO 10216:1992), which has been technically 
revised. 

Full document details: BS ISO 10216:2010

http://dx.doi.org/10.3403/00291870U
http://dx.doi.org/10.3403/00291870
http://www.avadocuments.com/doc/bs-iso-10216-2010
http://www.avadocuments.com/doc/bs-iso-10216-2010


BS ISO 10216:2010
ISO 10216:2010(E) 

iv © ISO 2011
 

Introduction 

Estimation of the image clarity of anodic oxidation coatings on aluminium and its alloys is normally carried out 
visually by observing the clearness of an image on the surface. However, the image can be observed at 
various angles and be confused with the gloss level of a surface, and while the degree of image clarity is 
mainly influenced by the clearness of the coating, it is also affected by image distortion caused by surface 
irregularities and the haziness of the coating layer. Standardized methods of determining image clarity were 
therefore required. 

This International Standard specifies the use of an instrumental method for measuring image clarity using an 
optical comb. A related International Standard (ISO 10215[2]) specifies the use of a chart scale also based on 
an optical comb together with a lightness scale to rank image clarity. 

NOTE This instrumental method provides more accurate measurements of image clarity and can be used in cases of 
dispute. 

 

Full document details: BS ISO 10216:2010

http://dx.doi.org/10.3403/00291922U
http://www.avadocuments.com/doc/bs-iso-10216-2010
http://www.avadocuments.com/doc/bs-iso-10216-2010

