
BRITISH STANDARD BS ISO
10833:1992

Implementation of
ISO 10833:1992

Textile floor 
coverings — 
Determination of 
mechanical damage at 
a cut edge —
Modified Vettermann 
drum tester method

UDC 645.13-0.37:677.017.8

Full document details: BS ISO 10833:1992

http://www.avadocuments.com/doc/bs-iso-10833-1992
http://www.avadocuments.com/doc/bs-iso-10833-1992


BS ISO 10833:1992

This British Standard, having 
been prepared under the 
direction of the Textiles and 
Clothing Standards Policy 
Committee, was published 
under the authority 
of the Standards
Board and comes
into effect on
15 March 1993

© BSI 02-2000

The following BSI references 
relate to the work on this 
standard:
Committee reference TCM/3
Draft for comment 90/39976 DC

ISBN 0 580 21648 9

Committees responsible for this 
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The preparation of this British Standard was entrusted by the Textiles and 
Clothing Standards Policy Committee (TCM/-) to Technical Committee TCM/3, 
upon which the following bodies were represented:

Association of Consulting Scientists
British Carpet Manufacturers’ Association Ltd.
British Polyolefin Textiles Association
British Retail Consortium
British Shops and Stores Association (BSSA)
British Textile Confederation
British Textile Technology Group
Confederation of British Wool Textiles Limited
Consumer Policy Committee of BSI
Contract Flooring Association
Fibre Bonded Carpet Manufacturers’ Association
Health Care Supplies South West
Institute of Trading Standards Administration
International Wool Secretariat
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National foreword

This British Standard reproduces verbatim ISO 10833:1992 and implements it as 
the UK national standard.
This British Standard is published under the direction of the Textiles and 
Clothing Standards Policy Committee whose Technical Committee TCM/3 has 
the responsibility to:

— aid enquirers to understand the text;
— present to the responsible international committee any enquiries on 
interpretation, or proposals for change, and keep UK interests informed;
— monitor related international and European developments and promulgate 
them in the UK.

NOTE International and European Standards, as well as overseas standards, are available from 
BSI Sales Department, BSI, Linford Wood, Milton Keynes, MK14 6LE.

A British Standard does not purport to include all the necessary provisions of a 
contract. Users of British Standards are responsible for their correct application.

Compliance with a British Standard does not of itself confer immunity 
from legal obligations.

Summary of pages
This document comprises a front cover, an inside front cover, pages i and ii, 
the ISO title page, pages ii to iv, pages 1 to 4 and a back cover.
This standard has been updated (see copyright date) and may have had 
amendments incorporated. This will be indicated in the amendment table on the 
inside front cover.
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