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National foreword
This British Standard reproduces verbatim ISO 1268-10:2005 and implements 
it as the UK national standard.

The UK participation in its preparation was entrusted to Technical Committee 
PRI/42, Fibre reinforced thermosetting plastics and prepregs, which has the 
responsibility to: 

A list of organizations represented on this committee can be obtained on 
request to its secretary.

Cross-references

The British Standards which implement international publications referred to 
in this document may be found in the BSI Catalogue under the section entitled 
“International Standards Correspondence Index”, or by using the “Search” 
facility of the BSI Electronic Catalogue or of British Standards Online.

This publication does not purport to include all the necessary provisions of a 
contract. Users are responsible for its correct application. 

Compliance with a British Standard does not of itself confer immunity 
from legal obligations.

— aid enquirers to understand the text;

— present to the responsible international/European committee any 
enquiries on the interpretation, or proposals for change, and keep the 
UK interests informed;

— monitor related international and European developments and 
promulgate them in the UK.
Summary of pages

This document comprises a front cover, an inside front cover, the ISO title page, 
pages ii to v, a blank page, pages 1 to 16, an inside back cover and a back cover.

The BSI copyright notice displayed in this document indicates when the 
document was last issued.
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Foreword 

ISO (the International Organization for Standardization) is a worldwide federation of national standards bodies 
(ISO member bodies). The work of preparing International Standards is normally carried out through ISO 
technical committees. Each member body interested in a subject for which a technical committee has been 
established has the right to be represented on that committee. International organizations, governmental and 
non-governmental, in liaison with ISO, also take part in the work. ISO collaborates closely with the 
International Electrotechnical Commission (IEC) on all matters of electrotechnical standardization. 

International Standards are drafted in accordance with the rules given in the ISO/IEC Directives, Part 2. 

The main task of technical committees is to prepare International Standards. Draft International Standards 
adopted by the technical committees are circulated to the member bodies for voting. Publication as an 
International Standard requires approval by at least 75 % of the member bodies casting a vote. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of patent 
rights. ISO shall not be held responsible for identifying any or all such patent rights. 

ISO 1268-10 was prepared by Technical Committee ISO/TC 61, Plastics, Subcommittee SC 13, Composites 
and reinforcement fibres. 

Together with the other parts (see below), this part of ISO 1268 cancels and replaces ISO 1268:1974, which 
has been technically revised. 

ISO 1268 consists of the following parts, under the general title Fibre-reinforced plastics — Methods of 
producing test plates: 

 Part 1: General conditions 

 Part 2: Contact and spray-up moulding 

 Part 3: Wet compression moulding 

 Part 4: Moulding of prepregs 

 Part 5: Filament winding 

 Part 6: Pultrusion moulding 

 Part 7: Resin transfer moulding 

 Part 8: Compression moulding of SMC and BMC 

 Part 9: Moulding of GMT/STC 

 Part 10: Injection moulding of BMC and other long-fibre moulding compounds — General principles and 
moulding of multipurpose test specimens 

 Part 11: Injection moulding of BMC and other long-fibre moulding compounds — Small plates 

BS ISO 1268−10:2005

Full document details: BS ISO 1268-10:2005

http://dx.doi.org/10.3403/BSISO1268
http://dx.doi.org/10.3403/03218228U
http://dx.doi.org/10.3403/00038326U
http://dx.doi.org/10.3403/00038326
http://dx.doi.org/10.3403/00038326U
http://www.avadocuments.com/doc/bs-iso-1268-10-2005
http://www.avadocuments.com/doc/bs-iso-1268-10-2005


 v
 

Introduction 

Many factors in the injection-moulding process can influence the properties of moulded test specimens and 
hence the measured values obtained when the specimens are used in a test method. The thermal and 
mechanical properties of such specimens are in fact strongly dependent on the conditions of the moulding 
process used to prepare the specimens. Exact definition of each of the main parameters of the moulding 
process is a basic requirement for reproducible and comparable operating conditions. 

It is important in defining moulding conditions to consider any influence the conditions may have on the 
properties to be determined. Thermosets may show differences in orientation and length of anisotropic fillers 
such as long fibres and in curing. Residual (“frozen-in”) stresses in the moulded test specimens may also 
influence properties. Due to the crosslinking of thermosets, molecular orientation is of less influence on 
mechanical properties than it is for thermoplastics. Each of these phenomena must be controlled to avoid 
fluctuation of the numerical values of the measured properties. 

The principles described in this part of ISO 1268 are the same as those in ISO 10724-1. Only a few details of 
the moulds have changed, as has specimen thickness, because of the use of long-fibre reinforcements. It is 
therefore possible to compare the properties of long-fibre moulding compounds with those of thermosetting 
powder moulding compounds (PMCs) and thermoplastics. 

 

BS ISO 1268−10:2005

Full document details: BS ISO 1268-10:2005

http://dx.doi.org/10.3403/BSISO1268
http://dx.doi.org/10.3403/00038326U
http://dx.doi.org/10.3403/02526227U
http://www.avadocuments.com/doc/bs-iso-1268-10-2005
http://www.avadocuments.com/doc/bs-iso-1268-10-2005


blank

Full document details: BS ISO 1268-10:2005

http://www.avadocuments.com/doc/bs-iso-1268-10-2005
http://www.avadocuments.com/doc/bs-iso-1268-10-2005

