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Committees responsible for this
British Standard

The preparation of this British Standard was entrusted to Technical Committee
PRI/26, Burning behaviour of plastics and rubbers, upon which the following bodies
wererepresented:

Association of Building Component Manufacturers

Association of Manufacturers of Domestic Electrical Appliances
British Apparel and Textile Confederation

British Cable Makers Confederation

British Electrical Systems Association (BEAMA Ltd.)

British Plastics Federation

British Railways Board

British Telecommunications plc

Civil Aviation Authority

Department of the Environment (Building Research Establishment)
ERA Technology Ltd.

Electrical and Electronic Insulation Association (BEAMA Ltd.)
Electrical Installation Equipment Manufacturers Association (BEAMA Ltd.)
Electricity Association

Federation of the Electronics Industry

GAMBICA (BEAMA Ltd.)

Home Office

Institute of Materials

Lighting Industry Federation Ltd.

Ministry of Defence

National Supervising Inspectorate

Queen Mary and Westfield College

RAPRA Technology Ltd.

Society of British Aerospace Companies Limited

Society of Motor Manufacturers and Traders Limited

University of Ulster

Warrington Fire Research Centre

This British Standard, having
been prepared under the
direction of the Sector Board for
Materials and Chemicals, was
published under the authority of
the Standards Board and comes
into effect on
15 April 1996
Amendments issued since publication
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The following BSI references
relate to the work on this
standard:

Committee reference PRI/26
Draft for comment 94/340014 DC
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National foreword

This British Standard reproduces verbatim ISO 12992 : 1995 and implements it as the
UK national standard.

This British Standard is published under the direction of the Sector Board for Materials
and Chemicals whose Technical Committee PRI/26 has the responsibility to:

— aid enquirers to understand the text;

— present to the responsible international committee any enquiries on
interpretation, or proposals for change, and keep UK interests informed,;

— monitor related international and European developments and promulgate them
in the UK.

NOTE. International and European Standards, as well as overseas standards, are available from
Customer Services, BSI, 389 Chiswick High Road, London W4 4AL.

Compliance with a British Standard does not of itself confer immunity from
legal obligations.
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Plastiques — Détermination de la propagation verticale de la flamme sur
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ISO 12992:1995(E)
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