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National foreword

This British Standard is the UK implementation of ISO 13007-6:2020.

The UK participation in its preparation was entrusted to Technical
Committee B/539, Ceramic tiles and other rigid tiling.

A list of organizations represented on this committee can be obtained on
request to its committee manager.

This publication does not purport to include all the necessary provisions
of a contract. Users are responsible for its correct application.

© The British Standards Institution 2020
Published by BSI Standards Limited 2020

ISBN 978 0 539 01646 8
1CS 91.100.10; 91.100.23

Compliance with a British Standard cannot confer immunity from
legal obligations.

This British Standard was published under the authority of the
Standards Policy and Strategy Committee on 30 November 2020.
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Foreword

ISO (the International Organization for Standardization) is a worldwide federation of national standards
bodies (ISO member bodies). The work of preparing International Standards is normally carried out
through ISO technical committees. Each member body interested in a subject for which a technical
committee has been established has the right to be represented on that committee. International
organizations, governmental and non-governmental, in liaison with ISO, also take part in the work.
ISO collaborates closely with the International Electrotechnical Commission (IEC) on all matters of
electrotechnical standardization.

The procedures used to develop this document and those intended for its further maintenance are
described in the ISO/IEC Directives, Part 1. In particular, the different approval criteria needed for the
different types of ISO documents should be noted. This document was drafted in accordance with the
editorial rules of the ISO/IEC Directives, Part 2 (see www.iso.org/directives).

Attention is drawn to the possibility that some of the elements of this document may be the subject of
patent rights. ISO shall not be held responsible for identifying any or all such patent rights. Details of
any patent rights identified during the development of the document will be in the Introduction and/or
on the ISO list of patent declarations received (see www.iso.org/patents).

Any trade name used in this document is information given for the convenience of users and does not
constitute an endorsement.

For an explanation of the voluntary nature of standards, the meaning of ISO specific terms and
expressions related to conformity assessment, as well as information about ISO's adherence to the
World Trade Organization (WTO) principles in the Technical Barriers to Trade (TBT) see www.iso.
org/iso/foreword.html.

This document was prepared by Technical Committee ISO/TC 189, Ceramic tile.
Alist of all parts in the ISO 13007 series can be found on the ISO website.

Any feedback or questions on this document should be directed to the user’s national standards body. A
complete listing of these bodies can be found at www.iso.org/members.html.
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Ceramic tiles — Grouts and adhesives —

Part 6:

Requirements, test methods, evaluation of conformity,
classification and designation for waterproof membranes
used with the installation of ceramic tiles

1 Scope

This document applies to all bonded sheet waterproofing membranes that are used beneath ceramic
tiling for internal and external tile installations on walls and floors.

This document provides the terminology concerning the products and specifies the test methods and
the values of performance requirements for bonded sheet waterproofing products associated with
tile adhesives.

Furthermore, this document specifies the evaluation of conformity and the classification and
designation of all bonded sheet waterproofing products beneath ceramic tiling.

NOTE1 Bonded sheet waterproofing products can also be used beneath other types of tiles (natural and
agglomerated stones etc.), where they do not adversely affect these materials.

NOTE 2  This document does not address crack isolation, decoupling, sound control, thermal properties, or any
aspect of membranes apart from waterproofing.

2 Normative references

The following documents are referred to in the text in such a way that some or all of their content
constitutes requirements of this document. For dated references, only the edition cited applies. For
undated references, the latest edition of the referenced document (including any amendments) applies.

IS0 13006, Ceramic tiles — Definitions, classification, characteristics and marking

ISO 13007-1, Ceramic tiles — Grouts and adhesives — Part 1: Terms, definitions and specifications
for adhesives

IS0 13007-2, Ceramic tiles — Grouts and adhesives — Part 2: Test methods for adhesives
IS0 15605, Adhesives — Sampling
EN 197-1, Cement — Part 1: Composition, specifications and conformity criteria for common cements

EN 480-1:2014, Admixture for concrete, mortar and grout — Test methods — Part 1: Reference concrete
and mortar for testing

EN 1008, Mixing water for concrete — Specification for sampling, testing and assessing the suitability of
water, including water recovered from processes in the concrete industry, as mixing water for concrete

EN 1067, Adhesives — Examination and preparation of samples for testing

EN 1931, Flexible sheets for waterproofing — Bitumen, plastic and rubber sheets for roof waterproofing —
Determination of water vapour transmission properties

EN 12390-2, Testing hardened concrete — Part 2: Making and curing specimens for strength tests
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