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National foreword

This British Standard is the UK implementation of ISO 15470:2017. It
supersedes BS 1SO 15470:2004.

The UK participation in its preparation was entrusted to Technical
Committee CII/60, Surface chemical analysis.

A list of organizations represented on this committee can be
obtained on request to its secretary.

This publication does not purport to include all the necessary
provisions of a contract. Users are responsible for its correct
application.

© The British Standards Institution 2017.
Published by BSI Standards Limited 2017
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Compliance with a British Standard cannot confer immunity from
legal obligations.

This British Standard was published under the authority of the
Standards Policy and Strategy Committee on 31 March 2017.

Amendments/corrigenda issued since publication
Date Text affected

Documents

Document Sharing Hub

Full document details: BS ISO 15470:2017


http://dx.doi.org/10.3403/03239721
http://www.avadocuments.com/doc/bs-iso-15470-2017
http://www.avadocuments.com/doc/bs-iso-15470-2017

Full document details: BS ISO 15470:2017

INTERNATIONAL
STANDARD

Second edition
2017-03

Surface chemical analysis — X-ray
photoelectron spectroscopy —
Description of selected instrumental
performance parameters

Analyse chimique des surfaces — Spectroscopie de photoélectrons

X — Description de certains parameétres relatifs a la performance
instrumentale

Reference number
1SO 15470:2017(E)

Documents

Document Sharing Hub
© IS0 2017



http://dx.doi.org/10.3403/03239721U
http://dx.doi.org/10.3403/03239721U
http://www.avadocuments.com/doc/bs-iso-15470-2017
http://www.avadocuments.com/doc/bs-iso-15470-2017

BS ISO 15470:2017
ISO 15470:2017(E)

COPYRIGHT PROTECTED DOCUMENT

© IS0 2017, Published in Switzerland

All rights reserved. Unless otherwise specified, no part of this publication may be reproduced or utilized otherwise in any form
or by any means, electronic or mechanical, including photocopying, or posting on the internet or an intranet, without prior
written permission. Permission can be requested from either ISO at the address below or ISO’s member body in the country of
the requester.

ISO copyright office

Ch. de Blandonnet 8 « CP 401
CH-1214 Vernier, Geneva, Switzerland
Tel. +41 22 749 01 11

Fax +41 22 749 09 47

copyright@iso.org
www.iso.org
Documents
.. Document Sharing Hub
11 © ISO 2017 - All rights reserved

Full document details: BS ISO 15470:2017


http://www.avadocuments.com/doc/bs-iso-15470-2017
http://www.avadocuments.com/doc/bs-iso-15470-2017

BS ISO 15470:2017
ISO 15470:2017(E)

Contents Page
FFOT@WOTM ........ooccccceeeesse e85 5588585555555 iv
IIMETOUICEIONL. ..ot 8885 v
1 S0P ... 1
2 Normative references
3 Terms and definitions
4 Abbreviated terms
5 Description of selected instrumental performance parameters. ... 1
5.1  Method of analysis 1
5.2 Samples w1
5.3 SYSTEIM CONMFIGUIATEON .o 2
54 XeTQY SOUICE oo 2
54.1 Anode type... 2
5.4.2  Anode power 2
5.4.3  Expected anode lifetime 2
5.5 Spectrometer intensity performance and energy resolution 2
5.6 Spectrometer €Nergy SCALE ... w2
5.7 Spectrometer INtEeNSITY HNMEATTEY ... 3
5.8 Spectrometer reSPONSE fUNCEION ..o 3
5.9 Imaging and selected area resolution 3
59.1  General. ... 3
59.2 Method 1 3
5.9.3 Method 2 3
59.4 Method 3 4
5.10  Charge NEULTAIZATION ...ttt 4
511 ANGIE-TESOIVEA XPS.......oo et 4
5.12 VACUUIM ENVITOTITIEIIE ...ooooiieiiieiieeiee et 4
BIDLEOZTAPIIY . ... 5
Documents
] Document Sharin%Hub
© IS0 2017 - All rights reserved 1

Full document details: BS 1ISO 15470:2017


http://www.avadocuments.com/doc/bs-iso-15470-2017
http://www.avadocuments.com/doc/bs-iso-15470-2017

