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Foreword

ISO (the International Organization for Standardization) is a worldwide federation of national standards 
bodies (ISO member bodies). The work of preparing International Standards is normally carried out 
through ISO technical committees. Each member body interested in a subject for which a technical 
committee has been established has the right to be represented on that committee. International 
organizations, governmental and non-governmental, in liaison with ISO, also take part in the work. 
ISO collaborates closely with the International Electrotechnical Commission (IEC) on all matters of 
electrotechnical standardization. 

The procedures used to develop this document and those intended for its further maintenance are 
described in the ISO/IEC Directives, Part 1. In particular, the different approval criteria needed for the 
different types of ISO documents should be noted. This document was drafted in accordance with the 
editorial rules of the ISO/IEC Directives, Part 2 (see www.iso.org/directives).

Attention is drawn to the possibility that some of the elements of this document may be the subject of 
patent rights. ISO shall not be held responsible for identifying any or all such patent rights. Details of 
any patent rights identified during the development of the document will be in the Introduction and/or 
on the ISO list of patent declarations received (see www.iso.org/patents).

Any trade name used in this document is information given for the convenience of users and does not 
constitute an endorsement. 

For an explanation of the voluntary nature of standards, the meaning of ISO specific terms and 
expressions related to conformity assessment, as well as information about ISO's adherence to 
the World Trade Organization (WTO) principles in the Technical Barriers to Trade (TBT), see 
www.iso.org/iso/foreword.html.

This document was prepared by Technical Committee ISO/TC  67, Materials, equipment and offshore 
structures for petroleum, petrochemical and natural gas industries, Subcommittee SC  2 Pipeline 
transportation systems.

This second edition cancels and replaces the first edition (ISO  15590-3:2004), which has been 
technically revised. The main changes compared to the previous edition are as follows:

a)	 changed title;

b)	 added the possibility to execute NDE following the International Standards and EN and ASTM 
standards;

c)	 updated pressure-containment calculations in line with ASME VIII Division 1 or Division 2;

d)	 updated manufacturing of Hubs, now in line with ASME B16.5;

e)	 updated heat treatment subclause;

f)	 modified the chemical analysis in Table 4;

g)	 reviewed forging preparation requirements;

h)	 modified dimension of flanges to be in accordance with ASME B16.5, ASME B16.36, ASME B16.47, 
ANSI/MSS SP-44;

i)	 reviewed tolerances to be in accordance with manufacturing standard;

j)	 reviewed flange-face finish to be in accordance with manufacturing standard;

k)	 updated applicable standards relating to HIC and SSC;

l)	 modified Marking to be in accordance with ASME B16.5 requirements.

A list of all parts in the ISO 15590 series can be found on the ISO website.
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Any feedback or questions on this document should be directed to the user’s national standards body. A 
complete listing of these bodies can be found at www.iso.org/members.html.
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INTERNATIONAL STANDARD ISO 15590-3:2022(E)

Petroleum and natural gas industries — Factory bends, 
fittings and flanges for pipeline transportation systems —

Part 3: 
Flanges

1	 Scope

This document specifies the technical requirements for carbon steel and low-alloy steel forged flanges 
for use in pipeline transportation systems for the petroleum and natural gas industries as defined in 
ISO 13623.

This document applies to weldneck and blind flanges (full face, raised face, and RTJ groove) as well as 
anchor, swivel-ring flanges and orifice flanges.

This document designates those categories of flanges that meet the industry's need to match 
ISO 3183 pipe. These flanges are for normal and low-temperature service and include supplementary 
requirements where required for sour service.

Materials for, or the attachment of, factory-welded extensions, bolting materials, gaskets, slip-on 
flanges or flanged fittings are not covered by this document.

This document is not applicable to integrally cast or forged flanges for valves, pumps or other equipment.

This document does not cover the selection of the flange category or pressure class. Sizes and pressure 
classes listed in ISO 7005-1 and applicable to this document are as follows:

—	 DN 10 (NPS 1/2) to DN 1500 (NPS 60);

—	 PN 20 (class 150), PN 50 (class 300), PN 100 (class 600), PN 150 (class 900), PN 250 (class 1500), 
PN 420 (class 2500).

2	 Normative references

The following documents are referred to in the text in such a way that some or all of their content 
constitutes requirements of this document. For dated references, only the edition cited applies. For 
undated references, the latest edition of the referenced document (including any amendments) applies.

ISO 148-1, Metallic materials — Charpy pendulum impact test — Part 1: Test method

ISO 377, Steel and steel products — Location and preparation of samples and test pieces for mechanical 
testing

ISO 2566-1, Steel — Conversion of elongation values — Part 1: Carbon and low alloy steels

ISO 3183, Petroleum and natural gas industries — Steel pipe for pipeline transportation systems

ISO 4885, Ferrous materials — Heat treatments — Vocabulary

ISO 6892-1, 	 Metallic materials — Tensile testing — Part 1: Method of test at room temperature

ISO 6892-2, Metallic materials — Tensile testing — Part 2: Method of test at elevated temperature

ISO 6507-1:2018, Metallic materials — Vickers hardness test — Part 1: Test method
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