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National foreword

This British Standard is the UK implementation of ISO 188:2007. It 
supersedes BS ISO 188:1998 which is withdrawn.
The UK participation in its preparation was entrusted to Technical Committee 
PRI/22, Physical testing of rubber.
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This publication does not purport to include all the necessary provisions of a 
contract. Users are responsible for its correct application.
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Foreword 

ISO (the International Organization for Standardization) is a worldwide federation of national standards bodies 
(ISO member bodies). The work of preparing International Standards is normally carried out through ISO 
technical committees. Each member body interested in a subject for which a technical committee has been 
established has the right to be represented on that committee. International organizations, governmental and 
non-governmental, in liaison with ISO, also take part in the work. ISO collaborates closely with the 
International Electrotechnical Commission (IEC) on all matters of electrotechnical standardization. 

International Standards are drafted in accordance with the rules given in the ISO/IEC Directives, Part 2. 

The main task of technical committees is to prepare International Standards. Draft International Standards 
adopted by the technical committees are circulated to the member bodies for voting. Publication as an 
International Standard requires approval by at least 75 % of the member bodies casting a vote. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of patent 
rights. ISO shall not be held responsible for identifying any or all such patent rights. 

ISO 188 was prepared by Technical Committee ISO/TC 45, Rubber and rubber products, Subcommittee SC 2, 
Testing and analysis. 

This fourth edition cancels and replaces the third edition (ISO 188:1998), which has been technically revised. 
It also incorporates the Technical Corrigendum ISO 188:1998/Cor.1:2003. The revision includes the deletion 
of method C (ageing under oxygen pressure) since it is a dangerous test and has no correlation with natural 
ageing. In addition, precision data from a second interlaboratory test programme (ITP) have been added and 
some of the data from the first ITP corrected (affecting, in particular, certain of the absolute mean and relative 
precision values). 
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Introduction 

Accelerated ageing and heat resistance tests are designed to estimate the relative resistance of rubber to 
deterioration with the passage of time. For this purpose, the rubber is subjected to controlled deteriorating 
influences for definite periods, after which appropriate properties are measured and compared with the 
corresponding properties of the unaged rubber. 

In accelerated ageing, the rubber is subjected to a test environment intended to produce the effect of natural 
ageing in a shorter time. 

In the case of heat resistance tests, the rubber is subjected to prolonged periods at the same temperature as 
that which it will experience in service. 

Two types of method are given in this International Standard, namely an air-oven method using a low air 
speed and an air-oven method using forced air ventilation for a high air speed. 

The selection of the time, temperature and atmosphere to which the test pieces are exposed and the type of 
oven to use will depend on the purpose of the test and the type of polymer. 

In air-oven methods, deterioration is accelerated by raising the temperature. The degree of acceleration thus 
produced varies from one rubber to another and from one property to another. 

Degradation can also be accelerated by air speed. Consequently, ageing with different ovens can give 
different results.  

Consequences of these effects are: 

a) Accelerated ageing does not truly reproduce under all circumstances the changes produced by natural 
ageing. 

b) Accelerated ageing sometimes fails to indicate accurately the relative natural or service life of different 
rubbers; thus, ageing at temperatures greatly above ambient or service temperatures may tend to 
equalize the apparent lives of rubbers, which deteriorate at different rates in storage or service. Ageing at 
one or more intermediate temperatures is useful in assessing the reliability of accelerated ageing at high 
temperatures. 

c) Accelerated ageing tests involving different properties may not give agreement in assessing the relative 
lives of different rubbers and may even arrange them in different orders of merit. Therefore, deterioration 
should be measured by the changes in property or properties which are of practical importance, provided 
that they can be measured reasonably accurately. 

Air-oven ageing should not be used to simulate natural ageing which occurs in the presence of either light or 
ozone when the rubbers are stretched. 

To estimate lifetime or maximum temperature of use, tests can be performed at several temperatures and the 
results can be evaluated by using an Arrhenius plot or the Williams Landel Ferry (WLF) equation as described 
in ISO 11346, Rubber, vulcanized or thermoplastic — Estimation of life-time and maximum temperature of use. 
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