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National foreword

This British Standard is the UK implementation of ISO 20299-3:2008. 
The UK participation in its preparation was entrusted to Technical Committee 
PRI/50, Rubber — Raw, natural and synthetic, including latex and carbon 
black.
A list of organizations represented on this committee can be obtained on 
request to its secretary.
This publication does not purport to include all the necessary provisions of a 
contract. Users are responsible for its correct application.
Compliance with a British Standard cannot confer immunity from 
legal obligations.
Amendments/corrigenda issued since publication
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Film for wrapping rubber bales —

Part 3:
Ethylene-propylene-diene rubber (EPDM), 
acrylonitrile-butadiene rubber (NBR), 
hydrogenated nitrile-butadiene rubber 
(HNBR), acrylic-ethylene rubber (AEM) 
and acrylic rubber (ACM)

Emballage des balles en caoutchouc —

Partie 3: Caoutchouc éthylène-propylène-diène (EPDM), caoutchouc 
butadiène-acrylonitrile (NBR), caoutchouc butadiène-nitrile hydrogéné 
(HNBR), caoutchouc éthylène acrylique (AEM) et caoutchouc acrylique 
(ACM)
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