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Foreword

ISO (the International Organization for Standardization) is a worldwide federation of national standards 
bodies (ISO member bodies). The work of preparing International Standards is normally carried out 
through ISO technical committees. Each member body interested in a subject for which a technical 
committee has been established has the right to be represented on that committee. International 
organizations, governmental and non-governmental, in liaison with ISO, also take part in the work. 
ISO collaborates closely with the International Electrotechnical Commission (IEC) on all matters of 
electrotechnical standardization. 

The procedures used to develop this document and those intended for its further maintenance are 
described in the ISO/IEC Directives, Part 1. In particular, the different approval criteria needed for the 
different types of ISO documents should be noted. This document was drafted in accordance with the 
editorial rules of the ISO/IEC Directives, Part 2 (see www.iso.org/directives).

Attention is drawn to the possibility that some of the elements of this document may be the subject of 
patent rights. ISO shall not be held responsible for identifying any or all such patent rights. Details of 
any patent rights identified during the development of the document will be in the Introduction and/or 
on the ISO list of patent declarations received (see www.iso.org/patents).

Any trade name used in this document is information given for the convenience of users and does not 
constitute an endorsement. 

For an explanation of the voluntary nature of standards, the meaning of ISO specific terms and 
expressions related to conformity assessment, as well as information about ISO's adherence to the 
World Trade Organization (WTO) principles in the Technical Barriers to Trade (TBT) see www.iso.
org/iso/foreword.html.

This document was prepared by Technical Committee ISO/TC  38, Textiles, Subcommittee SC  23, 
Fibres and yarns.

Any feedback or questions on this document should be directed to the user’s national standards body. A 
complete listing of these bodies can be found at www.iso.org/members.html.

This third edition cancels and replaces the second edition (ISO 2370:1980), which has been technically 
revised. The main changes compared to the previous edition are as follows:

—	 addition of the third method for the determination of the fineness of flax fibres as Clause 7, “Constant 
pressure method”;

—	 deletion of Annex C and Annex D.
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Introduction

Fineness can be considered as a vital characteristic of flax. However, because of their special structure, 
the measurement of the fineness of such fibres presents a difficult problem.

Whereas cotton, wool, man-made fibres, etc., form individual fibres of a given dimension and are easily 
separated one from the other, flax fibres form, after retting and scutching, fibre strands. These consist 
of a certain number of ultimate fibres, bound together more or less imperfectly by pectic substances 
which give certain fibres a branching form. During the spinning operations, these fibre strands are 
progressively divided without such a process ending in the complete separation into ultimate fibres.

In these conditions, determination of the fineness of flax fibres presents the following difficulties.

—	 Difficulty from the continuous alteration of the amount of division of the substance during the 
spinning. One cannot therefore refer to fineness as such, but only to fineness corresponding to a 
state consecutive to a given operation. It will therefore always be necessary to specify the state in 
which the substance is found when making any measurement.

—	 Difficulty, from the fact that the separation of the fibrous elements is a delicate operation, which 
also results from the constitution of the substance.

Taking these difficulties into account, “permeametric” methods seem most suitable for measuring the 
fineness of bast.
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Textiles — Determination of fineness of flax fibres — 
Permeametric methods

1	 Scope

This document specifies three permeametric methods for the determination of the fineness of 
flax fibres.

—	 Constant flow method, with two compressions, using a test piece of parallel fibres (see Clause 5);

—	 Simplified constant flow method, with one compression, using a test piece of fibres distributed “at 
random” (see Clause 6);

—	 Constant pressure method, with one compression, using a test piece of fibres distributed “at random” 
(see Clause 7).

This document is applicable to the various forms possible for flax fibres, i.e. long strands, broken 
strands, all kinds of tow and at all stages of manufacture of these substances.

2	 Normative references

The following documents are referred to in the text in such a way that some or all of their content 
constitutes requirements of this document. For dated references, only the edition cited applies. For 
undated references, the latest edition of the referenced document (including any amendments) applies.

ISO 139, Textiles — Standard atmospheres for conditioning and testing

ISO 1130, Textile fibres — Some methods of sampling for testing

3	 Terms and definitions

For the purposes of this document, the following terms and definitions apply.

ISO and IEC maintain terminological databases for use in standardization at the following addresses:

—	 ISO Online browsing platform: available at https://www.iso.org/obp

—	 IEC Electropedia: available at http://www.electropedia.org/

3.1
wad of fibre
fibrous mass introduced into the centre channel of a cylindrical casing forming the test piece and on 
which the measurement will be made

Note 1 to entry: In the constant flow method, the fibrous elements forming the wad are placed parallel to the 
axis of the casing. In the simplified constant flow method and constant pressure method, the fibrous mass is 
introduced into a chamber so that the fibres forming the wad are placed at random. In all three methods, it is 
essential that the density of the filling is as regular as possible.

3.2
resistance of a wad of fibres to the passage of air in laminar flow
R
quotient of the depression ΔP (hPa) produced by the wad of fibres (3.1) to flow Q (cm3/s) passing through it

Note 1 to entry: It is expressed in hPa·s/cm3.
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