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National foreword

This British Standard reproduces verbatim ISO 4287:1997 and implements it
as the UK national standard. It supersedes BS 6741-1 and BS 6741-2:1987
which are withdrawn.

The UK participation in its preparation was entrusted to Technical Commaittee
TDE/4, Engineering drawing, metrology, precision measurement and all
related documentation, which has the responsibility to:

— aid enquirers to understand the text;

— present to the responsible international/European committee any
enquiries on the interpretation, or proposals for change, and keep the UK
interests informed;

— monitor related international and European developments and
promulgate them in the UK.

A list of organizations represented on this committee can be obtained on
request to its secretary.

Cross-references

The British Standards which implement international or European
publications referred to in this document may be found in the BSI Standards
Catalogue under the section entitled “International Standards Correspondence
Index”, or using the “Find” facility of the BSI Standards Electronic Catalogue.

A British Standard does not purport to include all the necessary provisions of
a contract. Users of British Standards are responsible for their correct
application.

Compliance with a British Standard does not of itself confer immunity
from legal obligations.

Summary of pages

This document comprises a front cover, an inside front cover, pages i and i1,
the ISO title page, pages 11 to viii, pages 1 to 25 and a back cover.

This standard has been updated (see copyright date) and may have had
amendments incorporated. This will be indicated in the amendment table on
the inside front cover.

This British Standard, having ~Amendments issued since publication
been prepared under the
direction of the Engineering Amd. No. Date Comments
Sector Board, was published
under the authority of the
Standards Board and comes
into effect on

15 September 1997
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Foreword

ISO (the International Organization for Standardization) is a worldwide
federation of national standards bodies (ISO member bodies). The work
of preparing International Standards is normally carried out through ISO
technical committees. Each member body interested in a subject for
which a technical committee has been established has the right to be
represented on that committee. International organizations, governmental
and non-governmental, in liaison with 1SO, also take part in the work. ISO
collaborates closely with the International Electrotechnical Commission
(IEC) on all matters of electrotechnical standardization.

Draft International Standards adopted by the technical committees are cir-
culated to the member bodies for voting. Publication as an International
Standard requires approval by at least 75 % of the member bodies casting
a vote.

International Standard 1SO 4287 was prepared by Technical Committee
ISO/TC 57, Metrology and properties of surfaces, and has been based on
studies carried out by the Joint Harmonization Group of ISO/TC 3, Limits
and fits, 1ISO/TC 10, Technical drawings, product definition and related
documentation, SC 5, Dimensioning and tolerancing, and ISO/TC 57,
Metrology and properties of surfaces.

This first edition of ISO 4287 cancels and replaces ISO 4287-1:1984. This
revision of ISO 4287-1:1984; is a major rewrite and reorganization that,
together with 1SO 11562 and I1SO 3274, additionally defines the waviness
profile, the primary profile and their parameters in a consistent manner.

Annex A forms an integral part of this International Standard. Annexes B,
C, D and E are for information only.
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Avant-propos

L'ISO (Organisation internationale de normalisation) est une fédération
mondiale d'organismes nationaux de normalisation (comités membres de
I'ISO). L'élaboration des Normes internationales est en général confiée aux
comités techniques de I'ISO. Chaque comité membre intéressé par une
étude a le droit de faire partie du comité technique créé a cet effet. Les
organisations internationales, gouvernementales et non gouvernemen-
tales, en liaison avec I'ISO participent également aux travaux. L'ISO colla-
bore étroitement avec la Commission électrotechnique internationale (CEI)
en ce qui concerne la normalisation électrotechnique.

Les projets de Normes internationales adoptés par les comités techniques
sont soumis aux comités membres pour vote. Leur publication comme
Normes internationales requiert |'approbation de 75 % au moins des co-
mités membres votants.

La Norme internationale ISO 4287 a été élaborée par le comité technique
ISO/TC 57, Métrologie et propriétés des surfaces, sous-comité SC 1,
Paramétres géométriques — Instruments et procédures pour la mesure
de la rugosité et de I'ondulation des surfaces, et tient compte des études
menées par le groupe d'harmonisation joint entre I''SO/TC 3, Ajustements,
I''SO/TC 10, Dessins techniques, définitions de produits et documentation
y relative, sous-comité SC 5, Cotation et tolérancement et I''SO/TC 57,
Métrologie et propriétés des surfaces.

Cette premiere édition de I'ISO 4287 annule et remplace
I'ISO 4287-1:1984. Cette révision constitue une réorganisation et une réé-
criture importantes de I'ISO 4287-1:1984; avec I'ISO 11562 et I'ISO 3274,
elle ajoute, de fagon cohérente, les définitions du profil d'ondulation, du
profil primaire ainsi que de leurs paramétres.

L'annexe A fait partie intégrante de la présente Norme internationale. Les
annexes B, C, D et E sont données uniquement 4 titre d'information.
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Introduction

This International Standard is a Geometrical Product Specification (GPS)
standard and is to be regarded as a General GPS standard (see
ISO/TR 14638). It influences chain link 2 of the chains of standards on sur-
face texture.

For more detailed information on the relationship of this International
Standard to other standards and the GPS matrix model, see annex E.

Historically, the roughness profile and its parameters have been the only
parts of surface texture characterization that have been well defined.

A default relationship between Ac and Af is under consideration.
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Introduction

La présente Norme internationale qui traite de la spécification géométrique
des produits (GPS), est considérée comme une norme GPS générale (voir
I'ISO/TR 14638). Elle influence le maillon 2 des chaines de normes relati-
ves a |'état de surface.

Pour de plus amples informations sur la relation de la présente Norme in-
ternationale avec les autres normes et la matrice GPS, voir I'annexe D.

Par le passé, le profil de rugosité et ses parameétres ont été les seuls élé-
ments caractéristiques de I'état de surface a étre correctement définis.

Une relation par défaut entre Ac et Af est en cours d'étude.
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