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National foreword

This British Standard reproduces verbatim ISO 5433:1999 and implements it as the
UK national standard.

The UK participation in its preparation was entrusted to Technical Committee
TCI/69, Footwear and leather, which has the responsibility to:

— aid enquirers to understand the text;

— present to the responsible international/European committee any enquiries
on the interpretation, or proposals for change, and keep the UK interests
informed,

— monitor related international and European developments and promulgate
them in the UK.

A list of organizations represented on this committee can be obtained on request to
its secretary.

Cross-references

The British Standards which implement international or European publications
referred to in this document may be found in the BSI Standards Catalogue under the
section entitled “International Standards Correspondence Index”, or by using the
“Find” facility of the BSI Standards Electronic Catalogue.

A British Standard does not purport to include all the necessary provisions of a
contract. Users of British Standards are responsible for their correct application.

Compliance with a British Standard does not of itself confer immunity
from legal obligations.

Summary of pages

This document comprises a front cover, an inside front cover, the ISO title page,
page ii, pages 1 to 8, an inside back cover and a back cover.

This British Standard, having Amendments issued since publication
been prepared under the
direction of the Sector Amd. No. Date Comments

Committee for Materials and
Chemicals, was published under
the authority of the Standards
Committee and comes into effect
on 15 July 1999
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BS ISO 5433:1999

Foreword

ISO (the International Organization for Standardization) is a worldwide federation of national standards bodies (ISO
member bodies). The work of preparing International Standards is normally carried out through 1SO technical
committees. Each member body interested in a subject for which a technical committee has been established has
the right to be represented on that committee. International organizations, governmental and non-governmental, in
liaison with ISO, also take part in the work. ISO collaborates closely with the International Electrotechnical
Commission (IEC) on all matters of electrotechnical standardization.

Draft International Standards adopted by the technical committees are circulated to the member bodies for voting.
Publication as an International Standard requires approval by at least 75 % of the member bodies casting a vote.

International Standard ISO 5433 was prepared by Technical Committee ISO/TC 120, Leather, Subcommittee SC 2,
Tanned leather.

Annex A forms an integral part of this International Standard. Annex B is for information only.
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BS ISO 5433:1999

Leather — Bovine wet blue — Specification

1 Scope

This International Standard specifies requirements, methods of sampling and methods of test for wet blue leather
produced from bovine hides and parts of bovine hides tanned without hair and with the use of basic chromium
sulfate as the primary tanning agent. ‘

2 Normative references

The following standards contain provisions which, through reference in this text, constitute provisions of this
International Standard. At the time of publication, the editions indicated were valid. All standards are subject to
revision, and parties to agreements based on this International Standard are encouraged to investigate the
possibility of applying the most recent editions of the standards indicated below. Members of IEC and ISO maintain
registers of currently valid International Standards.

ISO 2418:1972, Leather — Laboratory samples — Location and identification. -
ISO 3380:1975, Leather — Determination of shrinkage temperature.

ISO 4045:1975, Leather — Determination of pH.

3 Definitions

For the purposes of this International Standard, the following definitions apply.

3.1
cured
preserved temporarily from putrefaction until it can be tanned

NOTE Any method of curing, including wet or dry salting or drying, is included.

3.2
pigmentation
colouration produced by fungi growing on wet blue chrome leather

NOTE The colouration produced by fungi will normally be black, white, green or yellow but can also be pink or violet.

3.3
belly
the part of the hide covering the underside and part of the legs of the animal

34
dosset
double back the part of the hide remaining after the belly has been removed

3.5

shoulder
the fore part of the hide covering the shoulders and the neck of the animal, with or without the head
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