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National foreword

This British Standard is the UK implementation of ISO 6344‑2:2021. 
It supersedes BS ISO 6344‑2:1998, which is withdrawn. Together 
with BS ISO 6344‑3:2021, it supersedes BS ISO 6344‑1:1998, which 
is withdrawn.

The UK participation in its preparation was entrusted to Technical 
Committee MTE/13, Grinding wheels, abrasive tools, paper and cloths, 
and powders.

A list of organizations represented on this committee can be obtained on 
request to its committee manager.
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reasonableness of this publication. All and any such responsibility and 
liability is expressly disclaimed to the full extent permitted by the law.

This publication is provided as is, and is to be used at the 
recipient’s own risk.

The recipient is advised to consider seeking professional guidance with 
respect to its use of this publication.

This publication is not intended to constitute a contract. Users are 
responsible for its correct application.
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Foreword

ISO (the International Organization for Standardization) is a worldwide federation of national standards 
bodies (ISO member bodies). The work of preparing International Standards is normally carried out 
through ISO technical committees. Each member body interested in a subject for which a technical 
committee has been established has the right to be represented on that committee. International 
organizations, governmental and non-governmental, in liaison with ISO, also take part in the work. 
ISO collaborates closely with the International Electrotechnical Commission (IEC) on all matters of 
electrotechnical standardization.

The procedures used to develop this document and those intended for its further maintenance are 
described in the ISO/IEC Directives, Part 1. In particular the different approval criteria needed for the 
different types of ISO documents should be noted. This document was drafted in accordance with the 
editorial rules of the ISO/IEC Directives, Part 2 (see www.iso.org/directives).

Attention is drawn to the possibility that some of the elements of this document may be the subject of 
patent rights. ISO shall not be held responsible for identifying any or all such patent rights. Details of 
any patent rights identified during the development of the document will be in the Introduction and/or 
on the ISO list of patent declarations received (see www.iso.org/patents).

Any trade name used in this document is information given for the convenience of users and does not 
constitute an endorsement.

For an explanation on the voluntary nature of standards, the meaning of ISO specific terms and 
expressions related to conformity assessment, as well as information about ISO's adherence to the 
World Trade Organization (WTO) principles in the Technical Barriers to Trade (TBT) see www.iso.
org/iso/foreword.html.

This document was prepared by Technical Committee ISO/TC  29, Small tools, Subcommittee SC  5, 
Grinding wheels and abrasives.

This second edition cancels and replaces ISO  6344‑2:1998 and ISO  6344‑1:1998, which have been 
technically revised.

The main changes compared to ISO 6344‑2:1998 and ISO 6344‑1:1998 are as follows:

—	 the title and the scope have been changed editorially;

—	 relevant content of ISO  6344‑1:1998 has been updated and transferred to this document 
and ISO 6344‑3;

—	 references to ISO 6344‑1:1998 have been deleted;

—	 Clause 3 “Terms and definitions” has been updated;

—	 a new Clause 4 for macrogrit sizes has been added;

—	 Table 1 (former Table 2) “Grain size distribution of macrogrit sizes P12 to P220” has been moved to 
the new Clause 4;

—	 former Table 1 with a summary of nominal sizes of openings of test sieves has been deleted;

—	 Clause 5 (former Clause 4) “Test method of macrogrit sizes P12 to P220” has been revised in its 
content and order;

—	 5.6 (former 5.3) “Evaluation” has been revised by giving a normative description of the procedure 
for the determination of a sieving analysis and evaluation of the results;

—	 former Clause 8 has been moved to a new Annex A “Template for recording results of sieving analysis 
of macrogrit P sizes”;

—	 Clause 8 (former Clause 7) "Marking" has been revised.

﻿

iv� © ISO 2021 – All rights reserved

BS ISO 6344‑2:2021

Full document details: BS ISO 6344-2:2021

https://www.iso.org/directives-and-policies.html
https://www.iso.org/patents
https://www.iso.org/iso/foreword.html
https://www.iso.org/iso/foreword.html
https://doi.org/10.3403/01464762
https://doi.org/10.3403/01802742
https://doi.org/10.3403/01464762
https://doi.org/10.3403/01802742
https://doi.org/10.3403/01802742
https://doi.org/10.3403/BSISO6344
https://doi.org/10.3403/01802742
http://www.avadocuments.com/doc/bs-iso-6344-2-2021
http://www.avadocuments.com/doc/bs-iso-6344-2-2021

